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Introduction 

(Ni-Co)CrAl overlay coatings are finding increased use for 

oxidation and corrosion protection in high-temperature turbine 

applications (1-9). The coatings provide high-temperature protection by 

the formation of an adherent A1 0 scale (1, 10-12). For many 

applications, overlay coatings possess several desirable advantages over 

the more common aluminide coatings (1,10,12). One of the main 

advantages of overlay coatings is the inherent compositional flexibility 

which permits tailoring of the coating for both optimal oxidation 

resistance and coating/substrate compatibility (1,4,10). With regard to 

the oxidation resistance, the compositional flexibility allows addition 

of active elements, as Y or Zr, to the coating which greatly increases 

the adherence of the oxide scale during thermal cycling (13-18). 

Similarly, the coating composition can be varied for specific 

applications, such as increasing the Cr content of the coating for use 

in corrosive environments. The purpose of improving coating/substrate 

compatibility is to reduce degradation of critical substrate properties 

(such as creep resistance and fatigue life) caused by the presence of 

the coating (1,4,10). Coating/substrate interdiffusion may have a 

detrimental effect on both the environmental resistance of the coating 

and also on the mechanical properties of the substrate (10). Not only 

does interdiffusion dilute the A1 concentration in the coating, but 

diffusion of alloying elements from the substrate into the coating may 

degrade the mechanical properties of the substrate (4) and have an 

adverse effect on the oxidation resistance. 

2 3  
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The compositional flexibility of overlay coatings also permits 

increased coating ductility (1,10,19) to minimize coating/substrate 

thermal-expansion mismatch and reduce the possibility of premature 

thermal fatigue cracking. The ductility of the overlay coatings results 

from the two-phase structure where the high-Al, brittle, 6 phase 

(NiAl-type structure) is imbedded in a Y (FCC) Ni solid-solution matrix 

(1,2). 

Currently two techniques are typically employed for applying 

overlay coatings, physical vapor deposition (PVD) (6,10,19) and 

low-pressure plasma spray (LPPS) (2) . Both techniques require 

sophisticated apparatus for applying a coating, usually coating only a 

relatively few components in a single operating cycle (2,6). As a 

result, overlay coatings are more costly to apply than simple aluminide 

coatings. One advantage of LPPS over PVD is that complex compositions 

virtually impossible to apply by PVD can easily be applied by LPPS 

deposition (1,2,4). To summarize, the compositional flexibility of LPPS 

overlay coatings permits tailoring of the coating to select superalloy 

substrates for specific environmental applications. 

Diffusional Degradation of Coatings 

Two mechanisms of coating degradation which occur by diffusional 

transport are loss of A1 to the A1 0 scale (1,19-21), and loss of A1 by 2 3  

coating/substrate interdiffusion (1,20-23). Durmg high-temperature 

oxidation, A1 is transported by diffusion to the oxide/metal interface 

where it is selectively oxidized (11). At the same time, A1 also 

diffuses from the high-Al coating into the substrate while Ni and other 

alloying elements from the substrate diffuse into the coating (22,241. 

Both types of coating degredation reduce the A1 content of the coating, 

* 
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thereby reducing the ability of the coating to supply A 1  to the 

oxide/metal interface. 

during thermal cycling significantly accelerates the loss of A 1  due to 

oxidation (12,19,25). Oxide spallation has previously been shown to 

depend on the thermal cycle frequency (14,261, the concentration of 

active element additions (13-18), the cooling rate (271, and the 

temperature differential between the heating and cooling portion of each 

cycle (28). 

oxidation temperature (13,141. 

Loss of the oxide scale by cracking and spalling 

The loss of A1 by oxidation also increases with increasing 

Coating/substrate interdiffusion is critically dependent on the 

oxidation temperature (22). The diffusivities which govern diffusion 

processes generally increase exponentially with increasing temperature 

(29). The composition of the coating and substrate, and especially the 

A1 content of both, also affects the rate of coating/substrate 

interdiffusion (22). The greater the difference in chemical potential 

between the coating and substrate, the greater the "driving force" for 

coating/substrate interdiffusion. 

between the coating and substrate will generally reduce the difference 

in the chemical potential and Consequently lower the rate of A 1  loss 

from the coating by coating/substrate interdiffusion. 

superalloys are compositionally complex, multiphase alloys and may 

easily contain over a dozen elements (30,311. Ternary or higher 

diffusional interactions can complicate and hinder a complete 

understanding of coating degradation by coating/substrate 

interdiffusion. 

Reducing the difference in A1 content 

Unfortunately, 

Continued degradation of overlay coatings results in failure of the 

coating to provide the protective A 1 2 0 3  scale (10,21,25). Once the 
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coat ing  becomes s u f f i c i e n t l y  depleted of  A l ,  it can no longer supply A1 

t o  t h e  oxide/metal i n t e r f a c e  a t  t h e  rate necessary t o  continue growth of  

t h e  A1 0 scale. 2 3  

r e s u l t  of t h e  lack  of A1 f l u x  t o  t h e  oxide/metal i n t e r f a c e  (10,32,331. 

The f a i l u r e  of t h e  coat ing  t o  supply s u f f i c i e n t  A1 r e s u l t i n g  i n  

formation of t h e  less protective oxides i s  commonly re fe r red  t o  as 

breakaway oxidat ion  (34,351. 

L e s s  protective oxides of  N i  and C r  w i l l  form as a 

The t r a n s p o r t  o f  A1 i n  the  coat ing  t o  t h e  growing oxide scale 

depends on both t h e  concentrat ion g rad ien t s  (A1 and C r )  and t h e  t e rna ry  

i n t e r d i f f u s i o n  c o e f f i c i e n t s  (36) i n  t h e  coating near  t h e  oxide/metal 

in t e r face .  The  maximum f l u x  of AI. t o  t h e  oxide/metal i n t e r f a c e  occurs 

when t h e  A1 concentrat ion a t  t h e  i n t e r f a c e  i s  zero  (37,381. This  

maximum f l u x  condi t ion  has previously been used t o  p r e d i c t  t h e  bulk 

s o l u t e  concentrat ion i n  b inary  a l l o y s  which i s  necessary t o  supply 

s u f f i c i e n t  s o l u t e  t o  form a continuous, ex te rna l  oxide scale during 

isothermal oxidat ion  (39,401. I n s u f f i c i e n t  s o l u t e  t r a n s p o r t  t o  t h e  

oxide/metal i n t e r f a c e  genera l ly  r e s u l t s  i n  i n t e r n a l  oxidat ion of t h e  

s o l u t e  (37,381. The necessary s o l u t e  f l u x  i s  d i r e c t l y  r e l a t e d  t o  t h e  

growth rate of t h e  oxide. 

g r e a t e r  t h e  r e q u i s i t e  solute  f l u x ,  and t h e  higher the  bulk s o l u t e  

The g r e a t e r  t h e  growth r a t e  of t h e  oxide, t h e  
J 

concentrat ion necessary t o  supply t h e  s o l u t e  f lux  (37,381. During 

isothermal oxidat ion ,  as t h e  thickness of  the  oxide scale increases ,  the  

growth rate of t h e  scale decreases (34,371. Simi lar ly ,  t h e  s o l u t e  f lux  

i n  t h e  a l l o y  a t  t h e  oxide/metal i n t e r f a c e  w i l l  a l s o  decrease so as t o  

always supply t h e  necessary s o l u t e  t o  t h e  growing oxide s c a l e  (38). The 

oxide growth rate during isothermal oxidat ion  decreases inverse ly  with 

t h e  square root of  t i m e  as t h e  oxide scale th ickness  increases  
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parabolically with time (37). Since the growth rate of oxide scale 

controls the rate of solute consumption at the oxide/metal interface, 

the solute flux in the alloy at the oxide/metal interface also decreases 

inversely with the square root of time. The alloy can supply solute to 

the oxide scale at the required rate during isothermal oxidation by 

maintaining a constant solute concentration at the oxide/metal interface 

(38,41). 

Thermal cycling resulting in scale spallation continually reduces 

the thickness of the oxide scale. As a result, the growth rate of the 

oxide scale will be higher than if the scale were growing under 

isothermal conditions (25,381. The main consequence of the higher 

growth rate of the oxide scale is a higher requisite solute flux in the 

alloy. A higher solute flux in the alloy can be maintained by reducing 

the solute concentration at the oxide/metal interface (25,381. 

Therefore, following each thermal cycle where the oxide layer has 

spalled (either partially or completely), the solute concentration at 

the oxide/metal interface would be expected to decrease. 

scale thickens during the high-temperature period of a cycle, the solute 

concentration at the oxide/metal interface would be expected to remain 

essentially constant until the next thermal cycle. 

spallation on the thickness of the oxide, the growth rate of the oxide 

(which is proportional to the rate of solute consumption), the solute 

concentration at the oxide/metal interface and the solute concentration 

in the alloy are shown schematically in Figure 1. Figure la shows the 

increase in the thickness of the oxide scale during oxidation (0-2, 2-4 

hours, etc.) and the decrease in the thickness of the oxide scale due to 

oxide spallation upon cooling (after 2 and 4 hours). Figure lb shows a 

As the oxide 

The effect of oxide 
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decrease i n  t h e  oxide growth rate as t h e  oxide scale thickens (0-2 and 

2-4 hours) and an inc rease  when t h e  thickness of  t h e  oxide s c a l e  

decreases a f t e r  s p a l l a t i o n  ( a f t e r  2 and 4 hours) .  Figure IC shows the  

s o l u t e  concentrat ion a t  t h e  o x i d e b e t a 1  i n t e r f a c e  as independent of t i m e  

f o r  t h e  f i r s t  two hours of isothermal oxidat ion ,  followed by a sharp 

decrease (and s l i g h t  increase)  a f t e r  p a r t i a l  oxide s p a l l a t i o n  ( a f t e r  2 

and 4 hours) .  The e f f e c t  of t h e  changing rate of s o l u t e  consumption is 

i l l u s t r a t e d  i n  Figure I d  where t h e  s o l u t e  concentrat ion/distance 

p r o f i l e s  are shown before  and a f t e r  t h e  thermal cycles.  The s o l u t e  

concentrat ion gradient  decreases as t h e  growth rate of t h e  oxide s c a l e  

decreases ( t h e  rate of s o l u t e  consumption decreases as the  oxide scale 

thickens between 0-2 and 2-4 hours) .  When the  growth r a t e  of t h e  oxide 

increases  due t o  oxide s p a l l a t i o n  ( a f t e r  2 hours ) ,  t h e  so lu te  

concentrat ion a t  t h e  oxide/metal i n t e r f a c e  decreases,  increas ing t h e  

s o l u t e  concentrat ion g rad ien t  so as t o  supply s o l u t e  a t  an inceased 

rate. I f  the s o l u t e  concentrat ion a t  t h e  i n t e r f a c e  is  depressed t o  zero 

the  s o l u t e  concentrat ion gradient  w i l l  t h e r e a f t e r  decrease,  and t h e  

a l l o y  w i l l  be unable t o  supply s u f f i c i e n t  s o l u t e  a t  t h e  r a t e  required 

f o r  t h e  growth of t h e  oxide scale. 

L e s s  p r o t e c t i v e  oxides form when an a l l o y  i s  incapable of supplying 

s o l u t e  a t  t h e  rate requi red  f o r  t h e  growing s o l u t e  scale (32,35) .  The 

continued presence of t h e  less p r o t e c t i v e  oxides permit an in f lux  of 

oxygen i n t o  t h e  a l l o y  which r e s u l t s  i n  i n t e r n a l  oxidat ion  of  t h e  solute  

(11,32,351. E i the r  t h e  s o l u t e  f l u x  i n  the  a l l o y  w i l l  r e e s t a b l i s h  a 

continuous s o l u t e  oxide l a y e r  (25,35) ,  o r  t h e  less p ro tec t ive  oxides 

w i l l  continue t o  grow and t h e  i n t e r n a l  oxidat ion w i l l  t o t a l l y  dep le te  

the  a l l o y  of s o l u t e  ( 3 2 ) .  Figure 2 shows regions near  the  surface  of a 
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Figure 2. Oxidation of Ni-6.7 at.% A 1  Alloy 
a. Region of  ex t e rna l  scale formation ( cen te r )  and a 
continuous oxide l a y e r  below a region of  i n t e r n a l  
oxidat ion.  b. band of  i n t e r n a l  ox ida t ion  ( l e f t )  and 
formation of continuous oxide l a y e r  ( r i g h t ) .  
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Ni-6.7A1 a l l o y  af ter  isothermal oxidat ion  where t h e  s o l u t e  f l u x  w a s  j u s t  

s u f f i c i e n t  t o  form an e x t e r n a l  oxide scale (Figure 2a) ,  where t h e  s o l u t e  

f lux  w a s  a b l e  t o  form a continuous i n t e r n a l  oxide scale only a f t e r  a 

t i m e  of  i n t e r n a l  oxidat ion  (Figures 2 a  and b)  , and where t h e  s o l u t e  f lux  

w a s  incapable of supplying s u f f i c i e n t  s o l u t e  t o  form a continuous oxide 

scale r e s u l t i n g  i n  unres t ra ined i n t e r n a l  oxidat ion  (Figure 2b) .  

The above d iscuss ion regarding t h e  t r a n s i t i o n  from a p ro tec t ive  

s o l u t e  oxide scale to  formation of  less p ro tec t ive  oxides has been 

s i m p l i s t i c  i n  seve ra l  respects .  F i r s t ,  oxide s p a l l a t i o n  during thermal 

cycling is  a very random, non-uniform process ( 2 5 ) .  The oxide t y p i c a l l y  

does not  spa11 t o  bare  metal. Therefore, t h e  rate of s o l u t e  

consumption, and t h e  f lux  of s o l u t e  t o  t h e  oxide/metal i n t e r f a c e  wou1.d 

vary a t  d i f f e r e n t  loca t ions  on a sample surface.  A non-uniform s o l u t e  

f l u x  as w e l l  as a phys ica l ly  i r r e g u l a r  oxide/metal i n t e r f a c e  would 

r e s u l t  i n  non-planar d i f f u s i o n  with s o l u t e  a t  a r e a s  of high s o l u t e  

concentrat ion flowing t o  areas of  low s o l u t e  concentrat ion parallel t o  

the  oxide/metal in t e r face .  In add i t ion ,  t h e  above d iscuss ion has not  

considered t h e  poss ib le  formation of such oxides as s p i n e l s  which may 

form by a t ransference  reac t ion  between t h e  less p r o t e c t i v e  oxides and 

s o l u t e  (42) .  

I n  summary, any reduction i n  t h e  A 1  content  of  an overlay coating 

w i l l  reduce t h e  a b i l i t y  of t h e  coat ing  t o  supply s u f f i c i e n t  s o l u t e  t o  

the  growing oxide. Both oxidat ion  and coat ing/subs t ra te  i n t e r d i f f u s i o n  

degrade t h e  coat ing  by reducing t h e  A1 content o f  t h e  coating. 

r e s u l t ,  both forms of degradation has ten  f a i l u r e  of  the  p ro tec t ive  A 1  0 

scale. 

A s  a 

2 3  
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Fina l ly ,  it is e s s e n t i a l  t o  understand t h e  coupled nature  of t h e  

two forms of  coat ing degradation. 

thickness .  

oxide depends e n t i r e l y  on t h e  t r anspor t  o f  A 1  t o  t h e  oxide/metal 

i n t e r f ace .  

determines coa t ing  f a i l u r e  as it i s  t h e  maximum poss ib l e  f l ux  of A 1  

towards t h e  oxide scale. 

conten ts  t o  undergo breakaway oxidat ion (25) .  It is  a l s o  not s u f f i c i e n t  

t o  state t h a t  A 1  which has  d i f fused  from t h e  coa t ing  due t o  

coa t ing /subs t ra te  i n t e r d i f f u s i o n  is  completely l o s t  with  regard t o  

oxidat ion pro tec t ion .  

i n t o  t h e  substrate cannot a t  a later t i m e  reverse  i ts  d i r e c t i o n  and flow 

back through t h e  coa t ing  t o  support  t h e  growing oxide scale. 

t h e r e  have been many d iscuss ions  (10,19,20) i n  t h e  p a s t  as t o  which 

e f f e c t ,  ox ida t ion  o r  coa t ing /subs t ra te  i n t e rd i f fus ion ,  is  more important 

regarding coa t ing  degradation. 

ques t ion  have been on d i f f e r e n t  coat ing/substrate  systems oxidized under 

d i f f e r e n t  condi t ions.  

coat ing th ickness ,  or increas ing  t h e  A 1  content  of t h e  coat ing prolongs 

coat ing l i f e .  It i s  a l s o  q u i t e  obvious t h a t  increas ing  t h e  rate of A 1  

consumption, by increas ing  t h e  oxidizing temperature or increasing t h e  

cyc le  frequency, genera l ly  shortens t h e  l i f e  of t h e  coating. 

q u a l i t a t i v e  p red ic t ion  of t h e  coat ing l i f e  when two parameters are 

var ied ,  such as t h i c k e r  coa t ings  and a higher  cyc le  frequency, i s  not  

e a s i l y  made. 

gu ide l ines  as t o  when one form of degradation might dominate over 

A l l  coa t ings  are of a f i n i t e  

The a b i l i t y  of a coat ing t o  cont inua l ly  supply A 1  t o  t h e  

I t  is  not  so much t h e  A 1  content  i n  t h e  coat ing which 

I t  i s  possible for a l l o y s  with very high A 1  

There is  no reason why A 1  which has d i f fused  

F ina l ly ,  

Most of t h e  s t u d i e s  examining t h i s  

It i s  genera l ly  recognized t h a t  increas ing  t h e  

But even a 

There has  been no clear t h e o r e t i c a l  basis f o r  e s t ab l i sh ing  
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another for various coating/substrate systems under different oxidizing 

conditions. The present study makes an attempt in this direction. 

Purpose of this Study 

The purpose of the present study was two-fold: 

1. To examine the coupled nature of the diffusional 

degradation of Y + 6 overlay coatings on various Ni-base 

alloys and, 

2. To identify the critical coating/substrate system 

parameters having the most significant effect on coating 

life. 

To accomplish this purpose, several Y -phase, Ni-base alloys were coated 

with a Y +6 , NiCrAlZr overlay coating and cyclically oxidized. 

Subsequent analysis including microstructural investigation and 

determination of concentration/distance profiles provided insight into 

the two forms of diffusional degradation. A diffusion model was 

developed to simulate the diffusional interactions in 

overlay-coating/substrate systems undergoing oxidation accompanied by 

thermal cycling. The necessary experimental work was undertaken to 

provide the required input to the diffusion model. The cyclically 

oxidized coated alloys were used to provide verification of the 

diffusion model. Following verification, the diffusion model was 

utilized to further understand the coupled nature of diffusional 

degradation and to identify the most critical parameters affecting 

coating life. 
h 
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Experimental Procedure 

Four NiCrAl y-phase substrates spanning the A1 and Cr concen- 

tration range of most current Ni-base superalloys (30,311 were chosen 

for use in this study. Substrate designations and compositions are 

given in Table 1. The substrate alloys were fabricated by repeated arc 

melting (of pressed elemental powders) into approximately 1 cm diameter 

bars 7.5 cm in length. The bars were machined into pins 0.635 cm (0.25 

in.) in diameter with V shaped notches cut to a depth of 0.16 cm 

approximately every 2.5 cm (1 in.) along the length of the pin. 

A Y+ 6 , NiCrAlZr coating composition (43) was chosen for applica- 

tion on the four substrate alloys. An overlay coating was applied by a 

low-pressure plasma spray (2) process at the General Electric Research 

and Development Center, Schenectady, N.Y. The cylindrical surface of 

each pin was sprayed individually followed by spraying of the ends after 

the pins had been sectioned at the notches. 

the cylindrical surface of each pin was uniform while the coating on the 

end was usually slightly thicker. 

pins generally in the range 50-100 microns (measured after oxidation). 

Following the low-pressure plasma spray the pins were annealed for two 

hours at 115OOC in flowing Ar to increase the diffusion bond between the 

substrate and coating. The microstructure of the coating (as sprayed 

and after a short anneal) is shown in Appendix D. 

The coating thickness on 

The coating thickness varied between 

The coated pins were cyclically oxidized at the NASA-Lewis Research 

Center, Cleveland, OH (13,14). One thermal cycle consisted of oxidation 

at 115OoC in still air for one hour followed by a minimum cooling period 

of 20 minutes at near room temperature. (A heating/cooling cycle is 
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Table 1 

Substrate and Coating Compositions* 

Substrate Designation Cr (at.%) A1 (at.%) 

Ni-1OCr 
Ni-1OA1 
Ni-2OCr 
Ni-1OCr-1OAl 

11.7 - 
22.6 
11.5  

- 
6.7  

7 . 0  

- 

Coating Composition 13.5 24.85 (0.05Zr) 

* Compositon determined by electron microprobe analysis (see Appendix 
A). 

Y 
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hereafter referred to simply as one cycle.) 

removed from the cyclic oxidation furnace and the weight of the pin 

measured. The pins were oxidized for either 50, 100, 200, 250 or 350 

cycles. 

The pins were periodically 

Following oxidation, the retained surface oxides were identified by 

x-ray diffractometry. 

oxide phase was not possible. 

scanning electron microscopy. 

energy dispersive spectroscopy (EDS) .  The oxidized pins were then Cu 

and Ni plated to aid in retention of the oxide scale and edge retention 

of the the metal near the oxide/metal interface during polishing. The 

Cu and Ni plated pins were sectioned, mounted and polished by standard 

metallographic techniques in preparation for quantitative electron 

microscopy. 

Quantitative determination of the amount of each 

The oxide morphology was also examined by 

Oxide phase identification was aided by 

Concentration/distance profiles for each oxidized pin were measured 

The A1 and Cr concentrations were measured with an electron microprobe. 

from the oxide/metal interface across the coating and into the 

substrate. 

pin. 

correction procedure are given in Appendix A. 

surements were in the y phase; the Y' and @ 

in the coating or substrate. (The results of Appendix D indicate that 

only the y phase would be present in the coating after 5-15 one-hour 

cycles at 115OOC.) Occasionally a very high A1 concentration was 

measured in the coating and could often be visually associated with an 

oxide inclusion. 

the concentration profiles. In addition, unusual concentrations 

Two to four concentration profiles were measured on each 

Details of the concentration measurements and subsequent 

All concentration mea- 

phases were not detected 

These questionable concentrations were removed from 
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t y p i c a l l y  associa ted  with poros i ty  i n  t h e  coat ing  or  s u b s t r a t e  were also 

removed. 

Experimental Results  and Discussion 

Weight Change and Oxide Formation 

Each of t h e  four  coated s u b s t r a t e s  exhibi ted  varying r e s i s t a n c e  t o  

oxide spa l l a t ion .  The N i - 1 O C r  and N i - 1 O A 1  pins* exhibi ted  t h e  best 

c y c l i c  oxidat ion  behavior, whereas the  N i - 1 O C r - 1 O A l  p ins  exhibi ted  the  

poorest .  The weight-change da ta  f o r  each of t h e  coated s u b s t r a t e s  are 

shown i n  Figures 3a-d. Each of t h e  coated s u b s t r a t e s  suffered  some form 

of coat ing  loss  near t h e  end of  t h e  p in  usual ly  a f t e r  200-300 cycles .  

The N i - 1 O C r  p i n s  exhibi ted  a continuous weight inc rease  through 190 

cycles. The l a r g e  weight loss a f t e r  200 cycles  was due t o  loss of l a rge  

p i e c e s  of coat ing  from one end of t h e  p in .  The smooth a rea  on t h e  side 

and a t  t h e  end of t h e  p i n  where macro-spallation of t h e  coating occurred 

i s  shown i n  Figure 4a. The spaTled coat ing ,  i n  the  shape of a d i s k ,  w a s  

recovered with t h e  c o l l e c t e d  oxide s p a l l .  The l a r g e  weight loss from 

t h e  N i - 1 O A 1  p i n  a f t e r  300 cycles  w a s  also due t o  p a r t i a l  loss  of t h e  

coat ing  near t h e  end of t h e  pin.  Negligible oxide spal l  w a s  co l l ec ted  

during c y c l i c  oxidat ion of e i t h e r  the  N i - 1 O C r  or  N i - 1 O A 1  p ins .  X-ray 

d i f f r a c t i o n  showed t h a t  A 1  0 and N i A l  0 were t h e  main oxides formed on 2 3  2 4  

these  coated substrates. Both oxides have previously been shown t o  

exh ib i t  t h e  b e s t  r e s i s t a n c e  t o  s p a l l a t i o n  during thermal cycl ing  (44).  

The morphologies of the  r e t a ined  su r face  oxides were very s i m i l a r  for 

t h e  coated N i - 1 O C r  and N i - 1 O A 1  p ins .  The Al- rich oxides (presumably 

A 1  0 ) are shown i n  Figure 5a and t h e  N i  and A1-rich oxides ( N i A 1 2 0 4 )  
2 3  

* The coat ing/subs t ra te  composite w i l l  simply be r e f e r r e d  t o  as a p in  
designated with t h e  substrate composition. 

d 
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a. 

b. 

NI-~OCR 250 CYCLES 

NI-2OCR 250 CYCLES 

Figure 4 Coating Spallation Near the End of the P i n s  



A ,  20 
NI-~OCR 200 CYCLES 

B i  
NI-~OAL 100 CYCLES 

c i  
NI -~OCR-~OAL 100 CYCLES 

Di 
W I - 1 0 C ~ - 1 0 A ~  100 CYCLES 

Figure 5 Surface Oxide Morphology After Cyclic Oxidation. 

J 



2 1  

are shown i n  Figure 5b. Both oxide morphologies are very similar t o  

s c a l e s  previously observed on c y c l i c a l l y  oxidized,  cast A 1  0 / N i A 1  0 

N i C r A l Z r  a l l o y s  (45) .  

( N i O )  are also shown i n  Figure 5a. 

2 3  2 4  

A s m a l l  amount of smooth Ni-rich oxide c r y s t a l s  

The oxide formed on t h e  Ni-20Cr p i n s  w a s  less r e s i s t a n t  t o  s p a l l i n g  

than t h a t  on t h e  N i - 1 O C r  or  N i - l O A l  pins.  

t h e  N i - 2 O C r  p i n s  are 'shown i n  Figure 3c. 

cyc les  su f fe red  macro- spallation of t h e  coating from t h e  end of t h e  p i n  

(Figure 4b) .  Examination of  t h e  exposed coat ing  revealed mainly N i  and 

Cr- rich oxides. A s  expected, a Cr- rich oxide had formed on t h e  exposed 

s u b s t r a t e  where t h e  coat ing  had spal led .  

cycles  revealed almost complete loss of contac t  between t h e  coat ing  and 

subs t ra t e .  Considerable oxide formation w a s  observed i n  both t h e  

coat ing  and s u b s t r a t e  where t h e  contac t  was lost. The l o w  weight loss 

f o r  t h i s  p i n  (Figure 3c, 250 cycles)  w a s  a t t r i b u t e d  t o  t h e  oxide 

formation which occurred between t h e  coating and subs t ra te .  

The weight change da ta  for 

The p i n  oxidized f o r  250 

Sectioning the  p i n  a f t e r  250 

The coat ing  on t h e  N i - 1 O C r - 1 O A l  p i n s  exhibi ted  t h e  poorest  

r e s i s t a n c e  t o  oxide s p a l l a t i o n .  The weight change da ta  f o r  the  

N i - 1 O C r - 1 O A l  p i n s  are shown i n  Figure 3d. Poorly p ro tec t ive  oxides of 

N i  and C r  were p resen t  on t h e  su r face  of the  coat ing  a f t e r  only 100 

cycles. The high weight loss from t h e  N i - 1 O C r - 1 O A l  p i n s  w a s  r e f l e c t e d  

by a l a r g e  amount of oxide spa11 co l l ec ted  a f t e r  only 100 cycles.  The 

coating s p a l l e d  from both ends of  t h e  p i n  before  200 cycles.  

The morphology o f  t h e  surface  oxides on t h e  Ni-20Cr and 

Ni-1OCr-1OAl  p i n s  w a s  very similar. 

shown i n  Figures 5c and d. N i O  c r y s t a l s  w e r e  usual ly  smooth with 

i r r e g u l a r  shapes (Figure 5c)  bu t  were sometimes face ted  (Figure 5d).  

Typical oxide morphologies are 
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The N i - 1 O C r - 1 O A l  p i n s  contained mainly NiO a f t e r  200 cycles ,  whereas 

t h e  Ni-20Cr p i n s  contained s i g n i f i c a n t  amounts of  C r  0 

cycles.  

ind i s t ingu i shab le  from t h e  N i O  c r y s t a l s  without t h e  use of EDS. 

a f t e r  200 2 3  

The C r  0 c r y s t a l s  on t h e  Ni-2OCr p i n s  were usual ly  face ted  and 
2 3  

Micros t ructura l  Changes 

Many of  t h e  mic ros t ruc tu ra l  changes which occurred i n  t h e  coating 

or s u b s t r a t e  during c y c l i c  oxidat ion  w e r e  s imilar for  each of t h e  four  

p i n  compositions. 

s u b s t r a t e  o r  both. Af te r  shor t  exposures (10-50 c y c l e s ) ,  m o s t  of t h e  

observed poros i ty  was located  i n  t h e  coat ing  (Figures 6a and b ) .  

t h i c k e r  coat ings  ( %lo0 pm), t h e  poros i ty  appeared to  be g r e a t e r  i n  t h e  

inner  h a l f  of the  coat ing  (neares t  t h e  s u b s t r a t e ) .  Porosi ty appeared t o  

form p r e f e r e n t i a l l y  a t  t h e  coat ing/subs t ra te  i n t e r f a c e  i n  t h e  N i - 1 O C r  

and Ni-20Cr p i n s  (Figure 6 a ) .  Varying amounts of poros i ty  were observed 

wi th in  t h e  four s u b s t r a t e s  a f t e r  equal oxidat ion  exposures. The N i - 1 O A 1  

and N i - 1 O C r  s u b s t r a t e s  contained the  leas t  amount of poros i ty  (Figure 6c 

and d ) .  The,Ni-lOCr-lOAl and Ni-20Cr s u b s t r a t e s  contained s i g n i f i c a n t  

amounts of poros i ty  (Figure 6e)  with the Ni-20Cr s u b s t r a t e  containing 

more poros i ty  than t h e  coating. 

Kirkendall  poros i ty  t y p i c a l l y  formed i n  t h e  coat ing ,  

I n  t h e  

Severa l  d i f f e r e n t  types  of oxide formation were observed i n  t h e  

coating and subs t ra t e .  Large oxide " s t r inger s"  grew inward from the  

ou te r  oxide scale (Figure 6d and f ) .  This  type of oxide formation w a s  

observed a f t e r  10-50 cyc les  b u t  w a s  more obvious a t  longer t i m e s .  The 

formation of t h e  oxide i n  t h e  coat ing  may r e s u l t  from oxidat ion  of 

c a v i t i e s  or  c rev ices  i n  t h e  as-sprayed coating.  Expansion and 

contrac t ion  of t h e  metal surrounding t h e  oxide s t r i n g e r s  during heat ing 

3 
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and cool ing  of  t h e  p i n s  

t h e  coat ing  to  continue 

A 1  0 p r e c i p i t a t e s  

(Figure 6g and h ) .  The 

t h e  Kirkendall  po ros i ty  

2 3  

27 

could permit t h e  oxidiz ing gas  t o  pene t ra te  i n t o  

growth o f  the s t r i n g e r s .  

w,ere observed i n  both t h e  coat ing  and substrate 

A 1  0 

by t h e i r  f ace ted  geometry. 

precipitates were usual ly  d i s c e r n i b l e  from 2 3  

Many of t h e  

precipitates were i n  regions  of r e l a t i v e l y  high A 1  concentrat ions (4-6 

a t .%) .  Very f i n e  d i spe r s ions  of A 1  0 precipitates (see Figure 2b) were 2 3  

observed near  t h e  end of t h e  p i n s  where complete coat ing  s p a l l a t i o n  had 

occurred. I n t e r n a l  oxidat ion  of  A1 would be expected below surface  

oxide scales of N i O  or C r  0 (11,321. Link-up of i n t e r n a l  oxides 

r e s u l t i n g  i n  a continuous oxide l a y e r  (see Figure 2 a )  w a s  observed i n  

the  N i - 1 O A 1  s u b s t r a t e  near  t h e  end of t h e  p i n  where complete coat ing  

s p a l l a t i o n  had occurred. 

2 3  

Considerable oxide formation w a s  observed a t  t h e  coat ing/subs t ra te  

i n t e r f a c e  of  t h e  N i - 1 O C r  and Ni-20Cr p i n s  oxidized f o r  250 cyc les  

(Figures 6d and 9 ) .  A s  previously mentioned, l a r g e  por t ions  of  t h e  

coat ing  were not i n  con tac t  with t h e  N i - 1 O C r  and N i - 2 O C r  subsprates 

a f t e r  200 cycles.  The oxidiz ing gas  could e a s i l y  t r a v e l  along t h e  

coat ing/subs t ra te  i n t e r f a c e  a f t e r  t h e  coating had spa l l ed  from t h e  end 

of t h e  pin.  

i n t e r f a c e  would also account f o r  t h e  formation o f  A1203 p r e c i p i t a t e s  i n  

t h e  Ni-20Cr substrate (Figure 6g) .  

Presence of t h e  oxidiz ing gas a t  t h e  coat ing/subs t ra te  

Small oxide s t r i n g e r s  growing i n  from t h e  oxide scale were observed 

i n  t h e  coat ing  on t h e  Ni-1OCr-1OAl  p i n s  (Figure 6h) and on t h e  Ni-20Cr 

p i n s  (Figure 6 f ) .  

from an i n f l u x  of  oxygen i n t o  t h e  coat ing  assoc ia ted  w i t h  t h e  onse t  of 

loca l i zed  breakaway oxidat ion.  

Formation of  t h e  A1203 s t r i n g e r s  probably r e s u l t e d  

( N i O  and/or Cr203  w e r e  de tec ted  on both  
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coated s u b s t r a t e s  a f t e r  200 cyc les ) .  A t  one loca t ion  link-up of  t h e  

oxide s t r i n g e r s  r e s u l t e d  i n  cefonniny a continuous A1 0 laye r  (Figure 

6 f ) .  

2 3  

Concentration/Distance P r o f i l e s  

Diffusion behavior associa ted  with a f i n i t e  coat ing  th ickness  w a s  

r e f l e c t e d  i n  many of t h e  changes i n  t h e  concentrat ion/distance p r o f i l e s  

which occurred with increas ing c y c l i c  oxidat ion  exposure. 

concentrat ion/distance p r o f i l e s  measured across t h e  coating and i n t o  

each of t h e  s u b s t r a t e s  a f t e r  var ious  oxidat ion  exposures are shown i n  

Figures 7a-d. A s  expected, t h e  A 1  content  i n  t h e  coat ing  decreased 

rapidly  due t o  coat ing/subs t ra te  i n t e r d i f f u s i o n  (Figures 7a-d). The C r  

concentrat ion i n  t h e  coat ing  decreased when C r  d i f fused  from t h e  coat ing  

i n t o  t h e  s u b s t r a t e  (Figure 7 b ) ,  increased when C r  d i f fused  i n t o  the  

coat ing  (Figure 7 c ) ,  or underwent l i t t l e  change when the  C r  content  i n  

the  s u b s t r a t e  and coat ing  were similar (Figure 7a and d ) .  The e f f e c t  of 

the  coat ing  th ickness  i s  apparent i n  Figure 7b where the  A1 

concentrat ion i n  t h e  50 micron t h i c k  coating w a s  6-7 a t .% a f t e r  100 

cycles  b u t  w a s  s t i l l  9-10 at.% a f t e r  200 cycles  i n  t h e  100 micron t h i c k  

coating.  The maximum i n  t h e  C r  concentrat ion p r o f i l e  i n  t h e  N i - 1 O C r  

s u b s t r a t e  (10 cycles ,  Figure 7a) ,  t h e  Ni-20Cr s u b s t r a t e  (100 cycles ,  

Figure 7 c ) ,  and t h e  N i - 1 O C r - 1 O A l  s u b s t r a t e  (50 cycles ,  Figure 7d) i s  

i n d i c a t i v e  of t h e  e f f e c t  of t h e  A 1  concentrat ion gradient  on the  

d i f f u s i o n  of  C r .  A steep A 1  g rad ien t  decreasing from the  coat ing  t o  t h e  

s u b s t r a t e  causes C r  t o  d i f f u s e  from t h e  coat ing  and t o  the  substrate 

(see Appendix C ) .  

and N i - 1 O C r  s u b s t r a t e  a f t e r  250 cyc les  depleted t h e  A 1  i n  t h e  coat ing  

Se lec t  

Apparently t h e  presence of oxygen between t h e  coating 
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(Figure 7 a ) .  

of  A 1  a f t e r  250 cyc les  (Figure 7 c ) .  

Both t h e  coat ing  and Ni-20Cr s u b s t r a t e  are almost deple ted  

The rate of  A 1  consumption for each coat ing/subs t ra te  w a s  r e f l e c t e d  

i n  t h e  A 1  concentra t ion  p r o f i l e s  i n  t h e  coat ing .  I t  i s  obvious t h a t  t h e  

h igher  t h e  rate of A 1  consumption, t h e  steeper t h e  A 1  g rad ien t  towards 

t h e  oxide scale. The coat ing  on t h e  N i - 1 O C r - 1 O A l  s u b s t r a t e ,  which 

exh ib i t ed  t h e  poorest r e s i s t a n c e  t o  oxide s p a l l a t i o n  (Figure 3d) ,  

contained t h e  steepest A 1  concentra t ion  gradients .  The A 1  g rad ien t s  i n  

t h e  coa t ings  on t h e  N i - 1 O C r  and N i - 1 O A 1  s u b s t r a t e s ,  which exh ib i t ed  t h e  

b e s t  r e s i s t a n c e  t o  oxide spal la t ion,  were much less steep. Clear ly ,  t h e  

oxide scale places a lower demand on the  t r a n s p o r t  of A 1  i n  t h e  coat ing  

f o r  t h e  p i n s  which e x h i b i t  good oxide s p a l l i n g  res i s t ance .  

Each of  t h e  four coated substrates e x h i b i t  unnatura l ly  high weight 

ga ins  f o r  oxidat ion  a t  1150°C. 

oxidat ion  should i d e a l l y  be no greater than t h a t  which occurs during 

isothermal oxidat ion  assuming formation of t h e  same oxide scale. The 

Ni-20Cr and N i - 1 O C r - 1 O A l  p i n s  reach a maximum weight ga in  of 1-2 mg/cm 

a f t e r  approximately 30 cyc les  (Figures 3c and d ) .  The weight of  t h e  

N i - 1 O C r  p i n s  increased t o  3.2-4.9 mg/cm2 a f t e r  190 cyc les  (Figure 3a) .  

For isothermal oxidat ion  a t  115OoC, t h e  parabolic growth constants  

repor ted  i n  t h e  l i t e r a t u r e  f o r  A 1  0 / N i A 1  0 scales are i n  t h e  range of 

0.002-0.015 mg /cm (11,17,32,44,46). The growth constant  is repor ted  

as high as 0.025 mg /cm4 f o r  isothermal oxidat ion  of commercial 

supera l loys  where oxide doping e f f e c t s  may be s i g n i f i c a n t  (44).  Taking 

0.025 mg /cm4 as t h e  growth constant ,  t h e  weight ga in  f o r  isothermal 

oxidat ion  a f t e r  30 hours is  less than 1 mg/cm2, while t h e  weight ga in  

a f t e r  190 hours i s  only 2.2 m g / m  . 

The maximum weight ga in  during c y c l i c  

2 

2 3  2 4  
2 4  

2 

2 

2 
External  oxide formation on a very 



34 

i r r e g u l a r ,  non-planar surface  could account f o r  much of  t h e  large weight 

ga ins  observed wi th  each of t h e  coated substrates (Figure 3 ) .  Sprayed 

overlay coat ings  t y p i c a l l y  possess rough e x t e r n a l  su r faces  (2,47). An 

i r r e g u l a r ,  non-planar oxide/metal i n t e r f a c e  is apparent i n  many of the 

micrographs presented  i n  Figure 6. The oxide formation growing i n  from 

t h e  e x t e r n a l  scale could also p a r t i a l l y  account f o r  t h e  l a r g e  weight 

ga ins  observed a f t e r  only 30 cycles.  

The presence of Kirkendall  po ros i ty  i n  t h e  coat ing  and s u b s t r a t e  

can be d i r e c t l y  a t t r i b u t e d  t o  an i n t r i n s i c  f l u x  imbalance. The 

occurrence of poros i ty  has previously been repor ted  f o r  t h e  N i C r A l  

system during oxidat ion  (45) and i n t e r d i f f u s i o n  (22 ,  see also Appendix 

C ) .  An i n t r i n s i c  f lux  imbalance w i l l  occur whenever the number of atoms 

d i f f u s i n g  i n  one d i r e c t i o n  i s  g r e a t e r  than t h e  number d i f f u s i n g  i n  t h e  

reverse  d i rec t ion .  Consequently, a n e t  f l u x  of vacancies equal to,  and 

opposi te  t o  t h e  i n t r i n s i c  f l u x  imbalance must e x i s t .  Vacancy 

coalescence r e s u l t i n g  i n  poros i ty  may occur i f  s u f f i c i e n t  l a t t i ce  
* 

imperfect ions are not a v a i l a b l e  t o  absorb and e q u i l i b r a t e  t h e  vacancy 

f lux .  Appendix C has suggested a q u a l i t a t i v e  ranking o f  t h e  i n t r i n s i c  

d i f f u s i v i t i e s  as: 

> D  > D  

Therefore, a high i n t r i n s i c  A1 f l u x  from t h e  coat ing  towards the 

D A I A l  C r C r  N i N i  

substrate would produce a vacancy f l u x  i n  the reverse  d i r e c t i o n  from t h e  

substrate towards t h e  coating.  Vacancy coalescence would most l i k e l y  

occur i n  t h e  coat ing  or  a t  t h e  coat ing/subs t ra te  i n t e r f a c e  (see Figures 

c 

6a and b ) .  The vacancy f l u x  toward t h e  coat ing  would diminish a f t e r  

coat ing/subs t ra te  i n t e r d i f f u s i o n  reduced t h e  l a r g e  A 1  concentrat ion 

d i f fe rence  between t h e  coat ing  and subs t ra t e .  The 
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concentration/distance profiles shown in Figures 7a-d indicate that the 

A1 content of the coating is significantly reduced after only 10-50 

cycles. A high rate of A1 consumption at the oxide/metal interface 

resulting from poor oxide scale adherence may cause a significant A1 

flux in the coating and substrate towards the oxide scale (Figure 7d). 

In this case, the vacancy flux would be away from the oxide and into the 

substrate. Vacancy coalescence would now be expected to occur in either 

the coating or the substrate. Therefore, the porosity observed in the 

Ni-1OCr-1OAl substrate after 200 cycles (Figures 6c and h) is not 

surprising considering the high rate of A1 consumption at the 

oxide/coating interface. Figure 6c indicates that some of the porosity 

may be interconnected. Oxygen transport via interconnected porosity 

would explain the formation of A1 0 

in the surrounding matrix is unacceptably high (4-6 at.%) for the 

occurrence of classical internal oxidation (48,49). 

precipitates where the A1 content 
2 3  

The concentration/distance profiles (Figures 7a-d) permit 

determination of the weight of A1 consumed by oxidation. 

A1 consumed can be calculated from the difference between the initial 

mass of A1 in the coating and substrate, and the mass of A1 which is 

present after oxidation. 

calculated from the A1 concentration of the substrate and coating, and 

the coating thickness. 

determined after measuring the area under the A1 concentration/distance 

profile. 

coating thickness measured after oxidation. (Surface recession due to 

loss of A1 only was calculated to be approximately 5 microns after 200 

cycles for the Ni-1OCr and Ni-1OA1 substrates.) 

The weight of 

The initial mass of A1 present can be 

The mass of A1 present after oxidation can be 

The initial coating thickness has been approximated as the 

The weight of A1 
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consumed for each of the oxidized pins is shown in Figure 8 .  Tpe 

uncertainty in the weight of A1 consumed shown in Figure 8 is the result 

of the uncertainty in the measurement of the thickness of the coating 

after oxidation. The Ni-1OCr and Ni-1OA1 pins exhibit the lowest loss 

of A1 as expected from the weight change data and the 

concentration/distance profiles. The Ni-1OCr-1OAl pins exhibit the 

highest A1 loss through 200 cycles. Even so, the A1 losses after 100 

and 200 cycles for the Ni-1OCr-1OAl pins is probably underestimated. The 

large amount of oxide spa11 would indicate that considerable surface 

recession had occurred (due to rapid growth of NiG and Cr 0 oxides). 

There was so little coating left after 250 cycles that it was impossible 

to determine the initial coating thickness, Calculating the loss  of A1 

based on a thinner coating than was actually present would produce a 

lower weight of A1 consumed. 

2 3  

The Cr concentration/distance profiles can be used to estimate the 

original Cr content of the coating. Following a similar procedure as 

that outlined above for Al, and assuming negligible loss  of Cr to the 

oxide scale allows the initial Cr concentration in the coating to be 

estimated. The assumption of negligible loss of Cr to the scale is a 

good approximation for the Ni-1OCr and Ni-1OA1 pins on which Cr 0 was 

not detected. Calculations of the initial Cr content of the coating 

indicate an approximate concentration of 16 at.%, slightly higher than 

the Cr content of the starting powder (13.5 at.%) sprayed onto the 

substrate pins. Quantitative electron microscopy of the as sprayed, 

two-phase coating could reveal the exact composition of the coating 

after application. 

2 3  

. 
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Figure 8 Weight of A1 Consumed During Cyclic Oxidation. 
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Before concluding this section it is interesting to examine the 

cyclic oxidation behavior of the four coated substrates as reflected by 

the weight change data, the concentration profiles, and the weight of A1 

consumed. A wide spectrum of oxidation behavior was observed (Figures 

3a-d) from excellent resistance to spallation (Ni-1OCr pins) to very 

poor resistance to spallation (Ni-1OCr-1OAl). 

the Ni-1OCr-1OAl pin, with the same initial coating, exhibited the 

poorest oxidation resistance. 

Ni-1OCr-1OAl pins would exhibit oxidation behavior very similar to 

either the Ni-1OCr or Ni-lOAl pins. The oxidation behavior of the 

Ni-1OCr-1OAl pins demonstrates the need for a better understanding of 

stress-induced scale spallation during cyclic oxidation. 

studies have already been accomplished towards this purpose (50,51). It 

is unknown what characteristic of the Ni-1OCr-1OAl substrate 

consistently caused the poor cyclic oxidation behavior. 

that the room-temperature hardness of the four substrates were ranked in 

the same order as the resistance to oxide spallation as reflected by the 

weight change data. The Ni-1OCr-1OAl substrate had twice the hardness 

of the Ni-1OCr and Ni-1OA1 substrates. 

It is curious as to why 

Intuitively it would be expected that the 

Several 

It was noted 

In summary, there was considerable variation in the oxidation 

behavior of the four coated substrates. The concentration/distance 

profiles, and particularly the A1 concentration profiles and gradients, 

reflected the resistance to oxide spallation exhibited by the weight 

change of each pin during cyclic oxidation. 

Kirkendall porosity in the coating and substrates was generally 

explainable in terms of the intrinsic fluxes. The poor spalling 

The occurrence of 
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r e s i s t a n c e  of t h e  coated Ni-1OCr-1OAl substrate again p o i n t s  ou t  t h e  

need f o r  f u r t h e r  s tudy towards t h e  cause of oxide scale s p a l l a t i o n .  
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Numerical Modeling 

Numerical Modeling 

Simulating complex diffusion phenomena typically requires the use 

of numerical techniques. The basic equation governing diffusion in 

alloys is Fick's second law, which for NiCrAl alloys can be stated as 

( 3 6 )  : 

Analytical, closed-form solutions to Equation 111 are available if 

certain simplifications can be made. For instance, an analytical 

solution has been derived for semi-infinite Y/Y and Y/B diffusion 

couples (36,52-55) when the diffusion coefficients are assumed to be 

independent of concentration. Solutions have also been derived for Y/Y 

and Y/@ interdiffusion in the dilute solution range (55-58) where the 

diffusivities were described as: 

- -  - - 5 2  
11 u 

&21 c2 
D21 .- = - 

22 
V 

where D and DZ2 are assumed independent of concentration. 11 

Numerical techniques are required when the diffusivities are not 

independent of concentration or when complex boundary conditions exist. 

Examples of complex boundary conditions are time-dependent surface 
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concentrations as might occur during carburization (59) or, during 

homogenization after aluminization or carburization (59-61). In 

addition, complex boundary conditions result when diffusion fields 

overlap as during the latter stages of precipitation (62), or when 

diffusion occurs in a slab of finite width (63).  Numerical techniques 

are also required when diffusion occurs under non-isothermal conditions 

(59,64). In this case, the diffusivities vary not only with 

concentration but also as a function of time. 

A numerical model, entitled COSIM, was developed to simulate 

overlay coating degradation by simultaneous oxidation and 

coating/substrate interdiffusion. A numerical model was necessary to 

account for the concentration dependence of the four diffusivities in 

the Y phase of the NiCrAl system (see Appendix C). In addition to a 

finite coating width, a complex boundary condition exists at the 

oxide/metal interface. This boundary condition was supplied as the rate 

of A1 consumption predicted by the COSP spalling model (65). 

spalling model, developed at NASA-Lewis Research Center, simulates oxide 

growth and spallation during cyclic oxidation. 

techniques were utilized in the COSIM model to simulate diffusional 

transport of both A1 and Cr in the coating and substrate. 

Finite-difference techniques have previously been used successfully to 

simulate diffusion in binary systems (59,60,63) and in ternary alloys 

(59,62,64). Typically some simplifying assumptions are made concerning 

the concentration dependence of ternary diffusivities (59,62,63) to 

reduce the necessary computation time. No simplifications regarding the 

ternary diffusivities were made in the numerical model developed in this 

The COSP 

Finite-difference 
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study. 

E. 

The basic operation of the COSIM model is discussed in Appendix 

Several assumptions were required in the development of the 

numerical model. These assumptions were: 

1. 

2. 

3. 

4. 

5. 

6 .  

The oxide/metal interface was planar. 

The partial molar volumes of A1 and Cr were concentration 

independent. 

Diffusion occurred only at the oxidizing temperature (i.e., 

sample heat-up and cool-down was rapid). 

Only A1 0 was formed. 

The two-phase coating could be approximated as a single phase 

of equivalent A1 and Cr content. 

The ternary diffusivities appropriate for the Y phase could be 

extrapolated to the high A1 concentration in the assumed, 

single-phase coating. 

2 3  

Each of the above assumptions are discussed shortly. 

Parameters input to the COSIM model consisted of the A1 and Cr 

content of the coating and substrate, as well as the coating thickness. 

The model also required the concentration dependence of the ternary 

diffusion coefficients appropriate for the oxidation temperature. The 

concentration dependence of the diffusivities is given in Table 2. 

Zr initially present in the coating (0.05 at.%) has previously been 

shown to have a negligible effect on interdiffusion in NiCrAl(Zr) alloys 

( 6 6 ) .  The COSP spalling model requires input of a parabolic oxide 

growth constant, k and two spalling parameters, Q and Alpha (Appendix 

E). The growth constant, k can be determined from an isothermal 

oxidation test. The parameters Q and Alpha are determined by best fit 

The 

P' 0 

P' 

0 
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T a b l e  2 

Concentration Dependence of t he  
Ternary Diffusion Coef f ic ien ts  

Ni Solid Solution: 1150'C 

2 10 D ( c m  /s) x 10 

2 2 = 1.81 t 0.39 x A 1  + 0.030 x C r  + 0.013 x A 1  - 0.0005 x C r  

2 3 
= 0.024 + 0.18 x A 1  - 0.0043 x C r  + 0.0067 x A 1  + 0.0001 x Cr-  

= -0.24 + 0.055 x A 1  + 0.20 x C r  - 0.0023 x A I 2  - 0.0035 x C r  

= 1.53 - 0.11 x A 1  + 0.071 x C r  + 0.013 x A 1 2  - 0.0015 x C r  

D ~ i ~ i  

D A I C r  

D C r A l  

DCrCr  

2 

2 

A 1  and C r  concentrat ions i n  atom per  cent .  
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of the COSP-predicted weight change and experimental weight change 

measured during cyclic oxidation (see Figure 3 and Appendix E). 

The COSIM model predicts the A1 and Cr concentration/distance 

profiles in the coating and in the substrate after a set number of 

oxidation cycles. More importantly, the COSIM model predicts the time 

variation of the A1 concentration at the oxide/metal interface. 

Consequently, the COSIM model is able to predict the time at which the 

coating is unable to supply sufficient A1 to the oxide scale resulting 

in formation of less protective oxides. 

Results and Discussion 

The COSIM model has been utilized to simulate coating degradation 

for each of the four coated substrates discussed in the experimental 

section of this report. The measured and predicted 

concentration/distance profiles were compared to establish the 

predictive capability of the model. 

Input to COSIM 

The composition of th8 substrates input to the COSIM model were 

measured in the substrates after oxidation at locations where negligible 

diffusion had occurred (right-most concentrations, Figures 7a-d). The 

A1 concentration of the coating was assumed equal to the A1 

concentration of the starting powder. The Cr concentration of the 

coating was increased to 16 at.% based on the results discussed in the 

experimental section of this report. The average coating thickness (X ) 

measured on each pin after oxidation was also inRut to the COSIM model. 

Input to COSP 

0 
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The same parabolic oxide growth constant  (k ) w a s  inpu t  t o  t h e  COSP 
P 

model for  each of  t h e  coated subs t ra t e s .  An oxide growth constant  of 

0.045 mg /cm4 w a s  chosen t o  account f o r  t h e  observed weight ga in  during 2 

c y c l i c  oxidat ion  (Figure 3a ) .  T h i s  oxide growth constant  w a s  

approximately t h r e e  t i m e s  g r e a t e r  than t h e  h ighes t  growth constant  f o r  

isothermal growth o f  A 1  0 / N i A 1 2 0 4  scales found i n  t h e  l i t e r a t u r e  (44) .  

Since each o f  t h e  coated substrates exh ib i t ed  l a r g e  weight ga ins  a f t e r  

s h o r t  c y c l i c  oxidat ion  exposures (Figure 3 ) ,  t h e  large value f o r  k 

appreared reasonable considering t h e  weight change data. The s p a l l i n g  

parameter Q 

comparing t h e  weight change predic ted  by the  COSP model with t h e  weight 

2 3  

P 

w a s  determined f o r  each of t h e  coated s u b s t r a t e s  by 
0 

change measured during c y c l i c  oxidat ion  (Figure 3 ) .  The s p a l l i n g  

parameter Alpha w a s  set equal  t o  one f o r  a l l  subs t ra t e s .  There w a s  good 

agreement between the measured and predic ted  weight change f o r  the  

N i - 1 O C r  and N i - 1 O A 1  s u b s t r a t e s  as shown i n  Figures 3a and b. There w a s  

reasonable agreement between t h e  measured and p red ic ted  weight change 

f o r  t h e  Ni-20Cr s u b s t r a t e  (Figure 3 c ) .  An even l a r g e r  value of k would 
P 

be requi red  t o  account f o r  t h e  weight increase  of  t h e  Ni-20Cr p ins  

between 0-50 cycles.  There w a s  not  good agreement between t h e  measured 

and p red ic ted  weight change f o r  t h e  N i - 1 O C r - 1 O A l  p i n s  (Figure 3d).  The 

rapid  weight ga in  (0- 50 cycles)  followed by t h e  accelera ted  weight loss 

could not  be matched wi th  reasonable combinations of k and Q . The 

f a i l u r e  t o  p r e d i c t  t h e  weight change f o r  t h i s  s u b s t r a t e  w a s  no t  

P 0 

unexpected. 

scale. 

The COSP model assumes exclus ive  formation of an A 1  0 2 3  

After  100 cyc les ,  f i v e  oxide phases were detec ted  on t h e  surface  

of t h e  p in .  Af ter  200 hours, N i O  w a s  t h e  dominate oxide phase present .  
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Comparing the weight of A1 consumed measured on each of the 

substrates after cyclic oxidation with the weight of A1 consumed 

predicted by the COSP model shows good agreement for the Ni-1OCr and 

Ni-1OA1 substrates (Figure 8). The COSP prediction is slightly high €or 

the Ni-20Cr and Ni-1OCr-1OAl substrates. Since the COSP model assumes 

only A1203 formation, spallation of less protective oxides as NiO or 

Cr 0 will exaggerate the predicted consumption of Al. In addition, as 

previously mentioned in the experimental section, significant surface 

recession of the coating would also result in a low determination of the 

weight of A1 consumed. 

2 3  

Concentration/Distance Profiles 

Ni-1OCr Substrate. Very good agreement was found between the 

COSIM-predicted and measured A1 and Cr concentration profiles for the 

Ni-1OCr pins. The concentration/distance profiles after 10-250 cycles 

are shown in Figure 9. Three points can be noted regarding the measured 

and predicted concentration/distance profiles a,€ter 10 cycles (Figure 

9a). 

profiles are obviously not equal. 

First, the area under the measured and predicted A1 concentration 

Either more A1 is being consumed in 

the first 10 cycles than predicted, or there is less A1 initially in the 

coating. 

coating indicates that some A1 is oxidized during the low-pressure 

The detection of small Al-rich (A1203) oxide particles in the 

plasma spray process. Second, the measured A1 content in the coating 

has decreased to less than 10 at.%, whereas the predicted A1 content is 

12-13 at.%. Reducing the initial A1 content in the coatkg so that the 

areas under the measured and predicted A1 profiles are equal still 

results in a higher predicted A1 profile in the coating (but less in the 
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Figure 9 Predic ted  and measured concentrat ion/distance p r o f i l e s  f o r  the  
N i - 1 O C r  p ins  a. a f t e r  10 cycles  b. a f t e r  100 cycles.  

i 
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Figure 9 (con’ t . )  Predicted and measured concentration/distance p r o f i l e s  
for t h e  N i - 1 O C r  p ins  c. a f t e r  200 cycles  d. after 250 cycles.  

1 
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s u b s t r a t e ) .  This  r e s u l t  would i n d i c a t e  t h a t  d i f fu s ion  of A 1  from t h e  

coat ing i n t o  t h e  s u b s t r a t e  occurs a t  a g r e a t e r  rate than t h a t  p red ic ted  

by t h e  COSIM model. The d i f f e r ence  i n  t h e  p red ic t ed  and measured rate 

of i n t e r d i f f u s i o n  a f t e r  a s h o r t  number of cyc les  could be due t o  t h e  

assumption t h a t  t h e  two-phasq coat ing could be approximated as a s i n g l e  

phase, b u t  would seem more l i k e l y  t o  be t h e  r e s u l t  of an unusually high 

A 1  f l ux  from t h e  coat ing t o  t h e  subs t r a t e .  A l a r g e  i n i t i a l  A 1  f l u x  w a s  

suggested i n  Appendix D. The t h i r d  po in t  t o  note  i s  t h a t  t h e  pred ic ted  

C r  concentrat ion p r o f i l e  i s  genera l ly  less than t h e  measured C r  p r o f i l e .  

This observat ion i l l u s t r a t e s  t h e  increased C r  concentrat ion i n  t h e  

coa t ing  above t h a t  reported f o r  t h e  s t a r t i n g  powder (13.5 a t .%) .  (The 

Predicted C r  concentrat ion p r o f i l e s  shown i n  Figure 9 were based on 16 

at.% C r  i n  t h e  coa t ing) .  The pred ic ted  p r o f i l e  e x h i b i t s  t h e  same 

general  shape as t h e  measured p r o f i l e  even though t h e  pred ic ted  C r  

concentrat ion p r o f i l e  is less than t h a t  measured. 

The maximum i n  t h e  C r  concentrat ion p r o f i l e s  (Figures 9a-c) is due 

t o  t h e  t e rna ry  cross- term e f f e c t  i n  which the  A 1  concentrat ion gradient  

has a f f ec t ed  t h e  d i f fus ion  of C r .  Maxima i n  t h e  C r  concentrat ion 

p r o f i l e s  were common i n  Y/Y d i f f u s i o n  couples where it w a s  shown t h a t  

. The e f f e c t  of t h e  A 1  concentrat ion grad ien t  i n  Figure 9 
D C r A l  D C r C r  

i s  t o  d r i v e  C r  ou t  of t h e  coat ing and i n t o  t h e  subs t r a t e .  

A high A 1  concentrat ion p r o f i l e  w a s  measured i n  t h e  N i - 1 O C r  

s u b s t r a t e  (Figure 9d) where t h e  coa t ing  and s u b s t r a t e  had become 

detached. The high A 1  p r o f i l e  i n d i c a t e s  t h a t  s i g n i f i c a n t  A 1  had 

d i f fused  from t h e  coa t ing  i n t o  t h e  s u b s t r a t e  a f t e r  a sho r t  number of 

cyc les  and had been unable t o  d i f f u s e  back i n t o  t h e  coat ing a f t e r  t h e  

coat ing had become detached from t h e  subs t r a t e .  The almost continuous 
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oxide l a y e r  which formed a t  t h e  coat ing/subs t ra te  i n t e r f a c e  a f t e r  oxygen 

had been permit ted e n t r y  beneath t h e  coat ing  (Figure 6d) would have also 

l imi ted  A1 d i f f u s i o n  back i n t o  t h e  coating.  The COSIM pred ic t ion  agrees  

very w e l l  wi th  t h e  lower A1 p r o f i l e  (Figure 9d) .  

N i - l O A l  Subst ra te .  The COSIM pred ic t ions  show reasonable agreement 

with t h e  measured concentra t ions  i n  t h e  coating and i n  t h e  N i - 1 O A 1  

s u b s t r a t e  (Figure 1 0 ) .  The f a c t  t h a t  both t h e  A 1  and C r  p r o f i l e s  

predic ted  by COSIM are almost always less than t h e  measured p r o f i l e s  

i n d i c a t e s  t h a t  a t h i c k e r  coat ing  may have been present  where t h e  

concentrat ion p r o f i l e s  w e r e  measured. Increasing t h e  coating th ickness  

by an amount equa l  t o  t h e  uncer ta in ty  i n  t h e  measurement of t h e  coat ing  

(%13 microns) would account f o r  much of t h e  d i f fe rence  i n  the  

concentrat ion p r o f i l e s .  

Ni-20Cr subs t ra t e .  The concentrat ion p r o f i l e s  predic ted  by t h e  COSIPrl 

model show exce l l en t  agreement with t h e  p r o f i l e s  measured f o r  t h e  

Ni-20Cr p i n s  (Figure l l a )  a f t e r  100 cycles.  Reasonable agreement is  

shown a f t e r  200 cycles  b u t  r e l a t i v e l y  poor agreement a f t e r  250 cycles  

(Figure l l b  and c ) .  The observed agreement i s  not su rp r i s ing .  After  

100 cyc les ,  only A 1 2 0 3  and N i A l  0 

surface  of t h e  oxidized p ins .  Af ter  200 cycles ,  f i v e  oxide phases w e r e  

de tec ted ,  and a f t e r  250 cyc les  C r  0 w a s  t he  dominant oxide phase 

re t a ined  on t h e  p i n  surface .  I n  add i t ion ,  t h e  coating and s u b s t r a t e  

were almost completely detached and considerable oxide formation had 

occurred a t  t h e  coat ing/subs t ra te  i n t e r f a c e  a f t e r  250 cycles  (Figure 

6g) .  

has l i m i t e d  i n t e r d i f f u s i o n ,  t h e  C r  concentrat ion being very low i n  t h e  

coating where t h e  coat ing  and substrate were detached a f t e r  250 cycles  

oxide phases were detec ted  on the  2 4  

2 3  

I t  appears again t h a t  detachment of t h e  coat ing  from t h e  s u b s t r a t e  

b 
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Figure LO Predicted and measured concentration/distnnce p r o f i l e s  f o r  t he  
N i - 1 O A 1  p ins  a. after 100 cyc les  b. a f t e r  200 cycles. 

i 
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b 

Figure 10 (con't.) Predicted and measured concentration/distance profiles 
for the Ni-1OA1 pins c. after 359 cycles. 

J 
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Figure 11 Predicted and measured concentration/distance profiles for the 
Ni-20Cr pins a. after 100 cycles b. after 200 cycles. 
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NI- 16 .OCR-24.85AL COATING (Xo=103urn) 
m 

COSIM (Xo-lO3um. KP-0 ,045 Q o = 0 . 0 5 )  

-108 .O o .a 100 .o 200 .o 300 .O 1100 .o 500 .O 600 .O 

1~1STfhCE < fl ICRONS ) C. 

Figure 11 (con't.) Predicted and measured concentration/distance profiles 
for the Ni-20Cr pins c. after 250 cycles. (Low Cr concentrations 
in coating were mqasured where the coating had become detached 
from the substrate.) 
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(Figure l l c ) .  

depleted a f t e r  t h e  coat ing  had become detached from both t h e  N i - 1 O C r  

(FIgure 9d) and Ni-20Cr (Figure l l c )  subs t ra t e s .  

The A 1  content  i n  t h e  coat ing  w a s  almost completely 

N i - 1 O C r - l O A l  S d s t r a t e .  There w a s  good agreement between t h e  

measured and predic ted  concentrat ion p r o f i l e  a f t e r  50 cycles ,  but less 

agreement a f t e r  100 cycles  f o r  t h e  coating and N i - 1 O C r - 1 O A l  s u b s t r a t e  

(Figure 1 2 ) .  

3 )  exh ib i t ed  by t h i s  a l l o y  is  the obvious cause of t h e  poor f i t .  

formation of less- protec t ive  oxides between 50 and 100 cycles has 

increased t h e  r a t e  of  A 1  consumption above t h a t  predic ted  by t h e  COSP 

model as indica ted  by t h e  A 1  concentrat ion g rad ien t  near t h e  oxide/metal 

i n t e r f a c e .  Simulating oxide s p a l l a t i o n  where severa l  oxides have formed 

is  beyond t h e  p r e d i c t i v e  c a p a b i l i t y  of t h e  COSP or  COSIM models. 

The poor s p a l l i n g  r e s i s t a n c e  and high weight loss (Figure 

The 

The assumptions made i n  the  development of  t h e  COSIM model can be 

reexamined t o  i d e n t i f y  poss ib le  sources of  inaccuracy introduced i n t o  

t h e  numerical model. The assumption of a planar oxide/metal i n t e r f a c e  

i s  obviously only an approximation (see Figure 6). The reasonable 

agreement between t h e  measured and predic ted  A1 concentrat ion p r o f i l e s  

near  t h e  oxide/metal i n t e r f a c e  would ind ica te  t h a t  t h i s  i s  not a 

c r i t i c a l  approximation. 

molar volumes of A 1  and C r  are not  known. It has been previously shown 

t h a t  v a r i a t i o n  i n  t h e  pa r t i a l  molar volume of A 1  has l i t t l e  e f f e c t  on 

t h e  o v e r a l l  d i f f u s i o n  behavior (45) .  The assumption t h a t  neg l ig ib le  

d i f f u s i o n  occurred during heat ing and cooling of t h e  p i n s  appears 

j u s t i f i e d  considering t h e  rapid  heat ing  and cooling rates (13) and the  

exponential  r e l a t i o n s h i p  of t h e  d i f f u s i o n  c o e f f i c i e n t s  with temperature 

(29).  

The concentrat ion dependence of t h e  pa r t i a l  

The assumption t h a t  only A 1 2 0 3  has formed i s  obviously a b e t t e r  
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Figure 12 Predicted and measured concentration/distance profiles for the 
Ni-1OCr-1081 pins a. after 50 cycles b, after 100 cycles. 
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approximation for the Ni-1OCr and Ni-1OA1 pins than for the Ni-20Cr pins 

after 200 cycles or the Ni-1OCr-1OAl pins after 50 cycles. 

the results indicate that the closer this approximation is to the actual 

As shown, 
i 

case, the more accurate the prediction by the COSIM model. 

Approximating the two-phase coating as a single phase appears justified 

considering the relatively short time (% 5-15 hours) that the 6 phase 

exists in the coating undergoing cyclic oxidation at 115OOC. The 

extrapolation of the ternary diffusivities to high A1 concentrations in 

the coating also appears justified since the A1 concentration in the 

coating decreases very rapidly to concentrations representative of the 

phase ( % 15 at.% Al) . 
In summary, the COSIM model has been shown to predict coating 

degradation by simultaneous oxidation and coating/substrate 

interdiffusion with reasonable success. As expected, the COSIM model. 

shows the best agreement with the measured profiles when A1 0 

main oxide formed on the pin surface. 

is the 2 3  

Many of the discrepancies between 

the measured and predicted profiles could be accounted for by the 

uncertainty in the initial coating thickness. Based on the agreement 

between the measured and predicted profiles, the COSIM model is 

considered as a reasonable and valid model to simulate diffusional 

degradation of overlay coatings. 

Critical Parameters 

The COSIM model was utilized to identify the most critical 

parameters in coating/substrate systems which influence coating life. 

To accomplish this task each of the main parameter input to the COSIM 

model were varied individually. The effect of each parameter on the 

time dependence of the A1 concentration at the oxide/metal interface was 
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examined since a decrease i n  t h e  A 1  concentrat ion a t  t h i s  i n t e r f a c e  to  

approximately zero  s i g n a l s  t h e  onset  o f  breakaway oxidat ion and coat ing  

f a i l u r e  . 
The A 1  content  of t h e  s u b s t r a t e  has a g r e a t e r  e f f e c t  on t h e  coat ing  

l i f e  than t h e  A 1  content  of t h e  coating.  The e f f e c t  of t h e  A 1  content  

i n  t h e  coat ing  and s u b s t r a t e  i s  shown i n  Figure 13a. It i s  obvious t h a t  

a 4 at.% increase  i n  t h e  A 1  content  of  t h e  s u b s t r a t e  has a much g r e a t e r  

e f f e c t  on coat ing  l i f e  than a 5 at.% increase  i n  the  A1 content  of t h e  

coating.  I n  add i t ion ,  it w a s  found t h a t  t h e  t o t a l  mass of A 1  i n  t h e  

coat ing  i s  a more important parameter than t h e  coating thickness o r  A1 

content  o f  t h e  coat ing  taken separately. It makes l i t t l e  d i f fe rence  t o  

t h e  coat ing  l i f e  when equivalent  amounts of A1 are i n  the  coating. 

Increasing t h e  coat ing  th ickness  and decreasing t h e  A 1  content ,  o r  

decreasing t h e  coat ing  th ickness  and increas ing the  A 1  content  changes 

t h e  coat ing  l i f e  very l i t t l e .  

The C r  content  of e i t h e r  t h e  coat ing  o r  s u b s t r a t e  has very l i t t l e  

e f f e c t  on t h e  coat ing  l i f e  as shown i n  Figure 13b. This  r e s u l t  i s  a 

consequence of  t h e  l imi ted  e f f e c t  of t h e  C r  concentrat ion gradient  on 

the  d i f fus ion  of  A 1  (DAIA1 

dependence of D 

- Appendix C)  and t h e  l imi ted  
” D A I C r ’  

on t h e  C r  concentrat ion (Appendix C ) .  
A l A l  

e 
N o t  su rp r i s ing ly ,  t h e  rate of A 1  consumption (W ) has a m 

considerable e f f e c t  on t h e  coat ing  l i f e .  The e f f e c t  of t h e  rate of A 1  

consumption i s  i l l u s t r a t e d  i n  Figure 13c where t h e  A 1  concentrat ion a t  

t h e  oxide/metal i n t e r f a c e  is  shown f o r  th ree  d i f f e r e n t  rates of  A 1  

consumption. 

COSP model f o r  t h e  input  parameters k =0.05, Q =0.005 and Alpha=l.O. 

The weight of  A 1  consumed predic ted  by t h e  COSP model f o r  t h i s  choice of 

The rate of  A 1  consumption h has been predic ted  by t h e  m 

P 0 

b 
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Figure 13 Effect of coat ing  composition, s u b s t r a t e  composition 
and i ra te  of A1 consumption on coat ing  l i f e .  
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input  parameters i s  i n  t h e  range of values  determined from t h e  four  

coated s u b s t r a t e s  previously  discussed and w a s  shown i n  Figure 8. 

The value of t h e  COSIM model can now be i l l u s t r a t e d .  I t  w a s  

previously shown t h a t  increas ing  t h e  A 1  concentra t ion of t h e  subs t r a t e  

increased t h e  coat ing l i f e ,  whereas increasing t h e  rate of A 1  

consumption decreased t h e  coat ing l i f e .  

of  t he  A 1  content  of t he  substrate f o r  a higher rate of A 1  consumption 

i s  shown i n  Figure 13d. The r e s u l t s  of  Figures 13a and d can be  

combined t o  show the  weight of A 1  consumed and t h e  t i m e  t o  coat ing 

f a i l u r e  f o r  var ious  substrate compositions and r a t e s  of A 1  consumption 

(Figure 1 4 ) .  The loca t ions  of t h e  symbols f o r  each subs t r a t e  shown i n  

Figure 14 i nd i ca t e  both t h e  weight o f  A 1  consumed from the  coat ing (and 

subs t r a t e )  and the  t i m e  of coat ing f a i l u r e  f o r  var ious  r a t e s  of A 1  

consumption. A s  shown, f o r  any one subs t r a t e  t h e  t i m e  t o  coat ing 

f a i l u r e  decreases as t h e  r a t e  o f  A 1  consumption increases f bu t  a l s o  t h e  

t o t a l  weight of A 1  consumed i s  g r e a t e r  a t  coat ing f a i l u r e  f o r  t he  lower 

t h e  r a t e  of A 1  consumption ( o r  f o r  t he  longer t h e  t i m e  t o  coat ing 

f a i l u r e ) .  S ta ted  otherwise,  t h e  lower t h e  rate of A 1  consumption, t he  

g r e a t e r  t h e  amount of  A 1  which is  consumed before  coating f a i l u r e  (i.e. 

t h e  more e f f i c i e n t  t h e  use  of A 1  i n  t h e  coat ing and s u b s t r a t e ) .  

Therefore, i d e n t i c a l  coat ings  on t h e  same subs t r a t e  do not f a i l  a f t e r  a 

f ixed  F o u n t  of A 1  has  been consumed. Figure 14 also demonstrates t he  

importance of A 1  i n  t h e  subs t r a t e .  The amount of A 1  i n  a Ni -15Cr -25Al  

coat ing 80 microns t h i ck  ('L 7.7 mg/cm ) i s  also shown i n  Figure 14. 

When t h e  weight of  A 1  consumed a t  coat ing f a i l u r e  i s  less than the  

weight of  A 1  i n i t i a l l y  i n  t h e  coat ing (i.e. f o r  t h e  N i - 1 O C r  subs t r a t e s ,  

W 

The e f f e c t  on the  coat ing l i f e  

2 

0 

and 2W I f  A 1  i n i t i a l l y  i n  t h e  coat ing remains i n  e i t h e r  t h e  coat ing m m 
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of Coat ing Failure 

Ni-15Cr-25AI Coating 

0 Ni-lOCr 
0 Ni-IOCr-2AI 
A Ni-IOCr-4AJ 
0 Ni-lOCr-8AI 

0 100 200 300 400 500 600 
One - Hour Cycles 

Figure 1 4  Weight of A1 consumed at  t i m e  of coating failure f o r  
various rates of A1 consumption. 
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o r  subs t ra te  and has not been used f o r  oxidation protection. 

contras t ,  when the  weight of A 1  consumed a t  coating f a i l u r e  i s  grea te r  

than the  weight of A 1  i n i t i a l l y  i n  the  coating (i.e. f o r  the  Ni-1OCr-2Al  

substra te ,  W 1 ,  the  addi t ional  A 1  consumed i n  t he  formation of A 1  0 has 

obviously been supplied f r o m  the  A 1  i n  the  substrate.  Therefore, f o r  

the  Ni-1OCr-2Al  substra te ,  coating f a i l u r e  occurs a f t e r  560 cycles with 

In  

W 

m 2 3  

2 
a t o t a l  weight of A 1  consumed of approximately 13 mg/cm . 
there  w a s  only 7.7 mg/cm 

But since 

A 1  i n i t i a l l y  i n  the  coating, approximately 5.3 2 

rng/cm2 of A 1  has been consumed from the  substrate.  For t h i s  case, one 

might make the  claim t h a t  coating/substrate in terdif fusion is  actual ly  

beneficial!  

subs t ra te  w i l l  decrease i f  A 1  is  extracted.)  

(Obviously the  mechanical proper t ies  of a superalloy 

The e f f e c t  of coating/substrate in terdif fusion might bes t  be 

understood by considering t he  f rac t ion  of A 1  from the  coating which has 

diffused i n t o  the  subs t ra te  a f t e r  a ce r t a in  oxidation exposure. 

instance,  the  amount of A 1  i n i t i a l l y  i n  the  coating b u t  which has 

diffused i n t o  the  subs t ra te  a f t e r  100 cycles is  shown as the  

cross-hatched areas i n  Figure 15 f o r  th ree  d i f f e r en t  substra te  

compositions. Quite apparent i s  t h a t  more A 1  has diffused i n t o  the  

subs t ra te  containing no A 1  than the  substra te  containing 8 at.% A l .  

Therefore an obvious e f f e c t  of A 1  i n  the  substra te  is t o  reduce the  

dif fusion of A 1  from the  coating t o  t he  substra te .  

made more obvious by considering the  f rac t ion  of A 1  which had diffused 

i n t o  the  substrate (WI [Figure 151 divided by the  i n i t i a l  amount of A 1  

i n  the  coating-W ) for various subs t ra te  compositions and rates of A 1  

consumption as shown i n  Figure 16. Several points  from Figure 16 

deserve a t tent ion.  F i r s t ,  a very large amount (30-40%) of the  A 1  

For 

This point  can be 

C 

J 
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Figure 15  A1 and C r  concentrat ion p r o f i l e s  for 0-8 at.% A1 
i n  substrate a f t e r  100 cycles.  
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i n i t i a l l y  i n  t h e  coat ing  d i f f u s e s  i n t o  t h e  s u b s t r a t e  a f t e r  only 10-25 

cycles.  Second, increas ing t h e  A1 content  of t h e  s u b s t r a t e  decreases 

t h e  amount o f  A1 which d i f f u s e s  i n t o  t h e  coat ing  (compare A 1  =2 t o  

A l s = 8 ) .  

i n t e r d i f f u s i o n  also permits a greater f r a c t i o n  of  t h e  A 1  i n i t i a l l y  i n  

t h e  coat ing  t o  be consumed before  coat ing  f a i l u r e .  Third, and q u i t e  

important,  a f t e r  an  i n i t i a l  "surge", t h e  A1 begins t o  d i f f u s e  back out  

of t h e  substrate(WI/Wc decreases) .  

lower t h e  rate o f  A1 consumption, t h e  g r e a t e r  t h e  amount of  A1 which 

d i f f u s e s  i n t o  t h e  s u b s t r a t e ,  but  i n t e r e s t i n g l y ,  a l a r g e r  por t ion  of  t h e  

A 1  i s  also able t o  d i f f u s e  back out  of t h e  s u b s t r a t e  before  t h e  coat ing  

f a i l s .  

S 

Closely r e l a t e d  i s  t h a t  reducing t h e  coat ing/subs t ra te  

/ 

Fourth, f o r  t h e  same substrate, t h e  

I n  summary, some of t h e  more important p o i n t s  i l l u s t r a t e d  by t h e  

COSIM model can be reviewed. 

1. The A 1  content  of  t h e  s u b s t r a t e  has a major e f f e c t  on coat ing  

l i f e ,  while t h e  A1 content  of  t h e  coat ing  has somewhat less 

e f f e c t .  

The C r  content  o f  t h e  coat ing  and s u b s t r a t e  has only a l imi ted  

e f f e c t  on t h e  coat ing  l i f e .  

2. 

3 .  The rate of A1 consumption has  a major e f f e c t  on coat ing  

l i f e .  

4. Decreasing t h e  rate of m e t a l  consumption allows more 

coat ing/subs t ra te  in te rd i f fus ion ,  bu t  also permits more of  t h e  

A1 t o  d i f f u s e  back out  of  t h e  substrate before  coat ing  f a i l u r e .  

Conversely, increas ing t h e  rate of A 1  consumption r e s u l t s  i n  a 

greater amount of A 1  from t h e  coat ing  t o  be l e f t  i n  t h e  

substrate a t  coat ing  f a i l u r e  (i .e.  t h e  g r e a t e r  t h e  rate of  A1 
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consumption, t h e  g r e a t e r  the  loss of A 1  due t o  coating/ 

substrate i n t e r d i f f u s i o n .  

5. I d e n t i c a l  coa t ings  on t h e  same s u b s t r a t e  do not  f a i l  after a 

f ixed  amount o f  A 1  has been consumed. 

6. Increas ing the A 1  content  of t h e  s u b s t r a t e  reduces 

coat ing/subs t ra te  i n t e r d i f f u s i o n  and permits more e f f i c i e n t  use  

of t h e  A 1  i n  t h e  coating.  

Conclusions 

Severa l  conclusions can be stated from t h e  r e s u l t s  of  t h i s  study. 

1. A wide range i n  t h e  c y c l i c  oxidat ion  behavior w a s  observed f o r  

t h e  same over lay  coat ing  applied t o  va r ious  substrates. 

The concentrat ion/distance p r o f i l e s  and mic ros t ruc tu ra l  changes 

genera l ly  r e f l e c t e d  t h e  r e s i s t a n c e  t o  oxide s p a l l a t i o n  of  each 

coated substrate. 

2. 

3 .  Kirkendall  po ros i ty  w a s  observed i n  t h e  coat ing ,  t h e  substrate 

and p a r t i c u l a r l y  a t  t h e  coat ing/subs t ra te  in te r face .  

loca t ion  o f  t h e  poros i ty  could be explained wi th  reference  t o  

t h e  i n t r i n s i c  d i f f u s i o n  f luxes .  

A numerical model w a s  developed and shown t o  predict coat ing  

degradation by simultaneous oxidat ion  and coat ing/subs t ra te  

i n t e r d i f f u s i o n  with reasonable success. 

The 

4. 

5. The numerical model has  been u t i l i z e d  t o  i d e n t i f y  t h e  cr i t ical  

parameters i n  coat ing/subs t ra te  systems. The m o s t  important 

parameters a f f e c t i n g  coa t ing  l i f e  are t h e  rate o f  A 1  

consumption and t h e  A 1  content  of  t h e  substrate. The A 1  

J 
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content of the coating has a lesser effect on the coating life 

while the Cr content of the coating or substrate have very 

little impact on the coating life. 

The numerical model has been utilized to provide insight into 

the coupled nature of oxidation and coating/substrate 

interdiffusion. In brief, as the rate of A1 consumption 

increases, the loss of A1 due to coating/substrate 

interdiffusion also increases. As the rate of A1 consumption 

decreases, the amount of coating/substrate interdiffusion 

increases, but a larger fraction of the A1 is able to diffuse 

back out of the substrate before coating failure. Increasing 

the A1 content of the substrate reduces coating/substrate 

interdiffusion. 

6. 

i 
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Appendix A 

Concentration Measurement 

Concentrations in the Y and Y' phases were determined by use of an 

electron microprobe (EM) and subsequent ZAF correction scheme (ZAF). 

The accuracy of the EM/ZAF procedure was established by measuring the 

Ni, Cr and A1 concentrations of several Y -phase alloys of known 

compositition. 

procedure, only the Cr and A1 concentrations were measured. 

After establishment of the accuracy of the EM/ZAF 

y-phase standards. The Ni, Cr and A1 concentrations of seven y 

-phase alloys of known composition were determined by use of the EM/ZAF 

procedure. The seven alloys were repeatedly arc melted (from pressed, 

elemental powders), annealed for a week at 124OoC, sectioned, mounted 

and polished through 0.25 micron diamond polish. 

crystal spectrometers were set to collect first the Cr and A1 x-rays at 

numerous locations on each of the seven alloys. The Ni and A1 x-rays 

The two available 

were measured similarly. At the start, finish, and at various intervals 

during the measurement procedure the pure element (Ni, Cr and Al) x-ray 

intensities were measured. The sample current was also measured by use 

of a Faraday cup on the sample holder. The x-rays were counted for six 

ten-second periods at each site where x-rays were collected. The 

background was measured for each of the alloys and pure elements. 

six x-ray counts for each site were averaged and corrected for 

background and deadtime. The pure element intensities were also 

corrected for background and deadtime. The corrected x-ray intensities 

The 
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f o r  t h e  a l l o y s  were divided by t h e  correc ted  pure element i n t e n s i t i e s  t o  

produce k rat ios f o r  N i ,  C r  and A l .  

co r rec t ion  program. 

The k rat ios w e r e  i npu t  t o  t h e  ZAE' 

The ZAE' co r rec t ion  program "MULTI8" (1)* w a s  used t o  c a l c u l a t e  the  

N i ,  C r  and A1 weight f r a c t i o n s  f r o m  t h e  t h r e e  k ratios. The MULTI8 

co r rec t ion  program accounts for  t h e  v a r i a t i o n  i n  t h e  generat ion o f  

x-rays due t o  changes i n  t h e  matrix composition and t h e  inc ident  

e l e c t r o n  energy (atomic number e f f e c t  - Z ) ,  t h e  absorption of 

c h a r a c t e r i s t i c  x-rays of one element by t h e  o t h e r  elements i n  t h e  matrix 

(absorption - A ) ,  and t h e  secondary f luorescence of x-rays generated by 

one element when it absorbs t h e  primary x-rays generated by a second 

element (f luorescence - F ) .  I n  add i t ion  t o  t h e  k r a t i o s ,  parameters 

inpu t  t o  MULTI8 included: t h e  x-ray emergence angle,  t h e  atomic numbers 

and atomic weight of t h e  elements being measured, t h e  operat ing kV, t h e  

e x c i t a t i o n  p o t e n t i a l  and f luorescence y i e l d  of each element, and t h e  

appropriate mass absorption c o e f f i c i e n t s  (i.e. m a s s  absorption 

c o e f f i c i e n t  f o r  A1 Kax-rays i n  pure A l ,  pure C r ,  and pure N i ,  etc.).  

For each of t h e  parameters input  t o  MULTI8, excluding t h e  k rat ios,  t h e  

m a s s  absorpt ion  and f luoresence y i e l d  c o e f f i c i e n t s  contain t h e  g r e a t e s t  

uncer ta in ty .  

e f f e c t  on the f i n a l  concentrat ion predic ted  by MULTI8, whereas v a r i a t i o n  

of t h e  mass absorption c o e f f i c i e n t s  has  a s i g n i f i c a n t  e f f e c t  on t h e  

f i n a l  concentrat ion.  The m a s s  absorption and f luoresence y i e l d  

c o e f f i c i e n t s  used i n  t h i s  study are l isted i n  T a b l e  A-1. The 

concentra t ions  ( w t . % )  of t h e  seven Y -phase standards were also 

Var ia t ion  of t h e  f luoresence y i e l d  has  only a very s m a l l  

* The references  f o r  t h i s  appendix are l i s t ed  on page A8. 
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Table A-1 

Mass Absorption and Fluorescence Yield Coefficients 

Used i n  the  MULTI8 ZAF Correction Program 

Mass Absorption Coefficients 

E m i t t e r  

Alxsorber 

A1 

C r  

N i  

Al 

502.5 

2470.0 

3140.0 

C r  

173.6 

90.0 

146.0 

N i  Ref. 

65.2 2 

316.0 3 

61.0 3 

Fluorescence Yield Coefficients ( 2 )  

A1 - 0.026 

C r  - 0.258 

N i  - 0.392 
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Table A-2 

Comparison of the Concentrations* of the y-phase Standards as Measured 
by Atomic Absorption and the EM/ZAF Procedure. 

Standard 

s-1 

s-2 

s-3 

s-4 

s-5 

S-6 

s-7 

Atomic Absorption 

62.57 (20.28) Ni 
34.34 (kO.10) Cr 

3.09 (k0.18) A1 

66.54 (k0.15) Ni 
29.50 (k0.03) Cr 

3.96 (k0.12) A1 

70.28 (k0.08) Ni 
24.74 (50.00) Cr 

4.98 (50.07) A1 

76.41 ( k O . 1 1 )  Ni 
17.95 (20.02) Cr 

5.64 (50.131 A1 

73.40 (50.16) Ni 
24.26 (k0.05) Cr 

2.43 (k0.12) A1 

79.83 (k0.03) Ni 
17.88 (kO.00) Cr 
2.29 (50.03) A1 

90.34 (k0.14) Ni 
7.10 (k0.02) Cr 
2.56 (k0.12) A1 

EM/ZAF 

64.75 (k0. 50) 
29.61 (k0.30) 

3.92 (k0.04) 

68.48 (k0.38) 
25.22 (k0.33) 

5.05 (k0.04) 

75.34 (-10.48) 
17.95 (k0.22) 

5.76 (50.05) 

72.53 (-10.39) 
24.40 (k0.21) 

2.26 (k0.02) 

79.96 (k0 .40) 
18.53 (k0.26) 

2.27 (50.04) 

90.08 (k0.43) 
7.41 (k0.27) 
2.36 (k0.06) 

AC 

-0.70 
0 . 6 1  
0.0 

-1.79 
0.11 

-0.04 

-1.80 
0.48 
0.07 

-1.07 
0.0 
0.12 

-0.87 
0.14 
-0.08 

-0.13 
0.65 

-0.02 

-0.26 
0.31 

-0 * 20 

% Relative Error 

-1.1 
1.8 
0.0 

-2.7 
0.4 
1.0 

-2.6 
1.9 
1.4 

-1.4 
0.0 
2.1 

-1.2 
0.6 

-3.4 

-0.2 
3.6 

-0.9 

0.3 
4.4 

-7 - 8  

* All concentrations in weight %. 
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measured by atomic absorption.  Two pieces of each standard were 

measured and t h e  average and range of  t h e  two measurements a r e  shown i n  

T a b l e  A-2. The concentrat ions measured using t h e  EM/ZAF procedure for 

each of  t h e  seven a l l o y s  are compared with t h e  concentrat ions measured 

by atomic absorption i n  T a b l e  A-2. The maximum absolute  d i f f e rence  

between t h e  EM/ZAF measurement and t h e  average atomic absorption 

measurement for t h e  seven Y-phase standards is  only 0.2 w t . %  A l ,  (7 .8% 

r e l a t i v e  d i f f e r e n c e ) ;  0.65 w t . %  C r  ( 3 . 6 %  r e l a t i v e  d i f fe rence )  and, 1.8 

w t . %  N i  (2.6% r e l a t i v e  d i f f e r e n c e ) .  Therefore, t h e  accuracy of t h e  

EM/ZAF procedure is  est imated a t  f0.2 w t . % A l ,  k0.6 w t . % C r  and k2.0 

w t . % N i .  The p rec i s ion  of t h e  EM/ZAF procedure is ind ica ted  by t h e  range 

shown i n  t h e  EM/ZAF measurement i n  Table A-2. The i d e a l  s tandard 

devia t ion  associa ted  with x-ray production assuming a Gaussian 

d i s t r i b u t i o n  i s  equal t o  t h e  square r o o t  of t h e  mean of t h e  counts 

c o l l e c t e d  a t  a s i n g l e  po in t  ( s t d .  dev. = N 1. The v a r i a t i o n  i n  percent 

i s  given as ( s td .  dev.)xlOO/R. In  add i t ion ,  an a c t u a l  s tandard 

devia t ion  can be ca lcu la ted  from t h e  s i x  counts made a t  a s i n g l e  s i t e  i n  

the  a l loy .  The a c t u a l  s tandard dev ia t ion  i s  t y p i c a l l y  t w i c e  t h a t  of t h e  

i d e a l  s tandard devia t ion  (2). Both t h e  a c t u a l  and i d e a l  s tandard 

dev ia t ions  w e r e  ca lcu la ted  when measuring t h e  concentrat ions using the  

EM/ZAF procedure. The range i n  concentrat ions shown i n  T a b l e  A-2 i s  

associated with t h e  maximum of t h e  t w o  s tandard devia t ions .  The 

v a r i a t i o n  i n  compositions a t  random loca t ions  ac ross  the  same a l l o y  

sample surface  w a s  t y p i c a l l y  wi th in  t h e  range shown i n  T a b l e  A-2. 

-5 

B -phase Alloys. An attempt w a s  made t o  u t i l i z e  four 13 -phase 

a l l o y s  t o  v e r i f y  t h e  accuracy of  t h e  EM/ZAF procedure f o r  high A l ,  

N i C r A l  a l loys .  The a l l o y s  w e r e  f ab r i ca ted  as previously described f o r  
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the Y-phase alloys but suffered oxidation within cracks in the sample 

buttons during the homogenization treatment. The cracks formed in the 

hard, brittle phase during cooling in the arc melter. Portions of the 

melted buttons were analyzed by wet chemistry. The EM/ZAF measurement 

procedure consistently yielded A1 concentrations significantly lower 

than those measured by wet chemistry. The EM/ZAF values for Ni were 

consistently high while those for Cr did not show a consistent deviation 

from the wet chemistry measurement. 

concentration discrepancies was due to the EM/ZAF procedure or to the 

quality of the B -phase alloys. 

phase in this report are only presented qualitatively. 

It was not certain if the large 

Therefore, concentrations of the 6 

No standards were used for the Y'phase. Use of the EM/ZAF 

procedure was considered acceptable due to the similarity in composition 

and structure of the y and Y phases. 
I 

Concentration/Distance Profiles and Phase Compositions. Cr and A1 

x-rays were counted for determination of the concentration/distance 

profiles and the concentrations in the two and three phase regions. The 

procedure for measuring the Cr and A1 content of the individual phases 

in the multiphase regions was identical to that for the Y-phase 

standards. 

the Cr and A1 x-rays at regular steps across a diffusion-affected zone. 

The sample current and time were also recorded at each point of the 

traverse. 

at the beginning and end of most traverses. 

Concentration/distance profiles were measured by counting 

The pure element intensities and sample current were measured 

The time of each 

measurement was used to correct for any drift in the electron current 

between the start and finish of a traverse. 

a 
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The MULTI8 c o r r e c t i o n  program c a l c u l a t e d  t h e  C r  and A 1  

concen t r a t ions  f r o m  t h e  C r  and A 1  k r a t i o s  and determined t h e  Ni 

concen t r a t ion  by d i f f e r e n c e .  Each i t e r a t i o n  of t h e  MULTI8 program 

normalizes  t h e  N i ,  C r ,  and A 1  concen t r a t ions  t o  loo%, thereby inc luding  

t h e  e f f e c t  of N i  on t h e  ZAF c o r r e c t i o n  f o r  C r  and AI. A l l  o t h e r  i npu t  

t o  t h e  MULTI8 program is i d e n t i c a l  t o  t h a t  for t h e  Y-phase s tandards  

desc r ibed  previous ly .  The ou tpu t  d i f f e r s  on ly  i n  t h a t  t h e  

concen t r a t ions  i n  weight % always equal  100. 

J 
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Appendix B 

Partial NiCrAl Phase Diagrams 

at 1150° and 12OOOC 

Concentrations of the Y and y'phases in two and three phase 

regions were measured to determine portions of the NiCrAl phase diagram 

at 1150O and 12OOOC. The concentrations of the phases were measured in 

Y + f3 and y + y  ' + f3 diffusion couples after 

115OOC and in y + f3 and Y+f3 + a diffusion couples after 100-500 hour 

500 hour anneals at 

anneals at 1200°C. The phase concentrations were measured in multiphase 

regions of the diffusion couples well removed from the 

diffusion-affected area (1150O and 12OOOC) and in the Y +  f3 region near 

the Y / Y + f3 interface (I2OO"C). The accuracy and precision of the 

measurement technique were discussed in Appendix A. 
1 

115OOC Compositions of the y and y phases measured in this 

study, as well as phase boundaries, interface concentrations, and bulk 

alloy compositions from two previous studies (1,2)* are shown in Figure 

B1. Limited phase concentrations measured after isothermal oxidation 

are included. The bulk compositions of the three alloys used in the 

phase diagram measurements are also shown. The dark lines of the phase 

diagram are drawn roughly as a best fit through the data of this study 

and that of Tu (2). The data of Tu were taken from multiphase 

concentration profiles which only permitted an estimated accuracy of 1-2 

at.%. The Y and Y concentrations of Tu and this study compare 
I 

* The references for this appendix are l i s t ed  on page B6. 
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reasonably well. Taylor and Floyd (11, Tu and this study (Appendix C) 

n 

have each recorded the appearance of the a -Cr phase at concentrations 

which could not be accounted for by the phase diagram shown. Taylor and 

Floyd show a much higher A1 content of the y and y'phases than that of 

this study. The difference is much greater than the uncertainty in the 

concentrations due to the measurement technique used in this study. 

phase diagram of Taylor and Floyd places alloy 9C (Ref. 3) in the Y 

The 

phase region, and alloy 2C (Ref. 3)  in the y + 8 region. Optical 

examination of the two alloys clearly reveals y + y l  
I 

and Y t y  + 6 

phases, respectively. 

and Y phases, which have very similar compositions and almost identical 

A possible error in the identification of the y 
1 

lattice parameters (11, could be one explanation for the large 

discrepancy. Additional electron microscopy (4) should be utilized to 

resolve this discrepancy. 

1200OC. Compositions of the y phase measured on numerous Y /Y + 8 

diffusion couples and one Y/ Y + 8 + a diffusion couple are shown in 

Figure B2. 

couple to the y/ Y + 8 interface. Even though considerable diffusion 

The concentrations were measured in the Y + a  region of the 

occurred in the Y + 8 region, the Y -phase concentrations can be 

described by a single line (within the accuracy of the measurements). 

This result would indicate that the Y phase maintains local equilibrium 

as described by the phase diagram even though the diffusiw path is 

obviously cutting tie lines in the Y + 8 region (Appendix C). There 

was no measurable difference in the concentrations of the y phase after 

increasing the annealing time from 100 to 500 hours. Comparison of the 

1150O and 120OOC phase boundaries shows little change in the 

concentration of the Y/ Y + 6 phase boundary, but a shift of the y + y 
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+ @ 

in agreement with the findings of Taylor and Floyd (1). 

the y / y  + @ phase boundary is in excellent agreement with the 

boundary position previously measured on both diffusion couples and y+@ 

alloys oxidized at 1 2 O O O C  (5). 

phase triangle to higher Cr concentrations at lower temperatures, 

The position of 
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Appendix C 

Interdiffusion in Ni-Rich, Ni-Cr-A1 Alloys at l l O O o  and 12OOOC 

I. Determining the Interdiffusion Coefficients 

Introduction 

(Ni-Co)CrAl overlay coatings are finding increased use for 

oxidation protection in high-temperature turbine applications (1-6)*. 

Typical overlay coatings contain the high-A1 B (NiAl-type structure) 

phase imbedded in a ductile Y (FCC) Ni solid-solution matrix. Typical 

substrates are Y+Y (Ni Al-type structure) Ni or Co based superalloys 

(7). Overlay coatings are applied to provide oxidation protection by the 

selective oxidation of Al. Small additions ( <  1.0 wt.%) of reactive 

elements such as Y (2,4-6) or Zr (8-10) are usually added to increase 

the oxide scale adherence during thermal cycling. 

I 

3 

Two mechanisms of coating degradation by diffusional transport are 

loss of A1 to the A1203 scale (1,111 , and loss of A1 by 

coating/substrate interdiffusion (1,12,13). Understanding diffusional 

degradation of coatings requires knowledge of the diffusional processes 

in Y + 6 coating/substrate systems which occur under service 

conditions. Understanding, and ultimately predicting, the diffusional 

transport in even simple coating/substrate systems requires knowledge of 

the concentration and temperature dependence of the ternary diffusion 

coefficients, phase boundaries of the Y and 6 phases at the 

* The references for this appendix are listed on pages C65-68. 

d 
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temperature of interest, and the rate of Al loss (as A 1  0 ) at the 

oxide/metal interface. 
2 3  

At present, there is limited ternary diffusion data available for 

the NiCrAl or CoCrAl systems. Roper and Whittle (14) measured the 

ternary interdiffusion coefficients for the Co-rich solid-solution phase 

in the CoCrAl system at llOO°C. More recently, Tu (15) has measured the 

ternary interdiffusion coefficients for the Ni-rich 

alloys at 1025OC. The lower temperature studied by Tu is representative 

of the temperature for the aluminization process. The results of Tu 

alone are not amenable to extrapolation to higher temperatures. The 

lack of available ternary diffusion data is easily understood 

considering the relative unproductivity (16) of ternary diffusion 

experiments in comparison to binary diffusion experiments. In ternary 

alloys, two intersecting diffusion paths are required to measure the 

four ternary interdiffusion coefficients for one concentration (17). In 

contrast, a single binary diffusion couple yields diffusion coefficients 

for all concentrations between the bulk concentration of the alloys 

making up the couple (18). 

ternary diffusion coefficients for the NiCrAl system, there is ample 

data for the binary systems (15,19-26). 

Y phase in NiCrAl 

While there is a considerable lack of 

The purpose of the present study was to determine ternary diffusion 

coefficients in the Y phase of the NiCrAl system. Most of the 

coefficients were determined at 12OO0C, with a small number being 

determined at llOO°C. It was also the purpose of this study to examine 

and gain a better understanding of the Y / Y + @ 

occurs in Y / Y + 6 diffusion couples. Recession of the 6 phase 

interface motion which 
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occurs in Y + 6  

coating/substrate interdiffusion. 

overlay coatinqs as a result of both oxidation and 

Procedure 

Diffusion Couple Fabrication 

Various NiCrAl alloys were fabricated by repeated arc melting (of 

pressed elemental powders) on a water-cooled copper hearth. The Y-phase 

alloys also used as microprobe standards were annealed for one week at 

1240OC. 

NASA-Lewis Research Center. Details of the NASA casting procedure are 

given elsewhere (8). Each of the samples were sectioned into 

approximately 1 cm x 0.2 cm disks. Alloy designation and compositions 

are given in Table C-1. 

through 600 grit Sic paper. 

methanol and placed side by side in a molybdenum canister. 

molybdemum canisters containing the disks were annealed for 100 hours at 

either llOOo or 12OOOC f 4OC. Following the anneal, the diffusion 

couples were sectioned, mounted, and polished by standard metallographic 

techniques. 

Several alloys were supplied in the as-cast condition by the 

The flat disks were polished on each surface 

The disks were cleaned in acetone and 

The 

Many y /  y , y /  y -+ y '  and y /  y + 6 diffusion couples previously 

fabricated and studied (12) at the NASA-Lewis Research Center were 

examined in the present stu&? with the electron microprobe. 

the couple fabrication are given elsewhere (12). The couples were 

annealed at 1095' and 1205OC for times of 100, 300, and 500 hours. The 

alloy designations and compositions are also given in Table C-1. 

Details of 

The 
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Alloy Designation 

1s 

2s 

3s 

4s 

6s 

7s 

B69* 

5 SB* 

B12* 

Ni-lOAl* 

Ni-10-10* 

Ni 

W* * 

X* 

Y* 

z* 

4 

6 

8 

B1 

Table C-1  

Alloy Compositions 

Ni 

57.90 

61.35 

64.45 

70.13 

76.03 

86.93 

78.80 

79.35 

88.80 

93.30 

78.10 

100.00 

88 .OO 

75.00 

64.80 

54.5 

63.30 

57.90 

62.70 

54.10 

Cr 

35.88 

30.71 

25.61 

18.60 

19.22 

7.71 

8.60 

10.95 

0.0 

0.0 

15.20 

0.0 

12.00 

25.00 

35.20 

45.5 

12.70 

19.00 

20.80 

26.10 

A1 

6.22 

7.94 

9.94 

11.26 

4.74 

5.36 

12.60 

9.70 

11.20 

6.70 

6.70 

0.0 

0.0 

0.0 

0.0 

0.0 

24.00 

23.60 

16.50 

19.90 

Phases Present 

1100°C 1200°C 

NE Y(+a) 

Y +a Y 

NE Y 

Y Y 

NE Y 

NE Y 

NE Y 

Y NE 

NE Y 

NE Y 

Y NE 

Y Y 

Y Y 

Y Y 

Y Y 

Y Y 

NE Y + B  

NE Y + B  

NE Y + B  

NE y+P+a 

d 



91 

Alloy Designat ion 

B3 

From Reference ( 1 2 )  

3 SL 

4SL 

1c 

2c 

5c  

6C 

8 C  

9c  

Table C-1 (COn't.) 

N i  C r  

67.50 

74.70 

70.50 

61.90 

65.40 

54.60 

57.90 

62.30 

73.10 

A1 Phase Present  

11oooc: 1200oc 

10.20 22.20 NE Y+B 

13 e 20 12.10 Y+Y' Y 

18.40 11.10 Y Y 

14.40 23.70 NE Y + B  

12.50 22 -00 NE Y + B  

17.10 28.20 NE Y + B  

Y + B  

NE Y + B  

18.80 23.40 NE 

20.80 16.90 

Y + Y '  9.70 17.20 NE 

NE - N o t  examined a t  the i n d i c a t e d  temperature. 

* 

**  - Used i n  coup les  of Reference 1 2  and also cast f o r  a d d i t i o n a l  

- Composition determined by e l e c t r o n  microprobe ana lys i s .  

couples f a b r i c a t e d  i n  t h i s  study. 
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diffusion couples were repolished with 0.25 micron diamond polish before 

examination with the electron microprobe. 

Concentration Measurements 

An electron microprobe (EMP) was used to measure the Cr and A1 

concentration/distance profiles across the diffusion-affected zone of 

each couple. A ZAF correction program (27) was used to convert the 

measured x-ray intensities to weight fractions. The accuracy of the 

EMF/ZAF measurement technique for the Y and Y phases is estimated at 

k0.25 wt.% A1 and 0.70 wt.% Cr based on measurements of seven Y-phase 

standards of known composition (Appendix A). Uncertainty in the 

composition of several 6 -phase alloys prohibited verification of the 

EMP/ZAF measurement procedure for high Al, low Cr alloys. As a result, 

concentrations of the 6 phase will only be discussed qualitatively in 

this paper. 

program are given in Appendix A. 

I 

Further details of the use of the EMP and ZAF correction 

Re sul t s 

Microstructures and Concentration/Distance Profiles 

llOO°C Couples 

Most of the diffusion couples annealed at 1100°C revealed limited 

microstructural change as a result of interdiffusion. The diffusion 

paths have been plotted on the ternary phase diagrams in Figures C.la 

and b. The a (BCC, Cr solid-solution) phase present in alloy 25 ( <  2 

vol.%) receded ( Q  250pm) from the original 2S/W couple interface. 

Small pores were observed in the a -depleted layer. 

contained a very small amount of a stringers which grew on the high-Cr 

(Y) side of the couple. The appearance of the a stringers indicates 

that the diffusion path had looped into the a+y phase field (28,291. 

Couple 4S/Y 
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The Ni-lO-lO/Ni couple contained a very small amount of porosity on the 

Ni-10-10 side of the original couple interface. 

alloy 3SL receded from the original 3SL/W couple interface. 

microstructures of the remaining Y / Y  couples annealed at llOO°C 

exhibited no microstructural change as a result of interdiffusion. A 

The Y' phase present in 

The 

representative concentration/distance profile is shown in Figure C.2. 

Concentration/distance profiles for the remaining Y/ Y couples 

annealed at llOO°C are shown in Appendix C.2. The zero distance 

coordinate of each plot has been aligned with the location of small 

particles originally at the initial couple interface. Small shifts in 

the particle position may have occurred during annealing due to the 

Kirdendall effect ( 3 0 ) .  The concentrations of the alloys shown in the 

upper left of each plot were taken from the end points of the cubic 

spline curve (solid line) used to represent the experimental data during 

analysis of the diffusion couples. 

12OOOC Couples 

y /  y Couples. The amount and location of Kirdendall porosity 

was the only distinguishable microstructural difference between the Y /  Y 

couples. 

original couple interface and is discussed in a later section. Some 

couples showed little or no porosity (Ni-lOAl/W, B69/Y, Ni-lOAl/X) while 

others showed a large amount (up to 12 vol. % )  of porosity (7S/1$, 

Ni-lOAl/GS, 3S/Y). In many of the 12OOOC diffusion couples containing 

porosity, the concentration measured at a specific point was 

significantly different from that in the surrounding area. In most 

cases, the questionable concentration could be visibly associated with a 

pore. Questionable concentrations were removed from the 

The porosity was usually located on only one side of the 



96 

\ 
rl 
4 . 0 

0 

0 KJ 
0 ;I 

U 
cy 

W 

0.017 0' OI O ' O Z  0 ' 0 1  

Isf 
I 

r\l 

V 
a, 
k 
5 
b, . .4 
kl 

0 

0 
0 
a 

t 

P 



97 

concentration/distance profiles so as not to affect the smoothing 

routines used in the analysis of the diffusion couples. 

Many of the couples exhibited a maximum in the Cr concentration profile, 

while two of the couples exhibited maxima and minima in the A1 

concentration profiles (Ni-lOAl/GS, 7S/lS). A representative 

concentration/distance profile for one of the 

12OOOC is shown in Figure C.3. Concentration/distance profiles for the 

remaining Y/ Y couples and the Y/ Y + Y' couple (3SL/W) are shown in 

Appendix C.2. The distance coordinate is shifted as previously 

described for the llOO°C couples. The diffusion paths for the Y / Y  

couples annealed at 12OOOC are shown in Figures C.la and b. 

Y/ Y couples annealed at 

y/ y + B and y/ y + y '  Couples. The Y/ Y + B couples exhibited 

phase and complex diffusion behavior associated with recession of the 6 

diffusion in the Y + 6 region. Many of the couples contained porosity 

which varied in amount and location. For all y / y + 8 couples, the 6 

phase receded from the original couple interface 

alloy, the B recession decreased with increasing Cr in the Ni-Cr, Y - 

phase alloy. For example, in the alloy 4 couple series, the 8 

recession was greatest in couple 4/Ni (317 pm), followed by 4 / X  (205 1-1 

m), 4 / Y  (143 ym) and 4/Z (123 ym). In addition, diffusion in the Y + B 

region of the alloy always shifted the concentration of the Y and 8 

phase near the Y/ Y + B interface from the equilibrium tie-line (ETL) 

to higher Al, lower Cr concentrations (Figure C.4). Stated otherwise, 

the diffusion path cut across tie-lines in the y + B region, exiting 

the y + 

by the ETL for the bulk Y + 6 alloy. 

-phase alloy, the greater the shift in concentration from that given by 

For the same Y + B  

region at a higher Al, lower Cr concentration than that given 

The greater the Ni content of the Y 
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the ETL. Even though the concentrations in the Y + B  region shifted 

from that given by the ETL, the concentration of the 

consistent with the Y /Y + 8  

diagram at 12OOOC (Appendix B). This observation implies the existence 

of local equilibrium between the y and 8 phases in the Y + B  region 

(31) - 

phase was 

phase boundary of the NiCrAl phase 

A representative concentration/distance profile for one of the Y /y 

+ couples is shown in Figure C.5. The distance coordinate has been 

shifted so that the zero position corresponds to the y / y  

interface. 

concentration profile (Figure C.5) typically associated with a steep A1 

concentration gradient ( 4 / X ,  4 /Y ,  4/Z, B1/Z, B3/Y, 2C/W, B3/X, 6 / Y ,  9C/W 

and Bl/Y). The Y /Y + B  diffusion paths are plotted on the ternary 

phase diagrams in Figures C. la and b. The recession of the B 

phase for couple 9C/W) after 100 hours at 120OOC is given in Table C-2. 

Representative microstructures of three of the 

shown in Figure C.6. A significant difference in the amount of porosity 

between the couples of Levine (12) (Figure C.6c) and those fabricated in 

this study (Figure C.Ga,b) is evident in the microstructures o f  Figure C 6 

-k 6 

Many of the couples exhibited a maximum in the Cr 

phase (and Y ' 

Y/ Y + 8 couples are 

Analysis 

y / y Couples (1100O and 12OO0C). 

Two techniques are commonly employed to determine 

concentration-dependent interdiffusion coefficients in ternary alloys. 

The first technique requires positioning of the Matano plane while the 

second technique does not. For simplicity, the two techniques will be 

simply referred to as KBM (Kirkaldy E171 and Boltzman/Matano 1181) and 



101 

fY 
I: 
0 
0 
d 

I 

0 
0 
cu 

0 

d 

A 

X 
\ 
f 
W 

CY 
0 
0 
N 
I 

Z 
\ 
_I 

0 

=b- 
0.l 

I 
CY 
0 
@- 

c\1 

I 

Z 

H 

a 

4 

H 

4 

I 
4+ 

0 

0 
0 
0 
H 

0 

0 
Lo t @- ' 

A 

a, 

5 
u 
0 w 

in 
3 



102 

Table C-2 

f3 Recession in y /  y + f3 Couples (1200°C) 

6 Recession ( urn) Couple 

4/Ni 
4/x 
4/y 
4/2 

Bl/Ni 
B l/W 
B 1 / Y  
B 1/Z 

B3/X 
B3/Y 

6C/W 
6/Y 

317 * 21 
205 f 11 
143 k 9 
123 * 5 

510 k 26 
363 _+ 16 
222 f 13 
155 k 9 

533 k 13 
460 k 10 
270 _+ 9 

428 k 17 
314 k 10 

140 * 25 
129 2 15 

1c/w 150 _+ 6 
2c/w 313 2 12 
2C/3SL 114 rt 9 

9C/W ( Y' Recession) 503 % 20 
5c/w 33 k 4 
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a. 

b. 

C .  

Figure (2.6 y/y+8 diffusion couples annealed at 1200OC for 100 hours. 
a. Ni-10.2Cr-22.2Al/Ni-25.OCr ( B 3 / X ) ,  b. Ni-12.7Cr-24.OAl/ 
Ni-25.OCr (4/X) and, c. Ni-14.4Cr-23.7Al/Ni-12.OCr (lC/W). 
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the second technique as WG (Whittle/Green [321) .  Both techniques 

calculate the four interdiffusion coefficients at a common intersection 

of two diffusion paths. For the use of either technique, the partial 

molar volume of A1 and Cr were assumed to be concentration independent. 

Characteristics and use of the two techniques will be briefly described 

separately. 

The KBM method requires positioning of the Matano planes according 

to the Equation: 

t 
‘i 
1 XdC = 0 

‘i 
- 

i=Al, Cr IC. 11 

+ - 
where X is measured from the Matano plane and C and C. are the bulk 

concentrations at either end of the couple for both components A1 and 

i 1 

Cr. Splitting Equation ill into two integrals yields: 
* * 

‘i ‘i 
1 XdC = s XdC i=Al ,Cr 

+ - 
‘i ‘i 

ec.21 

* 
where C 

Positioning of the Matano plane for both components should ideally be 

is the concentration of component i at the Matano plane. i 

identical. Coincidence of the Matano planes calculated by Equation 

IC.11 for each component can be used as an experimental check on the 

consistency of the concentration/distance measurements ( 3 3 ) .  One 

problem in positioning the Matano plane occurs in couples with a very 

small concentration difference of one component between the two bulk 

alloys. In this case, very small changes in the bulk concentration of 

one of the alloys can drastically affect the position of the Matano 
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plane. Couples 7S/1S and Ni-lOAl/GS exhibit very Little change in the A1 

concentration across the diffusion zone, while couple 3SL/W (llOO°C) 

exhibits very little Cr concentration change across the diffusion zone. 

For two of the couples, only the Cr Matano plane (7S/lS) or A 1  Matano 

plane (3SL/W, llOO°C) was used to calculate the interdiffusion 

coefficients. The A1 and Cr MaEano planes for each of the Y/Y 

couples are shown in the concentration/distance plots of Figures C.2, 

C.3 and Appendix C.2. 

calculated on the basis of Equation LC.11 were used to help assess the 

accuracy of the measured diffusivities. 

were not coincident, both Matano planes were used to calculate several 

sets of the four diffusion coefficients (see Appendix C.l). The range 

in the values of the diffusivities calculated for each Matano plane were 

taken as indicative of the accuracy of the diffusion coefficients. 

Discrepancies between the A1 and Cr Matano planes 

If the A 1  and Cr Matano planes 

All integrations involving the concentration/distance profiles for 

positioning the Matano plane and for subsequent calculation of the 

diffusivities were performed numerically using Simpsons 1/3 and 3/8 

approximations (34). A smooth curve representative of the 

concentration/distance data was produced by a cubic spline curve 

smoothing routine (35). The cubic spline curve is shown as the solid 

line in each of the concentration/distance plots in Figures C.2, C.3 and 

Appendix C.2. Smoothing parameters for the A1 and Cr curves are shown 

atop each plot to the right side. In general, a larger smoothing 

parameter is indicative of more random scatter in the experimental data, 

The smooth cubic spline curve was divided into 2500 segments to permit 
i 

accurate numerical integration by Simpson's approximations. The 
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numerical integration was accurate to less than one percent relative 

error 

The possibility of misrepresenting the experimental data always 

exists when using curve smoothing routines. 

routine used in this study was desired to eliminate the obvious point to 

point fluctuations in the experimental data. The fluctuations were most 

obvious in the Cr concentrations. 

parameters did not strongly influence the numerical integrations. A 

significant benefit of the cubic spline smoothing routine was the 

ability to determine the concentration gradient at any position of a 

concentration profile. The concentration gradients for A1 and Cr for 

both intersecting diffusion paths at the concentration of the 

intersection are required to calculate the four interdiffusion 

coefficients (17, see also Appendix C.1). Determination of the 

concentration gradients is often a source of considerable error (33) and 

discrepancies between diffusivities calculated by different authors. Tn 

this study, once the smoothing parameters for the cubic spline smoothing 

routine were chosen as most representative of the experimental data, the 

concentration gradients were fixed eliminating one subjective step of 

considerable sensitivity. The average and standard deviation of the four 

interdiffusion coefficients calculated at the intersections of the y/u 

diffusion paths are listed in Tables C-3 (llOO°C) and C-4 (120OOc). 

The cubic spline smoothing 

Small variation in the smoothing 

The WG technique eliminates the need to position the Matano plane 

by normalizing both the A1 and Cr concentrations. Whittle and Green 

(32) have introduced the normalized concentration parameter Y defined 

as : 

i 
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ci - ei 

c. - ci 
- Y =  i t 

1 

i=1,2 IC.31 

where C .  is the concentration of A1 or Cr, and C.- and C'. are the 

concentrations of A1 or Cr at either end of the diffusion couple. 

necessary equations to calculate the four interdiffusion coefficients 

are fully described in References 32 and 36 .  Since the Matano plane is 

not calculated by the WG method, only one set of diffusivities is 

determined. The four interdiffusion coefficients for each of the Y/ Y 

couples at 1100O and 1200°C calculated using the WG technique were 

1 1 1 

The 

usually in the range of values and typically very close to the average 

calculated using the KBM technique. The diffusivities calculated by the 

WG technique were included in the average values listed in T a b l e s  C-3 

and C-4. 

Additionally, two of the four interdiffusion coefficients can be 

determined from a single diffusion couple by either the KBM or WG method 

when the A1 or Cr concentration profiles exhibit a maximum or minimum. 

A discussion of the use of both techniques and a caution for using the 

KBM method, is given in Reference 3 6 .  Both methods have been used to 

determine two of the four interdiffusion coefficients wherever a clearly 

discernible maximum or minimum in the A1 or Cr concentration profile 

occurred in the Y/ Y couples. (Only the diffusion couples annealed at 

12OOOC exhibited clearly discernible extrema.) Where the A1 and Cr 

Matano planes were not coincident, the KBM method yielded two sets of 

diffusion coefficients. The diffusivities calculated at A1 or Cr 

extrema are also listed in Table C-4. 

y / y + 6 Couples: The WG method for calculating interdiffusion 

coefficients can only be used with Y/ Y + 6 couples if diffusion in 

J 
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the y+ B 

Measuring the diffusion in the Y -b 6 

average concentration in the two-phase region as a function of the 

distance from some convenient reference point. The lack of accurate 

measurements of the 

straightforward use of the WG method. As a result, this method was not 

utilized to calculate the diffusivities with the Y/ Y + 6 

region is insignificant or can be accurately measured. 

region requires determining the 

B phase composition in this study precluded 

couples. 

The KBM method has previously been used to calculate ternary 

interdiffusion coefficients in V/ 6 -type diffusion couples ( 3 7 ) .  The 

main difficulty in using the KBM method with 

with positioning the Matano plane. 

plane assumes a knowledge of the average A1 and Cr concentration as a 

function of position in the yt 8 

two-phase region has occurred. The lack of accurate 6 phase 

concentration data in the Y+ f3 region prevented the determination of 

the Matano plane directly from the concentration/distance profiles. 

y/ y + 6 couples comes 

Accurate positioning of the Matano 

region when diffusion in the 

The position of the Matano plane was approximated as the present 

location of markers originally located at the initial couple interface. 

Because of the uncertainty in the position of the Matano plane, a range 

of 5 20 microns from the location of the markers was used. Review of 

Figures C.2,C.3 and Appendix C.2 show that the calculated Matano planes 

for A1 and Cr in the Y/Y couples are almost always within 20 microns 
0 

of the original interface markers. The range in the position of the 

Matano planes again gave several sets of diffusion coefficients when 

calculated using the KBM method. The average and standard deviation of 

the four interdiffusion coefficients calculated using the KBM method for 

each of the Y/ Y + 6 (and the Y /Y + Y' 1 couples are listed in 
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Table C-4. Two of the four interdiffusion coefficients were also 

calculated at A1 and Cr maxima and minima and are also listed in Table 

c-4. 

Discussion 

Possible Errors 

There are several possible sources of error associated with 

calculating the interdiffusion coefficients in this study. Some of the 

possible sources of error include: 

1. 

2. 

3. 

4. 

5 .  

6. 

7. 

Integration of the areas under the concentration/distance 

profiles and determination of the concentration gradient at 

specific concentrations. 

The accuracy of the concentration measurements. 

Ignoring an obvious vacancy flux imbalance which has resulted 

in significant porosity in many of the couples. 

The assumption of a concentration/independent partial molar 

volume of A1 and Cr. 

The 5°C difference between the annealing temperature of the 

couples fabricated in this study and the previously fabricated 

and annealed couples (12). 

Solution of the flux balanze equations where the two diffusion 

paths cross at high angles or near the end points of one of the 

diffusion paths. 

Positioning of the Matano plane. 

Errors associated with the area integration and gradient 

determination have previously been discussed and are dependent on the 

J 



115 

cubic spline represention of the experimental data. The cubic spline 

smoothing routines eliminate point-to-point concentration fluctuations 

associated with the electron microprobe measurements. In addition, use 

of the cubic spline curve smoothing routine is believed to improve the 

accuracy of the integration and concentration gradient determination 

over manual techniques to determine the areas and gradients. 

accuracy of the concentration measurements has previously been 

discussed. Ignoring the vacancy flux imbalance should have no effect on 

the measurement of the interdiffusion coefficients, affecting mainly the 

relationship between the interdiffusion coefficients, the intrinsic 

diffusion coefficients, and marker motion due to the Kirkendall effect 

(38,391. The reduction in cross-sectional area in the diffusion zone of 

the couples containing significant porosity might be expected to reduce 

interdiffusion, but surface diffusion of A 1  and/or Cr on the inner 

surface of the pores may provide enhanced diffusion paths. 

and B69/Ni both contain considerable Kirkendall porosity in the 

The 

Couples 4/Ni 

calculated at six diffusion path AlAl diffusion zone. Values of D 

intersections with 1-5 at.% Cr show very good agreement with the binary 

interdiffusion coefficients at similar A1 concentrations in the Ni-A1 

system (15,19-22) suggesting that the porosity may have a limited effect 

on reducing interdiffusion. Errors introduced by the assumption of 

concentration-independent partial molar volumes is probably well within 

the accuracy of the diffusion coefficients (17). The effect on the 

diffusivities of the 5'C difference in the annealing temperature is 

probably well within the accuracy of the diffusion coefficients (see 

Tables C-3 and C-4). Solution of the flux balance equations to 

calculate the diffusivities are most sensitive when the diffusion paths 
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intersect at high angles or near the end point of one of the diffusion 

paths (14,33). Under these conditions, small errors in the area 

integrations or concentration gradients result in large discrepancies in 

the diffusion coefficients. Several intersecting diffusion paths in 

this study can be identified as exhibiting these characteristics (i.e. 

Ni-lOAl/GS and 7S/lS, B69/Ni and 4/Ni). The diffusion coefficients at 

these intersections are of questionable value and exhibit diffusivities 

typically out of the range of diffusivities of close compositions. Each 

of the diffusivities of questionable value are starred in Tables C-3 and 

C-4. 

calculation of the interdiffusion coefficients. The standard deviation 

of each diffusivity listed in Tables C-3 and C-4 is the result of two 

Matano planes being used to calculate the diffusivities. 

error associated with the Matano planes is indicated by the standard 

deviations listed in Tables C-3 and C-4. The most significant test o f  

the validity of the diffusivities is the ability to utilize the 

diffusivities to predict conqentration/distance profiles in the Y phsse 

resulting from interdiffusion, and is discussed in part I1 of this 

appendix. 

Positioning of the Matano plane has a significant effect on the 

Therefore the 

Constraints on Ternary Diffusion Coefficients. Confidence in the 

validity of the diffusion coefficients can be increased by examining the 

diffusivities with respect to certain kinetic and thermodynamic 

constraints. Kirkaldy et. al (40) have derived the following 

thermodynamic constants for ternary diffusion coefficients: 

> o  
' 0  D ~ i ~ i  + D ~ r ~ r  
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- > o  
2. D A I A l  D C r C r  D A I C r  D C r A l -  

3. ( D A I A 1  ' D C r C r ) 2  4 ( D A l A l  C r C r  A l C r  D C r A 1 )  
X D  - D  

combining thermodynamic and k i n e t i c  c o n s t r a n t s  (17,40) r e s u l t s  i n  t h e  

fo l lowing  condi t ions :  

> O  and DCrCr > O  4.  D ~ i ~ i  

> o  

- X D  > o  
A l A l  D C r C r  D A I C r  C r A l -  

5 .  D A I C r  D C r A l  - 

6. D 

Af te r  e l i m i n a t i n g  t h e  d i f f u s i v i t i e s  of  ques t ionab le  va lue  ( s t a r r e d  

concen t r a t ions  i n  T a b l e s  C-3 and C-41, examination of T a b l e s  C-3 and C-4 

shows t h a t  a l l  o f  t h e  1100" and 1 2 O O O C  d i f f u s i v i t i e s  s a t i s f y  a l l  s i x  of  

t h e  k i n e t i c  and thermodynamic c o n s t r a i n t s .  

It i s  i n t e r e s t i n g  t o  examine t h e  concen t r a t ion  dependence of t h e  

fou r  i n t e r d i f f u s i o n  c o e f f i c i e n t s .  The d i f f u s i o n  c o e f f i c i e n t s  f o r  A l ,  

D 

l i t t l e  dependence on t h e  C r  concent ra t ion .  

of  5-6 i n  t h e  range 0-14 w t . %  A 1  whi le  D 

D ~ i ~ l  and D A I C r  r e l a t i v e  inc rease .  

or D 
C r A l  C r C r  

t h e  A 1  concen t r a t ion  i n  F igures  C . 7 a  and b. Nei ther  D 

e x h i b i t  a d e f i n i t e  dependence on e i t h e r  t h e  C r  or A 1  concent ra t ion .  

both i n c r e a s e  wi th  inc reas ing  A 1  concen t r a t ion  but show 

i n c r e a s e s  by a f a c t o r  

A l C r  
and D 

A l A l  

A l A l  

shows a s l i g h t l y  l a r g e r  

D 

A l C r  

(1200°C) are shown as func t ions  of 

D and D (12OO0C) are shown as func t ions  of  t h e  C r  concent ra t ion  

i n  F igures  C . 7 c  and d. 

C r A l  C r C r  

Various au tho r s  have u t i l i z e d  d i l u t e  s o l u t i o n  and r e g u l a r  s o l u t i o n  

approximations t o  describe t h e  v a r i a t i o n  of t e r n a r y  d i f f u s i o n  

c o e f f i c i e n t s  w i th  composition, p r i m a r i l y  i n  t e r n a r y  systems involv ing  an  

i n t e r s t i t i a l  s o l u t e  (28,41-43). Following t h e  t rea tment  of Bolze et .al .  

(41 ) ,  t h e  Wagner d i l u t e  s o l u t i o n  model (44) p r e d i c t s  
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and 
A l A l  concentration-independent diagonal diffusion coefficients (D 

D ) and off-diagonal coefficients given as: CrCr 

DCrAl r -a 
n u CrCr 

have previously D ~ i ~ i  and DCrCr 
concentration (Figures C.7a and 

CI Cr 

been shown to be dependent 

d) although DCrCr shows no 

dependence on the A1 or Cr concentration taken separately. 

cc.41 

EC. 51 

on the 

specific 

Figures C.8 

a and b show that DAICr/DAIA1 increases slightly with increasing A 1  

concentration, whereas D /D shows no clear relationship ta the Cr CrAl CrCr 

concentration. Clearly the Wagner dilute solution model does not apply 

for the concentrations examined in this study. 

The A1 concentration gradient has a much larger effect than the Cr 

concentration gradient on the diffusion of A l .  This result is evident 

for most of AlAl in Figure C.8a where it is shown that DAICr= 0.2-0.4 D 

the A1 concentrations in the Y phase. That DAICr is much less than 

might be expected considering the NiCrAl phase diagram. The Y/y D ~ i ~ i  

+ 6 phase boundary is almost parallel to the Ni-Cr side of the ternary 

phase diagram (Appendix €3) indicating a weak dependence of the A1 

chemical potential on the Cr concentration (45) .  

to the derivative of the A1 chemical potential with respect to the Cr 

DAICr is proportional 

concentration (16) and would therefore be expected to be small. The 

fact that the A1 concentration gradient does have a significant effect 

CrAl 0.5-1.5 on the diffusion of Cr is evident from Figure C.8b where D 
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is greater AlAl for most of the Cr concentrations. In all cases, D DCrCr 
than DCrCr, generally by a factor of 2-4. 

shown as a function of the A1 concentration in Figure C.8c. 

The ratio DAIA1/DCrCr is 

Similarly 

ratios for the diffusivities were reported for the NiCrAl system at 

1025°C (15) and 115OOC (46). One exception (46) to the ratio 

is discussed shortly. DAIA1/DCrCr 

It is much more helpful to view the diffusion coefficients as 

functions of both A1 and Cr. To accomplish this task, the diffusivity 

data for each of the four interdiffusion coefficients for both 1100" 

and 1200°C were fit using a simple regression analysis (47) to second 

order polynomial equations with the independent variables being the A1 

and Cr concentration. Interdiffusion coefficients from the literature 

for binary Ni-A1 (15,19-23) and Ni-Cr (15,24-26) alloys were also 

regression fit with a second order polynomial equation with one 

independent concentration variable, A1 or Cr, respectively. Binary 

interdiffusion coefficients for the Y phase of the Ni-A1 system (0-18 

at.% All were calculated using the binary regression equation and added 

at 0.0 at.% Cr. Likewise, binary AlAl to the measured values of D 

coefficients for the Ni-Cr system (0-44 at.% Cr) were added to the 

measured values of D at 0.0 at.% Al. The concentration dependence of 

the binary interdiffusion coefficients and the regression fit to the 
CrCr 

binary data are shown in Figures C.9a (Ni-A1 system) and C.9b (Ni-Cr 

go to zero as the A1 and DCrAl system). In addition, since DAICr 

concentration and as the Cr concentration go to zero (171, respectively, 

values of D =O for 0.0 at.% A1 (0-40 at.% Cr) were added to the AlCr 

and DcrA1=O for 0.0 at.% Cr (0-20 at.% Al) were AlCr measured values of D 

added to the measured values of D The ternary interdiffusion CrA1' 
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coefficients, with the added binary data, were fit to a second order 

polynomial equation by a regression analysis ( 4 7 ) .  The resulting 

equations and correlation coefficients for both llOO°C and 1200°C are 

given in Table C-5. The interdiffusion coefficients for 12OOOC are shown 

plotted as functions of A1 and Cr in Figures C.lOa-d. In each of the 

plots, the flat areas at high A1 contents represent the 

where the diffusivity in the Y phase is expected to be essentially 

equal to the diffusivity at the Y/Y + 6 phase boundary. 

D increase with increasing A1 concentration, in agreement with the 

data of Tu (NiCrA1-1025'C [151 and Roper and Whittle (CoCrA1-1100OC 

I 

Y t 6 region 

and D ~ l ~ l  

AlCr 

[14]), but show only a weak dependence on the Cr concentration. D CrAl 

shows a strong Cr concentration dependence but weak A1 concentration 

dependence, similar to that in the CoCrAl system (14). D shows a 

very weak Cr dependence but increases with increasing A1 concentration, 

CrCr 

especially for A1 concentrations greater than 10 at.%. 

As previously shown (Figure C.8c) , DAIAl in the NiCrAl system is 

is the same magnitude as D CrAl CrCr' always greater than D while D 

Green (46) has measured two sets of interdiffusion coefficients in the Y 
AlCr ' 

phase of the NiCrAl system at 115OOC. Roper and Whittle (14) have 

extrapolated the diffusion coefficients to llOO°C for comparison with 

diffusivities measured in the CoCrAl system. There is excellent 

agreement between the values measured in this study and the extrapolated 

(llOO°C) values for D and D while the extrapolated values for CrA1' CrCr 

are 3-10 times less than the values measured in this AlCr and D D ~ i ~ i  

study. The diffusivities measured by Green exhibit similar 

characteristics to the diffusivities measured in this study (D > 
AlAl 

1 except than Green has found that D and D DAICr' DCrCr DCrAl CrCr CrAl 
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Table C-5 

Concentration Dependence of Interdiffusion Coefficients 

D x l o l o  cm2/sec. 

1200oc 

2 
= 1.97 + 1.38 X A1 + 0.18 X Cr + 0.0061 X A12 - 0.0032 X Cr 
= 0.135 + 0.28 X A1 - 0.016 X Cr + 0.035 X A12 + 0.00040 X Cr 

= -1.41 + 0.33 X A1 + 0.47 X Cr - 0.013 X A 1 2  - 0.0081 X Cr 
2 = 3.21 - 0.56 X A1 + 0.18 X Cr + 0.070 X A12 - 0.0037 X Cr 

D ~ l ~ l  

DAICr 

DCrAl 

DCrCr 

2 

2 

1100 O C  

2 
= 1.23 + 0.073 X A1 - 0.0083 X Cr + 0.010 X A12 = 0.00016 X Cr 

2 = 0.012 + 0.092 X A1 - 0.0010 X Cr + 0.00016 X A12 + 0.00002 X Cr 

= 0.0766 - 0.015 X A1 + 0.084 X Cr + 0.000062 X A12 - 0.0015 X Cr2 
= 0.783 - 0.012 X A1 + 0.025 X Cr 

D ~ i ~ i  

DAICr 

DCrAl 

D CrCr 
2 0.00096 X A12 - 0.00052 X Cr 

A1 and Cr concentrations in atom per cent. 

2 Coefficients of Determination ( R  ) 

AlAl D 

DAICr 

DCrAl 

D CrCr 

ll0O0C 12OOOC 

0.99 0.85 

0.97 0.93 

0.91 0.75 

0.74 0.75 
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i n  obvious disagreement with t h e  
A l C r  

and D 
A l A l  

are g r e a t e r  than D 

p resen t  study. The l imi ted  r e s u l t s  of  Green do not  permit a 

s a t i s f a c t o r y  explanation f o r  t h i s  disagreement. 

The four  i n t e r d i f f u s i o n  c o e f f i c i e n t s  can be ca lcu la ted  a t  var ious  

A 1  and CY concentra t ions  a t  temperatures o t h e r  than 1 1 0 0 ° C  and 1 2 O O O C  by 

use of t h e  regress ion equations i n  T a b l e  C-5. The main d i f fus ion  

and D ) w e r e  ca lcu la ted  a t  1025°C by assuming t h e  
A l A l  C r C r  

c o e f f i c i e n t s  ( D  

temperature dependence o f  t h e  d i f f u s i v i t i e s  t o  be described by t h e  

Arrhenius equation (18). The 1025°C d i f f u s i v i t i e s  w e r e  ca lcu la ted  a t  A1 

and C r  concentrat ions where t h e  d i f f u s i v i t i e s  were reported by Tu (15). 

Good agreement w a s  found betbeen t h e  predic ted  values  and t h e  values  

measured by Tu. Comparing t h e  values at each concentrat ion shows t h e  

t o  be an average of 1.4 t i m e s  g r e a t e r  than those 
A l A l  

p red ic ted  D 

measured by Tu. The predic ted  values f o r  D were an average of 1.6 

t i m e s  g r e a t e r  than those  of  Tu. The average value f o r  D 

each of t h e  concentra t ions  reported by Tu w a s  DAlA1=3.4X10 

t o  4.4X10-l1 predic ted  i n  t h i s  s tudy,  and t h e  average value fo r  DCrCr 

C r C r  
2 

( c m  /SI f o r  A l A l  
-11 compared 

2 -11 -11 ( c m  /SI measured by Tu w a s  DCrCr=1.8X10 compared t o  2.4X10 

p red ic ted  i n  t h i s  study. 

and D were also ca lcu la ted  
A l A l  C r C r  

Act iva t ion  energies  f o r  D 

assuming an Arrhenius- type temperature dependence of  t h e  regress ion 

w a s  r e l a t i v e l y  
A l A l  equations i n  T a b l e  C-5. The a c t i v a t i o n  energy f o r  D 

cons tant  f o r  A 1  concentrat ions greater t h a n %  3 at .% A l .  The average 

(excluding concentrat ions i n  value of t h e  a c t i v a t i o n  energy f o r  D 

t h e y  + 6 region) w a s  69 kcal/mol (288 kJ/mol). This value compares 

very w e l l  with t h e  a c t i v a t i o n  energy i n  the  b inary  N i - A l  system of  56-72 

A l A l  

kcal/mol (234-301 kJ/mol) (15,19-21). The a c t i v a t i o n  energy f o r  D 

is  shown i n  Figure C . l l a .  

A l A l  

d 
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(Figure C.llb) shows very l i t t l e  C r  The a c t i v a t i o n  energy f o r  D 

concentrat ion dependence i n  agreement with the  ac t iva t ion  energy i n  

binary N i- C r  a l l o y s  (24-26). The average value of t h e  a c t i v a t i o n  energy 

C r C r  

f o r  D w a s  67 kcal/mol (280 kJ/mol), cons is tent  with values i n  t h e  

l i t e r a t u r e  f o r  t h e  N i- C r  system of 61-70 kcal/mol (255-293 kJ/mol) 

C r C r  

(24-26). 

Examination of t h e  loca t ion  of t h e  poros i ty  and the  A 1  and C r  

concentra t ion  g rad ien t s  suggest a r e l a t i v e  ordering of t h e  i n t r i n s i c  

d i f f u s i v i t i e s .  Assuming t h e  r a t i o s  between t h e  i n t r i n s i c  d i f f u s i v i t i e s  

N - 
A l A l  t o  be similar t o  t h a t  i n  t h e  i n t e r d i f f u s i o n  c o e f f i c i e n t s  ( i .e .  D 

) and approximating concentrat ion g rad ien t s  as 4DA1~r IT 3 D C r A 1  3 D ~ r ~ r  

the  d i f fe rence  i n  t h e  bulk composition of the  a l l o y s  i n  a couple allows 

p red ic t ion  of  a vacancy f l u x  imbalance. Porosi ty would be expected i n  a 

couple where a l a rge  vacancy f l u x  w a s  predicted.  

approximations c o r r e c t l y  p r e d i c t  t h e  loca t ion  (which s i d e  of t h e  

o r i g i n a l  i n t e r f a c e )  of t h e  poros i ty  observed i n  the  V/Y couples 

annealed a t  1 2 O O O C .  When both A 1  and C r  d i f f u s e  i n t o  pure N i  (1.e.  

B69/Ni), t h e  poros i ty  always ay?pears on t h e  high A l ,  high C r  s i d e  of the  

o r i g i n a l  i n t e r f a c e  ind ica t ing  t h a t  A 1  and C r  atoms are d i f fus ing  more 

rapid ly  than those of N i ,  implying D 

of t h e  i n t r i n s i c  d i f f u s i v i t i e s  is supported by t h e  f indings  of two 

authors  (19,20) t h a t  DA1/DNi > 1 i n  t h e  N i  so l id-solu t ion  phase of t h e  

N i- A 1  system. In  add i t ion ,  the  presence of Kirkendall  poros i ty  on t h e  

high-Cr s i d e  of N i C r  couples (26)  also i n d i c a t e s  t h a t  DCr/UNi > 1 i n  t h e  

N i  so l id- solut ion  phase of  the  N i- C r  system. The d i f f u s i o n  couples 

f ab r i ca ted  i n  t h e  earl ier  study ( 1 2 )  exh ib i t  no  poros i ty  o r  less 

poros i ty  than those fab r i ca ted  i n  t h e  p resen t  study. The cause for t he  

observed d i f fe rence  i n  t h e  amount of  poros i ty  i s  not known. 

The above crude 

> D  > D  This ranking 
A l A l  C r C r  N i N i  - 

6 
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11. Predicting Concentration/Distance Profiles and Interface Motion 

Predicting Concentration/Distance Profiles 

The most critical test of the validity of interdiffusion 

coefficients is the comparison of measured and predicted 

concentration/distance profiles. 

simulate interdiffusion in infinite Y/Y diffusion couples to test the 

validity of the diffusion coefficients determined in this study. 

computer model was based on finite-difference techniques and took full 

account of the concentration dependence of the four interdiffusion 

A computer model was developed to 

The 

coefficients. 

The Y / Y 

for comparison since each diffusion couple yielded diffusivities only at 

discrete concentrations. The diffusivities used to predict the 

concentration profiles were based on a regression fit (see Table C-5) of 

all the measured diffusion coefficients. The contribution of one 

diffusion couple on the final regression equation was usually limited. 

Excellent agreement was found between the predicted and measured 

concentration/distance profiles. The predicted profiles are shown in 

Figures C.2, ' 2 . 3 ,  and Appendix C.2 for each of the Y/Y couples at 

llOO°C and 12OOOC. Couple 3SL/W ( Y /Y +Yl at llOO°C) was modeled as 

a y / y  couple with the A1 concentration in the 3SL alloy equal to 10.0 

at.% Al, the A1 concentration of the phase in the Y+y phase 

region. 

indicates that the recession of the Y' phase does not significantly 

influence the concentration profile in the Y phase, not surprising 

since alloy 3SL and alloy W have very close Cr contents and the Y and Y 

Details of the computer model are given in Appendix E. 

diffusion couples of this study were considered acceptable 

I 

The close agreement between the measured and predicted profiles 

I 
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phases have similar A1 contents. The interdiffusion of alloys 4SL and W 

at 115OOC after a 500 hour anneal was also predicted and compared to the 

measured concentration/distance profile. The diffusivities at 1150OC 

were determined from the llOO°C and 12OOOC diffusivity equations 

assuming an Arrhenius temperature dependence. Again, the predicted 

concentration profile shows good agreement to the measured concentration 

profile, as shown in Figure C.12. 

It is significant that the predicted and measured 

concentration/distance profiles exhibit such good agreement ccjlislderiny 

the earlier discussion of the possible errors. One of the main 

objections to the diffusivities measured in this study might be the 

amount of porosity in the diffusion zone of many of the diffusion 

couples. The porosity reduces the cross-sectional area of metal in the 

diffusion zone and might be expected to act as a diffusion barrier 

limiting interdiffusion. Yet, the excellent agreement between the 

measured profiles in the couples containing the most porosity (1.e. 

7S/lS, Ni-lOAl/GS), and the predicted concentration/distance profiles, 

in which no account is made for a vacancy flux imbalance or for the 

presence of porosity, strongly supports the validity of the measured 

diffusivities. In addition, the good agreement between the predicted 

and measured profiles for each of the Y/ Y couples justifies the 

analysis procedure which yielded several diffusivities as a result of 

the uncertainty in the position of the Matano plane. 

diffusion coefficients measured in this study are regarded as adequate 

to describe diffusion in the Y phase of the NiCrAJ system between 

llOO°C and 1200OC. 

Therefore, the 
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y/y +e I n t e r f a c e  Motion 

I t  is  i n t e r e s t i n g  t o  examine t h e  Y / Y  + f3 i n t e r f a c e  motion wi th  

regard  t o  t h e  measured i n t e r d i f f u s i o n  c o e f f i c i e n t s .  Several  au tho r s  

(28,29,37,48-54) have p rev ious ly  s tud ied  mult iphase d i f f u s i o n  i n  t c r n a r y  

a l l o y s ,  t y p i c a l l y  examining d i f f u s i o n  p a t h s  and t h e  complex phase 

morphologies which o f t e n  r e s u l t .  P r e c i p i t a t i o n  and phase 

t ransformat ions  i n  Fe-C-X a l l o y s  have rece ived  p a r t i c u l a r  a t t e n t i o n  

(55-58). The t h e o r e t i c a l  basis f o r  y /  i n t e r f a c e  motion i n  t e rna ry  

systems h a s  p rev ious ly  been d iscussed  (31,59-61) and t h e r e  have been 

several modeling s t u d i e s  s imu la t ing  p r e c i p i t a t e  growth i n  t e r n a r y  a l l o y s  

(52,53,59,62) .  I n  bo th  t h e  t h e o r e t i c a l  work and modeling z tud ie s ,  t h e  Y 

/ 6 i n t e r f a c e  i s  assumed t o  be e i t h e r  p l a n a r ,  o r  Ln t h e  case of 

p r e c i p i t a t i o n ,  c y l i n d r i c a l  or  sphe r i ca l .  P red ic t ing  

concent ra t ion /d is tance  p r o f i l e s  and t h e  Y / f i  i n t e r f a c e  motion r e q u i r e s  

s o l u t i o n  of  F i c k ' s  second l a w  i n  bo th  t h e  Y and 6 phases,  cons t ra ined  

by a f l u x  ba lance  cond i t i on  a t  t h e  Y / B  i n t e r f a c e  (52,53,59) .  A 

t i e - l i n e  across t h e  Y + B  phase f i e l d  is chosen so as t o  s a t i s f y  t h e  

f l u x  ba lance  a t  t h e  i n t e r f a c e  (52,53,62) .  During the  e a r l y  s t a g e s  of  

p r e c i p i t a t i o n  of  B i n  y , t h e  t i e - l i n e  need not  pass through t h e  bulk 

composition i n  t h e  y + 6 phase f i e l d ,  b u t  may s h i f t  wi th  t i m e  pass ing  

through t h e  bulk  composition only when t h e  d i f f u s i o n  f ie lds  about t h e  

p r e c i p i t a t e s  ove r l ap  and inpinge  i n  t h e  l a t t e r  s t a g e s  of  p r e c i p i t a t e  

growth (52,53,63,64).  

There have been no known modeling s t u d i e s  of  Y / Y  + 6 

i n t e r d i f f u s i o n  i n  t e r n a r y  a l l o y s .  Kirkaldy and BrDwn (28) have 

in t roduced  t h e  concept of t h e  " v i r t u a l  pa th"  which is  u s e f u l  f o r  

p r e d i c t i n g  i s o l a t e d  p r e c i p i t a t i o n  or a non-planar i n t e r f a c e  i n  Y / 6 

couples .  I n  b r i e f ,  u se  of t h e  v i r t u a l  p a t h  r e q u i r e s  determining a 

"i 
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d i f f u s i o n  pa th  i n  t h e  

f l u x  balance condit ion a t  t h e  Y /6 

d i f f u s i o n  pa th  i n  one of t h e  phases loops i n t o  t h e  

i s o l a t e d  p r e c i p i t a t i o n  or  a non-planar i n t e r f a c e  i s  predic ted  and t h e  

path  i s  " v i r t u a l "  and not  real  s ince  t h e  d i f f u s i o n  pa th  w a s  ca lcu la ted  

on t h e  b a s i s  of  a simple Y / 6  couple with a p lana r  Y / 6  i n t e r face .  

The concept of t h e  v i r t u a l  pa th  i s  u s e f u l  f o r  p red ic t ing  i s o l a t e d  

p r e c i p i t a t i o n ,  but  f a i l s  to  p r e d i c t  t h e  width, or growth rate of t h e  Y/ Y 

+ B or @/ Y +Y i n t e r f a c e .  Roper and Whi t t le  (45)  have i n i t i a t e d  t h e  

t h e o r e t i c a l  b a s i s  f o r  y/ y + 6 d i f f u s i o n  by allowing f o r  d i f fus ion  i n  

two-phase regions.  

introducing a "composite d i f f u s i o n  path". 

takes  i n t o  account both changing concentrat ions and varying volume 

f r a c t i o n s  i n  t h e  two-phase region. 

phase and also i n  t h e  6 phase sub jec t  t o  the  

in te r face .  I f  the  predic ted  

f i e l d ,  y +e 

The concept of t h e  v i r t u a l  pa th  w a s  extended by 

The composite d i f f u s i o n  pa th  

I n  b ina ry  y/ y + 6 couples, concentrat ion/distance p r o f i l e s  and 

t h e  Y/ Y + 6 i n t e r f a c e  v e l o c i t y  a r e  e a s i l y  ca lcu la ted  (65,661. For 

the  b inary  case ,  t h e  concentrat ions a t  t h e  Y /Y 

constant  and can be  read d i r e c t l y  from t h e  phase diagram. 

t h e  Gibbs phase r u l e  p r o h i b i t s  any d i f f u s i o n  i n  t h e  Y +6 

c o n t r a s t ,  t h e  e x t r a  degree of freedom afforded by t h e  inc lus ion of  a 

t h i r d  element permits  d i f f u s i o n  i n  t h e  Y + @  

Therefore, a possible d i f f u s i o n  pa th  f o r  a t e rna ry  y /y +6 couple 

might s ta r t  a t  t h e  bulk composition of  t h e  Y + B  

t i e- l ines  i n  t h e  

t i e- l i n e  f a r  removed from t h e  ETL, then  proceed through t h e  Yphase t o  

the  bulk composition of  t h e  Y a l loy .  This la t ter  d i f f u s i o n  behavior w a s  

observed i n  t h e  Y/ Y + 6 couples examined i n  t h i s  study. For each o f  

+ 6 i n t e r f a c e  are 

I n  add i t ion ,  

region. I n  

region of t h e  couple. 

a l l o y ,  c u t  across  

y + 6  region e x i t i n g  t h e  two-phase region a t  a 
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the y/ y t 6 couples examined, the diffusion path from the y i - 6  alloy 

cut tie-lines in the y t@ 

lower Cr concentration than that of the ETL. A partial explanation for 

this behavior can be given by considering the concentration/distance 

profiles and the flux balances for A1 and Cr at the y /y + 6 

interface. 

region, exiting the region at a higher Al, 

Consider first a y /y + f3 couple where the Cr content of the 

S 
alloy (CCrl) is greater than that in the Y + 6 alloy (Co ) .  The Cr 

diffusion path and concentration/distance profiles are shown 

schematically in Figures C.13a-c. Considering the A1 

concentration/distance profile (Figure C.13b), A 1  diffuses to the l e f t  

(negative flux) from the Y + 6 

in motion of the Y /Y + 6 interface to the right (positive). The f l u x  

balance at the y/ y + 6 interface for A1 states: 

alloy into the y -phase alloy resulting 

I x=s 

where the concentrations are as shown in Figure C.13b, d< is the y /Y +fl 

interface motion in time dt, and Jy 

evaluated at the y / y t 6 

is the A1 flux in the Y phase A1 

interface. The Al flux is also defined as 

[C- 7 1  

Since the A1 concentration gradient is positive (as shown in Figure 

C.13b) and DAIAl is always positive, the contribution of the first term 

containing D in Equation [C-71 is negative. In contrast, the Cr AlAl 
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Figure C.13 y/y+@ Diffusion Couples 
a. Schematic diffusion paths for one 
y+@ alloy coupled to two Ni-Cr alloys. 
b. Schematic A1 concentration profile 
and, c. Cr concentration profile. 
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concentration gradient is negative, and since D is always positive 

in the Y phase, the contribution of the second term containing D L rl 

Equation [C-71 is positive. Since D 

DAICr 

negative, into the Yphase. A mass balance for A1 requires that the two 

AlCr 

AI Cr 

is always much greater than 

the fixst term typically dominates and the overall AI. flux is 

AlAl 

cross-hatched areas in Figure C.13b be equal. The f l u x  balance for C r  

is given as: 

Cr 
0 d5 

(CCr - CY ) - = -J Cr dt 

where all terms are the Cr equivalent to those in Equatior, IC-61, the 

interface motion d 5 obviously being equal to that in Equation [C-61. 

For Y / Y + 6 interface motion to the right (positive) in Figure C . 1 3  , 

the Cr flux must also be positive and is given as: 

Y -  - -  a C A l  -DCrCr accr JCx ax  D C r A l  - a x  
1 c-91 

and D are both positive in the y phase, the first term CrAl CrCr 

CrAl 

CrCr CrAl CrCr 

Since D 

in Equation IC-91 is negative while the second term containing D 

containing D is positive. Since D and D are of the same 

magnitude, the Cr concentration gradient must be greater than the A 1  

concentration gradient in order for the overall Cr flux at the Y / Y  + b  

interface to be positive. As shown in Figure C.13c, Cr must diffuse 

down the Cr gradient for the Cr flux to be positive. A mass balance for  

Cx requires that the cross-hatched areas in Figure r.13~ to be equal. 

It becomes much more interesting to examine a Y alloy with a C r  

content lower than that in the y + B  alloy. This case is also shown 

schematically in Figure C.13 for the y alloy with the Cr concentration 
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. A s  a f i r s t  choice,  t h e  C r  concentrat ion p r o f i l e  might be assumed ‘ ~ r 2  

t o  be as t h e  dashed curve i n  Figure C . 1 3 ~ .  This  choice i s  obviously i n  

e r r o r  f o r  two reasons; f o r  a p o s i t i v e  C r  f lux  ( requi red  f o r  t h e  f l u x  

balance given i n  Equation [ C - 8 1 ) ,  C r  must d i f f u s e  up i ts  own 

concentrat ion gradient .  But from Equation [C-91, t h i s  i s  c l e a r l y  

impossible s ince  both t h e  A1 and C r  concentrat ion g rad ien t s  are p o s i t i v e  

and both DCrAl and D are always pos i t ive .  The second e r r o r  involves 

a mass balance between t h e  i n i t i a l  and f i n a l  C r  content  of both a l loys .  

There i s  c l e a r l y  a higher C r  content i n  t h e  Y a l l o y  t o  t h e  l e f t  of  the  

o r i g i n a l  i n t e r f a c e ,  and a higher C r  content  t o  t h e  r i g h t  of t h e  o r i g i n a l  

i n t e r f a c e  (now i n  t h e  6 -depleted region) than what w a s  i n  t h e  o r i g i n a l  Y 

+ p a l loy .  The c rea t ion  of t h e  add i t iona l  C r  i s  c l e a r l y  i n  e r r o r .  

S 

C r C r  

The necess i ty  f o r  d i f f u s i o n  i n  t h e  Y +B region i n  Y/ Y + 6 

couples can b e s t  be i l l u s t r a t e d  by considering a y + B  a l l o y  coupled t o  

pure Ni. For t h i s  case, t h e  i n i t i a l  C r  concentrat ion p r o f i l e  i s  shown 

i n  Figure C.14a .  The A1 concentrat ion p r o f i l e  i s  assumed t o  be 

approximately t h e  same as t h a t  shown i n  Figure C.13b. 

i n t e r f a c e  motion t o  t h e  r i g h t  i n t o  the  Y +6 a l l o y ,  the  C r  concentrat ion 

i n  the  6 -depleted region must increase  (see Figure C . 1 3 ~ ) .  Obviously 

t h e  C r  can not  come from t h e  N i  s i d e  of the  couple b u t  must be supplied 

from t h e  Y + 6 region. The only p o s s i b i l i t y  f o r  t h i s  t o  occur i s  by 

d i f f u s i o n  i n  t h e  Y t 6 

i n  t h e  Y + 6 

concentrat ion.  

are shown i n  Fi’gure C.14a and c;. 

region,  t h e  C r  f l u x  balance a t  t h e  y / y  +f3 i n t e r f a c e  becomes 

For y /y + p 

region so t h a t  t h e  d i f f u s i o n  path  c u t s  t i e- l i n e s  

f i e l d  and e x i t s  t h e  two-phase region a t  a lower C r  

A d i f f u s i o n  pa th  and associa ted  concentrat ion p r o f i l e  

When d i f f u s i o n  occurs i n  t h e  Y + 6 
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Initial C r  Proirie 
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Figure C.14 Ni/y+6 Dif fus ion Couple 
a. Schematic d i f f u s i o n  path, b. 
i n i t i a l  C r  concentra t ion  p r o f i l e  
and, c. a f t e r  i n t e r d i f f u s i o n .  
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[C. 101 

where Cy i s  the C r  concen t r a t ion  i n  t h e  Y phase where t h e  d i f f u s i o n  

p a t h  e x i t s  t h e  Y + @  region.  The i n t e r f a c e  concen t r a t ion  C is  an  

C r  
Y+B 

C r  

average C r  concen t r a t ion  i n  t h e  Y +  6 reg ion  con ta in ing  c o n t r i b u t i o n s  

0 
from bo th  t h e  Y and 6 phases.  

C r  C r  

dependent on t h e  d i f f u s i o n  p a t h  i n  t h e  Y + 6 region.  The term J 

r e f e r s  t o  t h e  C r  f l u x  i n  t h e  Y + reg ion  towards t h e  Y / Y + 6 

The depress ion  o f  C?+' below C is 

Y+C 
C r  

i n t e r f a c e  and c o n s i s t s  o f  d i f f u s i o n  i n  bo th  t h e  Y and 6 phases.  S ince  

t h e  le f t- hand s i d e  o f  Equation IC-101 i s  negat ive ,  and both  C r  f l u x e s  i n  

Equation [C-101 are negat ive ,  t h e  C r  f l u x  i n  t h e  Y + 6 reg ion  towards 

t h e  i n t e r f a c e ,  J , must be of  g r e a t e r  magnitude (more negat ive)  t han  
C r  

i n  o rde r  €or t h e  C r  f l u x  i n  t h e  

r+6 

J C r  
y phase away from t h e  i n t e r f a c e ,  

t h e  y/ y + 6 i n t e r f a c e  t o  move t o  t h e  r i g h t  i n t o  t h e  Y +  6 region. 

Add i t iona l ly ,  C r  i s  conserved by having t h e  areas which have l o s t  C r  

(area b+c i n  F igure  C . l $ c )  ,equal t o  t h e  areas which have gained C r  (area 

a+d) .  Therefore,  d i f f u s i o n  i n  t h e  y t 6 reg ion  of  U/ Y + B couples  i s  

r equ i r ed  when t h e  C r  concen t r a t ion  i n  t h e  y a l l o y  i s  less than  t h a t  i n  

t h e  Y + @ a l l o y .  Even when t h e  C r  concen t r a t ions  i n  t h e  Y and Y + B 

a l l o y s  are n e a r l y  equa l ,  d i f f u s i o n  i n  t h e  Y +6 reg ion  may be necessary 

because t h e  in f luence  of t h e  A1 concen t r a t ion  g r a d i e n t  i s  t o  d r i v e  C r  

away f r o m  t h e  y/ y + B  i n t e r f a c e  i n t o  t h e  Y a l l o y  (see Equation [C-9] ) . 
An a n a l y t i c a l  s o l u t i o n  p r e d i c t i n g  concent ra t ion /d is tance  p r o f i l e s  

and t h e  y/ Y + 6 i n t e r f a c e  p o s i t i o n  can be de r ived  i f  s e v e r a l  

s imp l i fy ing  assumptions are made. The s o l u t i o n  i s  b a s i c a l l y  a modified 

form of t h e  s o l u t i o n  f o r  Y / @ couples  (58) and assumes 
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concentration-independent diffusivities and planar interfaces. In 

applying the Y / 6  solution to Y /Y +6 couples, it is also assumed 

that no diffusion occurs in the Y + @  

at the Y / Y +@ phase boundary (Czr, Cll) are chosen which satisfy the 

flux balance at the y/ y + @  interface (Equations iC-61 and [C-81). The Y 

region. Cr and A1 concentrations 

/ y + 6 interface concentrations must also be consistent with a 

solution of Fick's second law in the Y phase. Therefore, the A1 and Cr 

concentrations in the Y +6 region are constant (See Figure C.13b and 

c). Implicit in this simplified ,solution is a Ootal disregard for the 

actual tie-lines, always assuming the equilibrium tie-line to pass 

through the bulk Y +6 composition (C,qr, Cil) and exit the y + P  region 

at the concentrations Czr, CAI. 

concentration profiles are shown in Figure C.15 for two hypothetical Y /Y 

Diffusion paths and schematic Cr 

+ 6 diffusion couples. 

the Y + B alloy. 

Alloy S1 has a Cr content greater than that of 

As in Figure C.13, Cr diffuses to the riqht down the 

Cr concentration gradient so that the cross-hatched areas in Figure 

C.15b are equal. The dashed lines passing through (Ctr, CA1) 0 and (CCr, Y 

CJl) in the y + 6 region (Figure C.15a) are assumed tie-lines. For 

alloy S2 (pure Ni) , the Cr concentration at the y / y  + 13 interface, 

C2r2, has shifted to a Cr concentration below C o  

concentration profile is shown in Figure C.15~. 

through (Ccr, Czl) and (CCyr2, Cy ) in the 

is again an assumed tie-line. 

A schematic Cr Cr * 

The dashed line passing 

region (Figure C. 15,) Y + P 
A12 

An analytical solution for this simplified case was applied to the 

4/Ni, 4 /X,  4/Y and 4/Z diffusion couples. The diffusivities calculated 

for the solution were appropriate for the concentrations at the Y / Y + 6 

interface. The y / Y + 6 phase boundary was assumed to extend across 

i 
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Figure C.15 y/y+@ Diffusion Couples 
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1 

t he  y phase region t o  t h e  N i - A 1  a x i s  (i .e.  no phase w a s  considered).  

The a n a l y t i c a l  so lu t ion  c o r r e c t l y  p red ic ted  s h i f t s  i n  t h e  concentrat ion 

a t  t h e  y /Y + B i n t e r f a c e  (C C ) t o  lower C r  concentrat ions as the  

C r  content  o f  t h e  

Y Y  
C r '  A l  

Y a l l o y  decreased, bu t  showed a much l a r g e r  s h i f t  

than  w a s  a c t u a l l y  present i n  t h e  annealed a l loys .  I n  addi t ion ,  t h e  

so lu t ion  p red ic ted  an inc rease  i n  t h e  C r  concentrat ion a t  t h e  Y / Y + 6 

i n t e r f a c e  f o r  couple 4/Z, whereas i n  t h e  a c t u a l  couple t h e r e  w a s  l i t t l e  

dev ia t ion  from t h e  ETL. The measured and predic ted  d i f fus ion  paths  were 

previously shown i n  Figure C-4. The f a i l u r e  of t h e  a n a l y t i c a l  so lu t ion  

t o  p r e d i c t  t h e  c o r r e c t  concentrat ions a t  the  Y / Y + 8 i n t e r f a c e  r e s u l t  

from neglect  of  t h e  d i f f u s i o n  i n  t h e  Y + 8 region,  which w a s  previously 

shown t o  be s i g n i f i c a n t  i n  Y/Y + 6 N i C r A l  couples. Allowing Lor 

d i f f u s i o n  i n  t h e  Y+ 8 region reduces t h e  necessary s h i f t  i n  the  Y / Y 

+ 6 i n t e r f a c e  concentrat ions.  Predic t ion  of t h e  Y / Y + 8 i n t e r f a c e  

p o s i t i o n  by t h e  a n a l y t i c a l  s o l u t i o n  shows acceptable agreement w i t h  the  

measured i n t e r f a c e  p o s i t i o n s  f o r  t h e  a l l o y  4 couples. 

measured i n t e r f a c e  p o s i t i o n s  are shown i n  Figure C.16. 

The predic ted  and 

I n  summary, t h e  

a n a l y t i c a l  so lu t ion  p red ic ted  s h i f t s  i n  t h e  concentrat ion a t  t h e  V/Y + 6 

i n t e r f a c e  t y p i c a l l y  mbch g r e a t e r  than those  observed i n  t h e  d i f f u s i o n  

couples. The Y/Y + 8 i n t e r f a c e  p o s i t i o n s  predic ted  by the  a n a l y t i c a l  

s o l u t i o n  showed reasonable agreement with t h e  i n t e r f a c e  pos i t ions  

measured on four  Y/Y + 8 couples. More accura te  modeling of t h e  

d i f f u s i o n a l  i n t e r a c t i o n s  i n  Y/Y + 6 d i f f u s i o n  couples must a w a i t  

f u r t h e r  development and extension of t h e  t h e o r e t i c a l  work i n i t i a t e d  by 

Roper and Whittle (45).  
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Conclusions 

1. 

been measured at llOO°C and 1200OC. 

greater than D while D and D are of the same magnitude. For 

all concentrations, 

Interdiffusion coefficients in they phase of the NiCrAl system have 

DAIAl is approximately four times 

CrCr AlCr CrAl 
is 2-3 times greater than D D ~ i ~ i  CrCr’ 

2.  

diffusivities can be ranked as: 

DAIAl’ DCrCr’ DNiNi 

The location of porosity in the couples suggests that the intrinsic 

3. 

interdiffusion in y/Y couples at 110O0-12OO0C. Good agreement 

between predicted and measured Y / Y  concentration profiles justifies 

the use of couples containing Kirkendall porosity, and the assumptions 

made in the analysis of y / r  + 6 couples. 

The diffusion coefficients have been shown to describe adequately 

4. 

couples has been discussed and a simplified analytical solution for Y / Y  

+ 6 couples has been utilized with limited success. 

The need for diffusion in the two-phase region of certain Y / Y + 6 
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Appendix C. 1 

Calculation of Ternary Interdiffusion Coefficients 

When the Matano planes Are Not Coincident 

’1 
Four ternary interdiffusion coefficients can be determined by using 

a Boltzman/Matano analysis applied to ternary alloys. For semi-infinite 

Y/ Y diffusion couples, Kirkaldy (17) has shown that integration of 

Fick’s second law yields: 
* 

n 

The origin for X must be defined by the Matano plane given as: 

t 
‘i 
J XdC = 0 

‘i 
- 

From Equation LC1.21, the left hand integral 

* 
1 

C .  

written as either integral: * 
‘i 
.f - XdCi = /+ XdCi 
c1 1 

C 

i=l, 2 lC1.21 

in Equation LC1.11 can be 

i=l, 2 IC1.31 

Simultaneous solution of four equations of the type shown above in 

Equation [Cl.ll (for both components [i=1,21 of two intersecting 

diffusion paths) where C is the concentration at the intersection, 

yields the four interdiffusion coefficients. When the Matano planes for 

* 
i 

components 1 and 2 as (defined in Equation [C1.21) are not coincident, 

several sets of diffusion coefficients can be calculated. Consider 

Figure C1.l where the Matano planes for component 1 and 2 are indicated 

as Xm and Xm and the concentration and position representing a 1 2 

J 
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* 
d i f f u s i o n  p a t h  i n t e r s e c t i o n  is  i n d i c a t e d  by C and X*. Based on t h e  

Matano p l ane  f o r  component 1, t h e  l e f t  hand i n t e g r a l  i n  Equation [ C l , 3 j  

i s  equal  t o  t h e  area -(A+B) i n  F igure  C1.1.  The r i g h t  hand i n t e g r a l  i n  

Equation [C1.31 is  equal  t o  t h e  area -(E+F)+D. By d e f i n i t i o n  of t h e  

Matano p l ane  f o r  component 1, areas E+F=A+B+D, and t h e r e f o r e ,  both 

i n t e g r a l s  i n  Equation IC1.31 are equa l  when c a l c u l a t e d  on t h e  basis of 

t h e  Matano p l ane  f o r  component 1. But,  i f  t h e  same i n t e g r a l s  are 

c a l c u l a t e d  on t h e  basis of Xm t h e  i n t e g r a l s  are not  equal  t o  one 

another  or  t h e  previous  c a l c u l a t e d  i n t e g r a l s  based on Xm The l e f t  

hand i n t e g r a l  i s  now equa l  t o  -(A+B+C) whi le  t h e  r i g h t  hand i n t e g r a l  i s  

equal  t o  -F+D+G. These l a t t e r  r e s u l t s  are both less (more negat ive)  arid 

greater (less negat ive)  t han  t h e  areas p rev ious ly  determined [-(A+B) = 

-(E+F)+D] us ing  Xm Therefore,  f o r  component 1 t h e r e  are t h r e e  va lues  

of t h e  l e f t  i n t e g r a l  i n  Equation KCl.11 when Xm i s  not  equal  to  Xm 

one based on Xm 

1 

2 '  

1' 

1' 

1 2 ,  

and t w o  based on Xm2. 1 There are also t h r e e  comparative 

va lues  for  t h e  l e f t  hand i n t e g r a l  f o r  component 2 i n  Equation [C1 .11 .  

I f  t h e  Matano p l a n e s  f o r  t h e  second i n t e r s e c t i n g  d i f f u s i o n  p a t h  are not 

equal ,  t h e r e  are a comparative number of va lues  for  t h e  l e f t  hand 

i n t e g r a l  i n  Equation [ C 1 . 1 ] .  Simultaneous s o l u t i o n  of t h e  f o u r  

equat ions  of  t h e  type  iC1.11  for  va r ious  combinations of  va lues  for  t h e  

i n t e g r a l  i n  Equation [C1.11 r e s u l t s  i n  numerous sets of t h e  f o u r  

i n t e r d i f f u s i o n  c o e f f i c i e n t s  a t  one d i f f u s i o n  p a t h  i n t e r s e c t i o n .  The 

d i f f e r e n c e s  between t h e  v a r i o u s  sets o f  d i f f u s i o n  c o e f f i c i e n t s  are 

s o l e l y  t h e  r e s u l t  of non-coincident Matano p lanes .  
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Figure C1.l Schematic concentration/dlstance profile for component 1. 
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Concentration/Distance Profiles 

for y/y Couples: llOOo and 1200OC 
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Appendix D 

y 1  and 6 Recession i n  N i C r A l Z r  Overlay Coatings 

The e a r l y  stages of coat ing/subs t ra te  i n t e r d i f f u s i c n  w e r e  examined f o r  

s e v e r a l  N i C r A l  Y -phase substrates coated wi th  a Y t B N i C r A l Z r  overlay 

coating.  The substrates w e r e  repeatedly a r c  melted (from pressed,  elemental 

powders) and sec t ioned i n t o  1.3 cm X 0.3 c m  d isks .  The overlay coat ing  w a s  

appl ied  t o  one s i d e  of t h e  d i s k  by low-pressure plasma spray a t  t h e  General 

E l e c t r i c  Research and Development Center,  Schenectady, N.Y. The average 

particle s i z e  of  t h e  powder before  spraying w a s  less than 40 pm. 

th ickness  va r i ed  between d i s k s  from 40-250 p m .  The coated s u b s t r a t e s  were 

annealed a t  115OOC i n  e i t h e r  s t i l l  a i r  or  flowing A r  f o r  0.5-25 hours. 

Compositions of  t h e  substrates and coat ing  are given i n  T a b l e  D- 1. 

as-sprayed coat ing  i s  shown i n  Figure D . l a .  

dense with no obvious poros i ty  a t  t h e  coat ing  s u b s t r a t e  in te r face .  

particles which were not  melted i n  t h e  plasma spraying process are obvious i n  

Figure D . l a .  The Y + 6 s t r u c t u r e  of t h e  coat ing  i s  clear i n  Figure D.lb 

where the  coated s u b s t r a t e  has been annealed i n  s t i l l  a i r  a t  115OOC f o r  four  

hours. Poros i ty  a t  t h e  coat ing/subs t ra te  i n t e r f a c e  i s  v i s i b l e .  The coating 

conta ins  approximately 70 % 6 

The coat ing  

The 

The coat ing  appears almost f u l l y  

Two powder 

phase. 

Coating/substrate i n t e r d i f f u s i o n  r e s u l t s  i n  a complex d i f fus ion  pa th  

between t h e  Y + 6 coat ing  and t h e  Y substrate. Diffusion of  A 1  from t h e  

coat ing  i n t o  t h e  s u b s t r a t e  r e s u l t s  i n  recess ion of  t h e  6 phase. 

occurs when t h e  d i f f u s i o n  pa th  f r o m  t h e  

region of t h e  phase diagram. 

i n  t h e  o u t e r  ha l f  of  t h e  coating.  

t h e  coat ing  and coat ing/subs t ra te  i n t e r f a c e  are shown on t h e  N i C r A l  phase 

Formation of Y' 

Y + 6 coat ing  passes through t h e  Y + Y  ' 

Oxidation also causes recess ion of  t h e  6 phase 

Schematic d i f f u s i o n  pa ths  f o r  oxidat ion  of 
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Table D-1 

Coating and Substrate Compositions 

Substrate Designations Composition (at.%) 

Ni-1OCr 
Ni-1OA1 
Ni-20Cr 
Ni-1OCr-1OAl 

Cr Al 
11.8 - 

- 6.8 
22.8 - 
13 .O 7.0 

Coating Composition 13.5 24.85 (0.06Zr) 

Alloy Compositions in 
Y/Y + 6 Couples shown 
in Figure D.3 (Ref. 1) 

1c 
5c 
6C 
8C 
w 

14.4 23.7 
17.1 28.2 
18.8 23.4 
20.8 16.9 
11.0 - 



177 

N 

Ni -1 3 C r-2 5 A  1-0.062 r 
Overlay Coating 

As Sprayed 

Substrate 

J 
a. 50pm 

I 

After 4 Hour Anneal at 1150°C 

\ '  

Figure D . 1  NiCrAlZr overlay coating 
a. as sprayed b. after 4 hour anneal at 115OOC. 
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diagram i n  Figure D . 2 a .  The 8 recess ion and formation of Y' are shown i n  

Figure D. 2b. 

dep le t ion  leaving only a 

D . 2 c ) .  

phase leaving only t h e  Ni-solid-solution Y phase. Dif fus ion i n  the  Y + 6 

region of t h e  coat ing  s o m e t i m e s  caused t h e  average composition i n  t h e  cen te r  

of t h e  coat ing  to  s h i f t  i n t o  t h e  Y +Y' + P  region before  t o t a l  fi deplet ion.  

Considerable oxidat ion  and/or i n t e r d i f f u s i o n  r e s u l t  i n  complete fi 

Y t Y '  region i n  t h e  cen te r  of  t h e  coat ing  (Figure 

Fur ther  oxidat ion  and i n t e r d i f f u s i o n  dep le te  t h e  coating of t h e  Y' 

Considerable poros i ty  usual ly  developed a t  t h e  o r i g i n a l  coat ing/subs t ra te  

i n t e r f a c e  as w e l l  as i n  t h e  8 -depleted region i n  t h e  coating.  

appears t o  be located  mainly i n  t h e  inner  ha l f  (nearest  t h e  subs t ra t e )  o f  t h e  

coating (Figure D. 2 c )  . 

The poros i ty  

P r e c i p i t a t i o n  of Y' w a s  observed i n  t h e  N i - 1 O A 1  s u b s t r a t e  near the  

coat ing/subs t ra te  i n t e r f a c e  a f t e r  very s h o r t  anneals  (Figure D.lb) .. The Y' 

dissolved wi th  f u r t h e r  annealing. The appearance of t h e  Y' i n  t h e  s u b s t r a t e  

i n d i c a t e s  a very high A 1  f l u x  from t h e  coat ing  i n t o  t h e  s u b s t r a t e  during t h e  

e a r l y  s t ages  of  coat ing/subs t ra te  i n t e r d i f f u s i o n .  A r ap id  in f lux  of A1 from 

t h e  coat ing  t o  t h e  substrate i s  no t  su rp r i s ing  considering t h e  f i n e  

mic ros t ruc tu ra l  scale of t h e  as-sprayed coating.  The as-sprayed coating 

p resen t s  seve ra l  poss ib le  h igh- d i f fus iv i ty  pa ths ,  such as i n i t i a l  powder 

part icle surfaces (poss ib ly  associated with a n  A 1  0 f i lm)  and numerous Y / f i  

phase boundaries. There is also a considerable micros t ructura l  chanqe i n  t h e  

as-sprayed coat ing  i n  t h e  f i r s t  few hours of an anneal (Figures D . l a  and b ) .  

The loca t ion  of  t h e  poros i ty  also supports  t h e  p o s s i b i l i t y  of a high A1 f lux  

f r o m  t h e  coat ing  i n t o  the  substrate. 

2 3  

The work presented i n  Appendix C 

suggested a ranking of  t h e  i n t r i n s i c  d i f f u s i v i t i e s  as D > D  > D  

A high A 1  f l u x  from t h e  coat ing  t o  t h e  substrate would r e s u l t  i n  a reverse  

f l u x  of vacancies f r o m  t h e  s u b s t r a t e  towards t h e  coating. 

AlAl C r C r  N i N i '  

Oxide p a r t i c l e s  i n  
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Figure 0.2 Schematic diffusion paths (a) and microstructures of 
overlay Foating after oxidation (b and c). 
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t h e  coating or  a t  t h e  coat ing/subs t ra te  i n t e r f a c e  could e a s i l y  act a s  

p re fe r red  sites f o r  vacancy coalescence. 

The y' and f3 phases e x h i b i t  accelera ted  recess ion during t h e  f i r s t  hour 

of  an anneal and again when d i f f u s i o n  w a s  a f f e c t e d  by t h e  f i n i t e  width of the  

coating.  The occurrence of  d i f f u s i o n  i n  t h e  Y + 6 region i n  N i C r A l  a l l o y s  

has  previously been observed (Appendix C ) .  I n  f i n i t e  overlay coatings,  

d i f f u s i o n  i n  t h e  region nea res t  t h e  oxide/metal i n t e r f a c e  occurs due 

t o  oxidat ion  and t h e  t r a n s p o r t  of  A 1  t o  t h e  oxide scale, while d i f fus ion  i n  

t h e  y + f3 region nea res t  t h e  s u b s t r a t e  occurs as a r e s u l t  of in te rd i f fus ion .  

When t h e  d i f f u s i o n  f i e l d s  i n  t h e  y + f3 region due t o  oxidat ion  and 

i n t e r d i f f u s i o n  over lap ,  t h e  volume f r a c t i o n  of  the  6 phase decreases 

r e s u l t i n g  i n  accelera ted  6 recession.  

recess ion i n  " i n f i n i t e "  Y / Y + 6 

and f3 

of t h e  anneal u n t i l  overlapping d i f f u s i o n  f i e l d s  r e s u l t e d  i n  accelera ted  

recession.  Recession of t h e  Y' and f3 phases i s  shown i n  Figure D.3. The 

onset  of acce le ra ted  recess ion due t o  overlapping d i f f u s i o n  f i e l d s  occurred at 

d i f f e r e n t  t i m e s  s ince  t h e  coat ing  th ickness  on each of  t h e  s u b s t r a t e s  varied.  

Therefore, 6 recess ion a f t e r  one hour w a s  - 52 pm i n  a coating only 7 1  pm 

t h i c k  ( N i - 1 O C r  subs t ra t e )  while t h e  f3 recess ion on t h e  same s u b s t r a t e  w a s  only 

48 pm a f t e r  nine hours i n  a coat ing  190 pm th ick .  

t h e  y 'and 6 recess ion f o r  each substrate i n  Figure D . 3  should be described by 

a s t r a i g h t  l i n e  passing through t h e  o r ig in .  Although t h e  amount of d a t a  

presented  i n  Figure D . 3  i s  somewhat l imi ted ,  examination of t h e  recess ion f o r  

similar s u b s t r a t e s  i n d i c a t e s  a very rap id  recess ion rate f o r  the  f i r s t  hour of 

Y + 6 

Levine (1)* has  previously shown t h a t  

N i C r A l  couples is parabol ic  with t i m e .  The 

recess ion i n  t h e  p resen t  s tudy appears parabolic a f t e r  t h e  f i r s t  hour 

For pa rabo l i c  recess ion,  

* The references  for  t h i s  appendix are l i s t e d  on page D9. 



181 

d 

140 

120 

n 

E 
3- 100 
5 
Tii 
5 80 
v) 

w 
LT 

rc . ‘ 60 
P 

40 

2c 

C 

I I I 1 I 
p and Y’ Recession (1150°C) 
y’ p Substrate 
0 o Ni-1OCr 
A A NI-10Al / 8 d W  

D Ni-20Cr 
o Ni- 10Cr-1OAI 
- B Recession -Infinite 

Couples 
Underlined Symbols Indicate 
Limited Y’or @ 
Remaining 

Q 

0 0 
0 

0 
0 

0 
0 
0 
0 

0 

-A0 
00 b:$ 0 

I 
v 

Figure D . 3  B and y’ recession i n  N i C r A l Z r  overlay coatings 
and y/y+f3 diffusion couples. 



annealing. This result is in agreement with the earlier discussion 

suggesting an unusually high A1 flux from the coating to the substrate durinq 

the very early stages of coating/substrate interdiffusion. 6 recession 

assuming parabolic rates are shown in Figure D. 3 for several Y / Y + 6 

infinite couples annealed at 115OOC (1). Alloy cornpositions are listed 111 

Table D-1. Alloy 1C is very similar in concentration and 6 volume fraction ( -  

70%) to the overlay coating, while alloy 8C contains less A1 and a lower 6 

volume fraction ( -  25%) than the coating. The 6 recession rate in tbe thick 

overlay coatings is very close to that in the 1C/W couple. The 6 recession 
. > 

rates in the coating after the diffusion fields in the finite coating overlap 

appear very similar to that in the 8C/W couple. 

The previous discussions can be summarized in a few statements: 

1. f3 recession is very rapid during the early stages of 

coating/substrate interdiffusion. The location of porosity in the 

coating supports the suggestion that the rapid 

result of a high A1 flux from the coating to the substrate. 

6 recession is the 

2. The 6 recession rate in thick coatings is approximately the same as 

that in Y/ Y + 6 infinite couples with similar compositions 

(accounting for the rapid initial f3 recession). 

Overlapping diffusion fields in the coating accelerate 3 .  Y' and f3 

recession. 

4. Complete depletion of the Y' and 6 phases would be expected at 5-15 

hours in a 60-100 pm thick coating on the four substrates examined 

in this study when exposed to both oxidation and interdiffusion at 

115OOC. 
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Appendix E 

COSIM - Coating Oxidation/Substrate Interdiffusion Model 

A numerical model utilizing finite-difference techniques was devel- 

oped to simulate diffusional interactions which occur during cyclic 

oxidation of coated substrates. The numerical model, entitled COSIM, 

simulates diffusional degradatipn of overlay coatings by oxidation and 

coating/substrate interdiffusion. When applied to NiCrAlZr coatings on 

various NiCrAl substrates, the numerical model predicts A1 and Cr 

concentration/distance profiles in both the coating and substrate. In 

addition, the model predicts the time at which the coating becomes 

sufficiently depleted of A1 so as to permit breakaway oxidation and 

formation of less protective oxides. Variables input to the model are 

the coating thickness, the A1 and Cr content of the coating and 

substrate, and the concentration dependence of the ternary diffusion 

coefficients for the temperature of interest. In addition, various 

oxidation parameters (thermal cycle frequency, oxide growth rate, oxide 

spalling constants) were indirectly used by the model by coupling the 

COSP spalling model (1)* to the COSIM diffusion model. The COSP model 

predicts the rate of A1 consumption (as A1 0 1, which was used as a 

boundary condition at the oxide/metal interface in the COSIM model. 

2 3  

Several assumptions were made in the development of the numerical 

model. They were: 

1. The two-phase coating could be approximated as a single 

* The references for this appendix are listed on page E20. 



2. 

3.  

4. 

5. 

6. 

phase of equivalent A1 and Cr concentrations. 

The ternary diffusivities appropriate for the Y phase could be 

extrapolated to the high Al concentration in the assumed, 

single-phase coating. 

Only A1 0 was formed. 

The oxide/metal interface was planar. 

Diffusion occurred only at the oxidizing temperature, i.e. 

negligible diffusion occurred during sample heat-up or cool 

down. 

The partial molar volume of A1 and Cr was independent of 

concentration. 

2 3  

The validity of each of these assumptions has been discussed in the 

numerical modeling section of this report. 

The COSIM model has been embodied in two computer programs, COSIMl 

and COSIMZ, The COSIMI program operates froq the start of oxidation 

until the diffusion-affected zones caused by oxidation and 

watingisubstrate interdif€usiort first begin to overlap. Until the 

overlap occurs, the first program considers the oxidation of the 

coating, and the coating/substrate interdiffusion separately and 

independent of one another, Therefore, the COSIMl program operates 

while the coating "behaves" as a semi-infinite slab on an infinite 

substrate. The COSIMZ program operates when the finite thickness of the 

coating becomes apparent, i.e. when the diffusional transport caused by 

oxidat4on at the oqter coatipg ajurface affects the concentration 

profiles caused by coating/substrate interdiffusion, and likewise, when 

coating/substrate interdiffusion affects the ability of the coating to 

supply A1 to the oxide scale. Once overlap of the diffusion-affected 
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zones i n  the coating occurs, the combined effect of coating/substrate 

in te rd i f fus ion  and oxidation rapidly  reduce t he  A 1  content i n  t h e  

coating. 

All di f fus ion ,  whether t h a t  caused by oxidation o r  coat- 

ing/substra te  in te rd i f fus ion ,  must obey the  ternary equivalent of Fick’s  

second l aw .  From Kirkaldy (2) ,for  A1 and Cr:  

[E-la1 

[ E-lb]  

Equations [E- la  and bl can be rewri t ten as: 

2 2 
aDAICr  - acCr acA, aDAiAi  * D A i ~ ~  a ‘A1 + D A I C r  a ‘Cr - - 

t EZ-2aI 
- = ,  

ax2 ax ax ax2 a t  ax ax 

2 2 
aDCrAl  - DCrAl  a ‘A1 % r A l  - acCx DCrCr a ‘Cr + -t 

ZE-2bI + 
ax2 ax ax + 

ax2 a t  ax ax 

Since t he  d i f f u s i v i t i e s  are known as functions of the  A 1  and C r  

concentration, the partial der iva t ive  of the  d i f f u s i v i t y  w i t h  respect t o  

dis tance can be rewri t ten for each of the  four  d i f f u s i v i t i e s  i n  

Equations [E-2a and bl by use of t h e  chain r u l e  as 

J 
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Substituting the appropriate form of Equation [E-31 into Equations [E-2a 

and b] yields two, rather lengthy, second order partial differential 

equations describing the diffusion of A1 and Cr in single-phase NiCrAl 

alloys. Solution of Equations [E-2a and bl requires certain initial and 

boundary conditions which are described in the sections below dealing 

separately with interdiffusion and oxidation. 

Basic Operation of the COSIM Model 

COS I M 1  

The COSIMl program consists of two distlnct pgrts dealing 

separately with coating/substrate interdiffusion and coating oxidation. 

Both parts of COSIMl progrq will be briefly discussed below. 

Interdiffusion. The finite-difference technique requires 

definition of a grid across the diffusion-affected zone. The initial 

diffusion zone for interdiffusion was chosen as 0.1llm positioned at the 

coating/substrate interface. The initial diffusion zone was divided 

into 30 grid points. Initial Zil and Cr Concentrations were assigned to 

each grid point using the error function so that the concentrations 

varied smoothly from the coating composition (Cr ,AlO) to the substrate 

composition (Cr ,AIS). 

0 

S 

The basic operation of the COSIM model is a sequential interation 

of the finite-difference equivalents to Equations [E-2a and bl for 

successive increments of time. First central-difference equations were 

substituted for each of the concentration derivatives in Equations [E-2a 

and b]. (The finite-difference technique and the difference equations 

can be found in most basic texts dealing with numerical analysis [3 ,41) .  
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Since the concentration dependence for each of the diffusivities was 

described in analytic form (Appendix C ) ,  the derivatives of the 

diffusivities (Equation [E-31) were calculated exactly. For each incre- 

ment in time At, the change in concentration AC for each grid point 

could be determined. By repetitive iteration, the 

concentration/distance profile could be determined for the total 

accumulated time i At, where i is the number of iterations. 

iteration, the boundary conditions at grid 1 and grid 30 must be 

satisfied. The boundary conditions in the coating and in the substrate 

were of the same form for interdiffusion. For the boundary condition in 

the substrate (at grid 30) an addition grid point (31) was added with a 

concentration equal to the bulk concentration of the substrate (Cr or 

A I S ) .  The concentration of grid 30 was allowed to increase or decrease 

according to Equation [E-2]. When the concentration at grid 30 for 

either A1 or Cr differed from the bulk composition by 0.005 at.%, an 

additional grid point (32) was added at a distanceAX into the substrate 

with a concentration equal to the bulk substrate concentration. The 

number pf grids in the coating (at grid 1) was also permitted to 

increase in the same manner. In this way, the number of grid points 

increased as the width of the diffusion-affected zone increased. When 

the number of grids in the diffusion zone had doubled to 60, the number 

was halved by using only every other grid. Cutting in half the number 

of grids effectively doubled the grid spacing AX. Doubling A X  

permitted the increment in time per iteration At to be increased, 

thereby reducing the necessary computation time. 

For each 

S 

The accuracy of the interdiffusion portion of the COSIMl program 

was verified by comparison to a closed-form analytical solution valid 
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for concentration-independent diffusion coefficients(2). 

specific to the finite-difference technique, the number of grids (N) , 

The parameters 

the initial diffusion zone width ( X o ) ,  and the concentration difference 

at the first and last grid point (DELC) controlling expansion of the 

diffusion zone, were each varied to determine the sensitivity of the 

finite-difference solution to these parameters. Figure E.la shows the 

excellent agreement between the analytical solution and the 

finite-difference solution 'INTER1' for several different parameter 

choices. The COSIMl program used an even more conservative set of 

parameters than shown in Figure E.l (viz., X -0.1 pm, N=30 and 

DELC=0.005 at.%). 

0- 

Oxidation. An initial diffusion zone was defined in the coating 

Twenty at the oxide/coating interface with a starting width of 0.1 m. 

grid points were equally spaced across the initial diffusion zone. The 

coating was modeled as a single phase with the initial concentrations at 

0' each grid point equal to the bulk concentration of the coating (Cr 

AlO). The oxidation portion of the COSIMl model operated in an 

identical fashion to that previously described, that is, by a 

sequential iteration of the appropriate finite-difference equations. 

There are several important differences between the oxidation and 

interdiffusion portions of the COSIMl model. The boundary condition at; 

the oxide/coating interface was provided by the COSP spalling model(1). 

The COSP model predicted the rate of A1 consumption (as A1 0 ) as a 

function of time. Details of the COSP model are given in a later 

2 3  

section. For each iteration of the COSIMl program, the COSP model 

predicted the rate of AL consumption for the accumulated oxidation time 

(based on the current oxide thickness). The rate of A1 consumption 
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4 

Y 

2 (mg/cm /SI was converted into the appropriate units used in the COSIMl 

program to define the necessary flux of A1 at the oxide/coating 

interface. The A1 flux in the coating is defined as(2): 

The flux of A1 entering the oxide is defined as(5): 

where a is defined as: 

[E-61 

* - 
is the partial molar volume of A1 in the coating and C is 

The 

where VA1 A1 

the A1 concentration in the coating at the oxide/coating interface. 

A1 flux in the oxide away from the oxide/metal interface is always 

greater than the A1 flux in the coating towards the interface because of 

the motion of the interface into the coating. Using Equations [E-4 and 

51, and Jg: predicted by COSP allows determination of the A1 

concentration gradients in the coating at the oxide/coating interface. 

Using a first-order backwards difference equation for the A1 gradient 

permits calculation of the A1 concentration at the oxide/coating 

. For each iteration, the COSIM model also predicts the interface, 

recession of the oxide/coating interface resulting from the loss of A 1  

from the coating. 

the time interval At is(5): 

cL 

The equation relating thg interface recession At, in 
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[E-7 I 

where ail terms are as previously defined. Since Cr is not permitted in 

the oxide scale, Cr atoms must diffuse away from the moving oxide/metal 

interface. 

near the oxide/coating interface. The appropriate mass balance for Cr 

Motion of the interface tends to "pile-up" Cr in the coating 

at the interface is given as: 

* 
where C is the Cr concentration at the oxide/coating interface and 

other terms are as previously defined. Since A c  is fixed by Equation 

[E-71, Equation [E-81 can be used to calculate C for the current time 

t+At (the Cr concentration gradient in Equation [E-81 is calculated at 

time t) . 
The greater the oxide/coating interface recession, and the slower the Cr 

diffusion away from the interface, the greater the value of C 

Cr 

* 
Cr 

* 
'JPherefore, CCr is not fixed but allowed to vary with time. 

* 
Cr 

The concentrations at each grid point must be shifted to account 

for the recession of the oxide/coating interface. The grid spacing was 

also redetermined, The A1 and Cr concentrations were shifted according 

to the usual Murray/Landis-type transformation(6). The final operation 

during each iteration of the COSIMl program was to force the A1 and Cr 

concentration at each grid point to satisfy the finite-difference 

equivalent of Equations tE-2a and bl just as for the interdiffusion 

portion of the COSIMl program. When the concentrations at the 

inner-most grid point in the coating (nearest the substrate - grid 20) 

differed from the bulk concentration of the coating by 0.005 at.%, the 
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total width of the diffusion zone was increased by A X  (the grid spacing 

was increased by A ~ / 2 0 ) .  The concentrations and positions of the grid 

points were shifted again by a Murray/Landis-type transformation. 

Therefore, in contrast to the interdiffusion portion of the COSIMl 

program where the number of grids varied from 30-60 and the grid spacing 

occasionally doubled, the number of grids in the diffusion-affected zone 

resulting from oxidation remained constant and the grid spacing 

increased gradually to accommodate the expanding diffusion affected 

zone. 

I 

The accuracy of the oxidation portion of the COSIMl program was 

verified by comparison to a closed-form analyticpl solution dervied by 

making several restrictive assumptions. The analytical solution 

requires that the diffusion coefficients be concentration independent 

and that the partial molar volume of A1 ( vAl) be equal to zero. 
Setting 7 =O eliminates the recession of the oxide/metal interface. In 

addition, the boundary condition at the oxide/metal interface could not 

be supplied by the COSP spalling model. The A1 and Cr concentrations at 

the oxide/metal interface, input to the analytical solution, remained 

constant with time. The last restriction results in 

concentration/distance profiles more indicative of isothermal oxidation. 

The parameters specific to the finite-difference technique were the 

number of grids (N), the initial diffusion zone width (X ) ,  and the 

concentration difference at the inner-most grid point controlling 

expansion of the diffusion zone (DELC). Figure E.2 shows the excellent 

agreement between the analytical solution and the finite-difference 

solution for 2-10 grid points in the diffusion zone. The other 

finite-difference parameters for the profiles in Figure E.2  were X 

A1 

0 

=1,0 urn 
0 

J 



I 

194 

D11= 10 .OO 
D12= 4.00 
D21= 4.00 c 

022= 10.00 

-100 .o 0.0 100.0 200.0 300 9 400 .O 500 0 600 ,O 

UlSTRNCE (MICRONS) 

Figure E.2 Comparison of finite-difference solution and 
analytical solution for oxidation of a single 
phase alloy. (The diffusivities, D i j ,  shown 
above have the units cm2/s x 101O.) 



195 

and DELC=0.05 at.%. The more conservative values used in the COSIMl 

program were N=20, X =0.1ym and DELC=0.005 at.%. 
0 

It should be pointed out that the accuracy of the COSIMl 

predictions were not sensitive to the choice of methods used to expand 

the width of the diffusion-affected zone. A constant number of grids 

and slowly increasing grid spacing were used in the interdiffusion 

program 'INTER2' and a comparison to the analytical solution for 

interdiffusion is shown in Figure E.lb. The excellent agreement is 

identical to that shown in Figure E . l  where the number of grids was 

allowed to increase to twice the initial value. The method using a 

constant number of grids and slowly increasing grid spacing was used 

with the oxidation portion of COSIMl to eliminate any possible "jolts" 

to the system caused by doubling the grid spacing (when the number of 

grids was cut in half) at the same time the A1 flux rapidly increased 

due to oxide spallation. 

COSIM2 

Oxidation and Interdiffusion. The COSIM2 program used a single 

diffusion zone which extended across the coating and into the substrate 

to a depth where no diffusion had occurred. The COSIM2 program was 

initiated when the diffusion-affected zones in the COSIMl program first 

overlapped in the coating. Since the grid spacing for the oxidation and 

interdiffusion portions of the COSIMl program were usually different 

when the overlap occurred, a cubic spline equation (7)  was fit to each 

concentration profile caused by oxidation and interdiffusion. The cubic 

spline equation was used to interpolate the A1 and Cr concentrations at 

equally spaced grid points extending across the coating and into the 



substrate. The COSIM2 program utilized 60 grid points. The COSIM2 

program operated in an iterative fashion identical to that of COSIM1. 

The boundary condition at the oxide/metal interface was provided by the 

COSP spalling model as previously described for COSIM1. The boundary 

condition in the substrate was identical to that at the inner-most grid 

point in the oxidation portion of COSIM1. Equations [E-2a and bl were 

utilized in the same manner as previously described. Therefore, in the 

COSIM2 program, the number of grid points remained constant while the 

grid spacing gradually increased. The maximum time increment for each 

iteration of COSIM2 was 300 seconds. 

There is no analytical solution with which to compare to the 

complete COSIM model. Increasing the number of grids in either COSIMl 

or COSIM2 produced equivalent results. Decreasing the time interval, 

At, also results in convirgance to a single value. Performing mass 

balance calculations by integrating under the concentration/distance 

profiles before and after simulated cyclic oxidation produced a relative 

error generally less than 5%. Based on the previous verifications of 

the separate portions of the COSIMl program, the COSIM model is 

considered as a valid solution to the diffusion equations for the given 

boundary conditions. 

COSP Spalling Model 

The COSP spalling model (1) simulates oxide growth and spallation 

during oxidation accompanied by thermal cycling. The COSP model 

predicts the weight of retained oxide (W ) remaining on the sample 

surface, the overall weight change of a sample ( A W) , the weight of 

metal consumed (Wm), and the rate of metal consumption (h 1 ,  each as a 

r 

m 
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function of t he  t i m e .  The most important parameters input t o  the model 

are t h e  oxide growth rate k oxide spa l l ing  parameters Q and a 

(defined below), and the  thermal cycle frequency A t .  

PI 0 

The basic operation of the  COSP model i s  an i t e r a t i v e  calculation 

of the  amount of oxide growth and the  amount of oxide spa l la t ion  f o r  

each thermal cycle. 

is  dependent on the  current oxide thickness. The greater  the  oxide 

thickness, the  lower the  oxide growth rate. The COSP model is  capable 

of dividing the  sample surface i n t o  a gr id  of rectangular areas and 

calculat ing the  oxide growth and random oxide spa l la t ion  a t  each 

rectangular area on the  surface. U s e  of the COSP model i n  t h i s  study 

assumed uniform oxide growth and spa l la t ion  across the  e n t i r e  surface of 

the  sample. Stated otherwise, the COSP model w a s  used t o  predict  the 

average oxide growth r a t e  (averaged over the  surface of the  sample), 

average thickness, average weight of oxide spal led during each cycle, 

e tc .  

During each thermal cycle, t he  rate of oxide growth 

The COSP model can bes t  be explained by examining the  predictions 

from the  model f o r  several  thermal cycles. Upon heating a sample, an 

oxide scale i n i t i a l l y  grows parabolically with t i m e  u n t i l  the  sample is 

removed from the  furnace. The weight of oxide on the  sample surface 

(W ) before the  f i r s t  cooling period i s  given as: r 

= b m  
'r P 

where A t  i s  the  length of the  high-temperature exposure and b i s  a 

constant r e l a t i ng  t he  weight of oxygen i n  t he  oxide t o  the  weight of 

oxide (k as t r ad i t i ona l ly  measured during isothermal oxidation r e f l e c t s  

the  weight of oxygen i n  the  oxide). On cooling, the  weight of oxide 
P 
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which spalls (W ) is  r e l a t e d  t o  t h e  cu r ren t  amount of oxide on t h e  

su r face  and is given as: 

S 

- l+a 
's - Qo wr [E-101 

where Q and c1 are s p a l l i n g  parameters and w i l l  be discussed again 

shor t ly .  The increase  i n  t h e  weight of r e t a ined  oxide, and t h e  decrease 

r e s u l t i n g  from oxide s p a l l a t i o n  is  shown f o r  one-hour thermal cycles  i n  

Figure E.3a. The oxide growth rate a f t e r  s p a l l a t i o n  increases  due t o  

t h e  reduced oxide thickness.  Therefore, the  oxide growth rate upon 

heat ing during t h e  second cycle  ( t i m e = l  hour) is i n i t i a l l y  equivalent  t o  

t h e  growth rate a t  approximately 0.25 hours i n  t h e  f i r s t  one-hour 

exposure (see Figure E.3a). The rate of  metal consumption, being 

propor t ional  t o  t h e  oxide growth rate, more c l e a r l y  r evea l s  t h e  increase  

i n  the  oxide growth rate a f t e r  each thermal cycle. When t h e  oxide scale 

is  t h i n  ( t i m e  < < 1  hour) t h e  oxide growth rate and rate of metal 

consumption are very high,  b u t  decrease r ap id ly  as t h e  scale thickens.  

The rate of  metal consumption before  t h e  f i r s t  thermal cycle  is  given 

0 

as : 

- - = -  - 
'm d t  2 p [ E-111 

where a is  a constant  similar t o  b i n  Equation [E-91 r e l a t i n g  t h e  weight 

of  metal i n  t h e  oxide t o  t h e  weight of  oxide. When t h e  th ickness  of  the  

oxide scale decreases due t o  s p a l l a t i o n ,  t h e  growth rate of t h e  oxide 

and t h e  rate of  metal consumption both  rap id ly  increase, but  gradually 

decease again as t h e  oxide scale thickens.  This  behavior i s  shown i n  

Figure E.3b. The COSP model also p r e d i c t s  t h e  t o t a l  weight of m e t a l  

consumed (W ) and i s  shown i n  Figure E.3c. The W versus  t i m e  curve i s  m m 

J 



199 

0 
0 

Lo 

0 
0 

f 

0 

9 
07 

0 
9 
CJ 

0 

9 
.-I 

0 
9 
0 00' E 00' 2 00' T 



200 

i ?  

n 
m 
lz 
5 
u r 
I- 
U 

4 
a, 
3 

4 .  

m 

w 



201 

slightly "scalloped" because of the increased rate of metal consumption 

following each thermal cycle. The COSP model also predicts the weight 

change of a sample ( &W) during oxidation accompanied by thermal 

cycling. Weight increases are due to the addition of oxygen (in the 

oxide) to the sample, while weight losses are due to the loss of metal 

(in the oxide) during oxide spallation. The sample weight change is 

shown in Figure E.3d. The sample weight change is the most common 

variable measured during cyclic oxidation testing of alloys. Using k 

for a specific oxide at a given test temperature, the spalling 

parameters Q and a are varied in the COSP model to yield the best fit 

to the experimentally determined weight change data. Experimental 

weight change data typically appear quite smooth when viewed on a scale 

of several hundred hours (see experimental section of this report), 

P 

0 

The rate of A1 consumption predicted by the COSP model is used as a 

boundary condition to the COSIM model. The effect of a changing rate of 

A1 consumption, shown by the COSIM model, is a cyclic decrease in the A1 

concentration at the oxide metal interface. The rapid increase in the 

growth rate of the oxide results in a rapid decrease in the A1 

concentration at the interface. Conversely, for each drop in the A1 

concentration at the interface is a similar jump in the Cr concentration 

at the same interface. The A1 and Cr concentrations at the oxide/metal 

interface as predicted by the COSIM model are shown in Figures E.4a and 

b for a Ni-20Cr-1OAl alloy undergoing cyclic oxidation. 
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